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Fig. 4. EBSD grain orientation maps and misorientation angle distributions of SLMed Ti-6Al-4V alloy; (a,c) as-fabricated specimen and (b,d) 
heat-treated specimen

Fig. 5. Fracture surfaces of SLMed Ti64 alloy at low magnification; (a) as-fabricated specimen and (b) heat-treated specimen






