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THERMAL MECHANICAL STRESS ANALYSIS OF LADLE LINING WITH INTEGRAL BRICK JOINT

Based on the theory of heat transfer, the influence of expansion joints on the temperature and stress distribution of ladle lin-
ing is discussed. In view of the current expansion joint, the mathematical model of heat transfer and the three dimensional finite 
element model of ladle lining brick are established. By analyzing the temperature and stress distribution of ladle lining brick when 
the expansion joints are in different sizes, the thermal mechanical stress caused by the severe temperature difference can be reduced 
by the suitable expansion joint of the lining brick during the ladle baking and working process. The analysis results showed that 
the thermal mechanical stress which is caused by thermal expansion can be released through the 2 mm expansion joint, which is 
set in the building process. So we can effectively reduce the thermal mechanical stress of the ladle lining, and there is no risk of 
steel leakage, thus the service life of ladle can be effectively prolonged. 
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1. Introduction

The thermal mechanical stress is one of the important 
reasons for the failure of the ladle under high temperature and 
heavy load. Under the working of high temperature, when the 
ladle lining and ladle shell by thermal expansion deformation 
are generated from each other mutual restraint, they produce 
heat mechanical stress. Gongfa Li proposed a new type of Nano 
thermal insulation material for ladle lining structure based on 
heat transfer theory and finite element technology, a new three-
dimensional finite element model of ladle is established. The 
research results show that the thermal insulation effect of Nano 
thermal insulation material is good and the maximum stress of 
the new shell is lower than that of the traditional ladle that is 
114 MPa [1-2]. The thermal stress of ladle lining in the working 
state was analyzed by A.S. Nikiforov. It shows that the thermal 
stress of ladle lining and the tensile stress of the shell are very 
large in the course of working. Under the action of such a large 
thermal stress, the ladle lining is crushed and broken. Finally, 
the lining is broken and eroded by molten steel [3]. V.K. Orlov 
analyzed the reason of ladle lining damage. The ladle in the 
process of using has been eroded by molten steel. A new method 
for thermal repair is put forward which is paint the spray coating 
to the damaged parts [4]. Jin Congjin calculates the temperature 
distribution of ladle lining in the baking condition. The influence 
on the working layer, the permanent layer and the insulation 

layer of thickness on the temperature field of the ladle was 
studied [5]. Jiang Guozhang has established the finite element 
model of the expansion joint of the ladle bottom liner in the 
ladle composite structure by using ANSYS based on the finite 
element method [6]. In view of the above problems, the method 
is to set expansion joint. Expansion joints are too large to cause 
leakage of steel and major accidents. Expansion joints are too 
small to increase thermal stress and reduce the use of shell and 
refractory bricks. The calculation of thermal expansion stress 
is of great practical value [7]. The size of the expansion joint 
of the lining is determined in the process of building the ladle. 
The standard thickness of the board is placed on the side of the 
expansion joint of the ladle lining. At the end of the ladle baking 
package into the steel of conditions, the board is set aside the 
expansion joint due to high temperature combustion. In order 
to reduce the thermal stress of ladle lining and to avoid the oc-
currence of steel leakage, the size of expansion joint of ladle 
lining is considered. Therefore, when the ladle is finished into 
the steel working condition, expansion gap for lining working 
layer will be filled with the expansion of the lining brick to 
ensure the safety of production. In this paper, the mathematical 
model of heat transfer and finite element model of ladle lining 
are established. The influence of expansion joint size from 
0 mm to 4 mm on the thermal mechanical stress is analyzed by 
the ANSYS finite element method. It provides guarantee for 
the safe production of steel making process in the future [8-9].
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Lagrange multiplier method is used to calculate and analysis 
through the understanding of nonlinear contact. the specific cal-
culation formula of Lagrange multipliers are practical and simple, 
as long as the balance equation and the internal force function 
are given, it can be directly eliminated by the formula Lagrange 
multiplier. Finally, the reaction force and the internal force are 
obtained [27]. The ladle is analyzed for finite element through 
a piece of brick lining thickness selected from the direction of 
the height, so geometric model is shaped and the work layer lin-
ing bricks, integral casting permanent layer and steel ladle shell 
concluded. The adjacent two bricks in the working layer lining 
brick will be in contact with each other and each lining brick will 
be in contact with the permanent layer [28]. In the establishment 
of the model, the surface should be set face-to-face contact due 
to the thermal expansion of the contact surface. 

The expansion joints and the size of the stress were studied 
by selecting several typical inner liner expansion in different 
sizes and the expansion joints were studied by 0 mm, 1 mm, 
2 mm, 3 mm and 4 mm, respectively. In the analysis of the 
stress of ladle lining of integral brick, it is required to analyze 
the temperature of ladle firstly, then impose the result of tem-
perature analysis on the structure analysis and apply the thermal 
structure coupling principle on the basis of temperature analysis. 
In structural analysis, it is needed to define the properties of the 
material, such as specific heat, elastic modulus, Poisson’s ratio, 
density and so on. Because of the temperature of the ladle is 
varied, the various properties of the material should also be ap-
plied to simulate the temperature and stress of the ladle with the 
change of temperature realistically. We can learn about the stress 
distribution of ladle integral and working lining brick from fig-
ure 5÷15 with expansion joint of ladle lining set to 0 mm÷4 mm.

From Figure 5 and figure 6, we can be seen the ladle shell 
stress is184 MPa when expansion joints is not set, its force is 
very strong, the main reason is that allowance for expansion of 
lining bricks cannot be used to offset part of ladle shell stress 
due to expansion gap is not set. 

Compared from figure 5 to 8, we can see stress of ladle 
shell have been reduced to 158 Mpa from the original 184 MPa 

when expansion joints of ladle lining brick is from 0mm to 1mm.
During expansion joints increased along the thickness direction 
of lining brick, the stress have reduced from 55 MPa to 44 MPa 
when the 0mm was reduced to 1 mm.

Compared from figure 5 to figure 10 shows that stress of 
ladle shell have been reduced to 121 Mpa from the original 
184 MPa when expansion joints of ladle lining brick is from 
0 mm to 2 mm, the effect of stress reduction is still very obvious. 

Fig. 5. The overall stress distribution of ladle in the expansion joint 
with 0 mm

Fig. 6. The distribution of the stress along the thickness of the lining of 
the working layer when the expansion joint is set up 0 mm

Fig. 7. The overall stress distribution of ladle in the expansion joint 
with 1 mm

Fig. 8. The distribution of the stress along the thickness of the lining of 
the working layer when the expansion joint is set up 1 mm
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During expansion joints increased along the thickness direction 
of lining brick, the stress has reduced from 55 MPa to 36.5 MPa 
when the 0 mm was reduced to 2 mm.

From figure 5 to figure 12 shows that stress of ladle shell 
have been reduced to 96 Mpa from the original 184 MPa when 
expansion joints of ladle lining brick is from 0 mm to 3 mm, 

When the expansion joint increased, the stress of the ladle 
shell can be reduced a lot. During expansion joints increased 
along the thickness direction of lining brick, the stress has 
reduced from 55 MPa to 29 MPa when the 0 mm was reduced 
to 3 mm.

From the above figure 5 to 14, the stress distribution of 
ladle lining expansion joint from 0÷4 mm lining structure can 
be seen that In the process of increasing the expansion joint of 

Fig. 9. The overall stress distribution of ladle in the expansion joint 
with 2 mm

Fig. 10. The distribution of the stress along the thickness of the lining 
of the working layer when the expansion joint is set up 2 mm

Fig. 12. The distribution of the stress along the thickness of the lining 
of the working layer when the expansion joint is set up 3 mm

Fig. 13. The overall stress distribution of ladle in the expansion joint 
with 4 mm

Fig. 14. The distribution of the stress along the thickness of the lining 
of the working layer when the expansion joint is set up 4 mm

Fig. 11. The overall stress distribution of ladle in the expansion joint 
with 3 mm
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the lining brick in the baking bag stage from 0 mm to 4 mm, 
the ladle shell stress is maximum, and the maximum stress is 
184 MPa when the expansion joint is not set. When the expansion 
joint increased, the stress of the ladle shell can be reduced a lot, 
the main reason is that expansion joint offset part of allowance 
of expansion of lining brick when it increased. The outward 
expansion force decreases and the permanent layer and cladding 
is reduced correspondingly [29]. The stress distribution of lin-
ing brick along the thickness direction can also be seen during 
expansion joints increased along the thickness direction of lining 
brick, the stress have reduced from 55 MPa to 17.8 MPa when 
the 0mm was reduced to 4 mm.

According to figure 5 to figure 14, when ladle lining expan-
sion joint is from 0 mm÷4 mm, the data describing its distribution 
of stress is shown in figure 15.

The analysis shows that the temperature of inner lining brick 
of ladle lining is linear decreasing from inside to outside. The 
gradual decrease of temperature leads to the change of thermal 

stress between the inner lining brick and the temperature. In 
baking stage pack wall temperature is 1000°C.When the ex-
pansion joints are not set, the maximum thermal stress of ladle 
lining brick is 55.2 MPa and the tensile stress of the ladle shell 
is 184 MPa. When the expansion joint is 1.mm, the maximum 
thermal stress of ladle lining brick is 44.0 Mpa, and the tensile 
stress is 158 MPa. When the expansion joint increases to 2 mm, 
the maximum thermal stress of ladle lining brick is 36.50 Mpa, 
and the tensile stress is 121 MPa. When the expansion joint 
increases to 3 mm, the maximum thermal stress of ladle lining 
brick is 29.0 Mpa, the tensile stress of cladding 96.9 MPa. When 
the expansion joint increases to 4mm, the maximum thermal 
stress of ladle lining brick is 17.8.0 Mpa, and the tensile stress 
is 59.5 MPa. When the expansion joint is larger, the stress of the 
lining brick will become smaller and smaller. The gap between 
lining brick is too large to produce leakage of steel accident. 
Therefore, the size of the expansion joint gap of lining brick 
should be set up properly [30-32].
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Fig. 15. Relation between expansion joints and stress

4. Conclusion

This paper establishes a mathematical heat transfer model 
and a finite element model of the lining structure based on heat 
transfer theory. The overall stress distribution and the stress 
distribution along the thickness direction of the inner lining of 
ladle lining with different expansion joint were analyzed by 
ANSYS software under the baking package. The maximum 
stress of ladle shell is 184 MPa when the expansion joint is not 
set. When the expansion joint is arranged, the stress of the ladle 
shell decreases as the expansion joint increases from 0 mm to 
4 mm. When the expansion joint is set to 4 mm, the maximum 
stress of ladle shell is 59.5 MPa. It shows that the stress of ladle 
shell decreases obviously. When the expansion joints continue 
to be increased, the stress between the lining brick becomes 
smaller and smaller, even decrease to zero. But the expansion 
joint is set to 4 mm or more, it will produce leakage of steel 

accident, so the expansion joints of the liner brick should not 
be too large. Finally, the comparative analysis shows that the 
thermal mechanical stress of the lining of the ladle lining can 
be effectively released, when the expansion joint is set to 2 mm 
under avoiding leakage of steel. The thermal stress of the lining 
of the ladle lining is effectively reduced, which provides a guar-
antee for the safe production of the steel in making process. The 
conclusion also provides a theoretical basis for prolonging the 
service life of ladle.

Some follow-up studies that the ladle lining’s lifetime under 
thermal mechanic stress was computed mathematically. Also, the 
analytical prediction of lining lifetime with various expansion 
joints was carried out. The computational results agree well 
with the experimental data. This study has offered a good way 
to prolong the lifetime of ladle lining, which can be a promising 
method in steel-making. 




