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The  aim  of  this  work  was  to induce  permanent  birefringence  both  in typical  liquid crystal  cells  and
photonic  crystal  fibers  (PCFs)  by  photo-polymerization.  For  this  purpose  three  different  liquid  crystalline
materials,  namely  E7,  5CB,  and  6CHBT  were  combined  with  a mixture  of RM257  monomer  and  a  UV
sensitive  initiator  with  the  percentage  weight  less  than  10%.  Due  to the  photo-polymerization  process
it  was  possible  to  achieve  polymer-stabilized  liquid  crystal  orientation  inside  LC cells  and  micro-sized
eywords:
iber optics
hotonic crystal fibers
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olymers

cylindrical  glass  tubes.  In particular,  periodic  change  in  spatial  molecular  orientation  was  achieved  by
selective  photo-polymerization.  Successful  results  obtained  in  these  simple  geometries  allowed  for  the
experimental  procedure  to  be repeated  in  PCFs  leading  to locally-induced  permanent  birefringence  in
PCFs.

© 2018  Association  of  Polish  Electrical  Engineers  (SEP).  Published  by  Elsevier  B.V.  All  rights  reserved.
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. Introduction

Photonic crystal fibers (PCFs) are specific photonic structures
ased on 2D photonic-lattice geometry. A huge variety of possible
esigns result in desired properties and thus numerous practical
pplications which have been already demonstrated [1,2]. Opti-
al properties of certain PCF structures are similar to selected
haracteristics of classical step-index fibers such as: polarization
aintenance, high birefringence and single-mode operation [3–8].
n the other hand, there are special designs allowing for properties
chievable only in PCFs including: photonic bandgap propagation,
ndlessy single-mode operation, extremely high nonlinearity for
upercontinuum generation, as well fiber laser creation [9–12]. One
f the biggest advantages of PCFs is a possibility to introduce other
aterials, such as liquids and gases into their air-channels charac-

erized by diameters in a range of single micrometers [13–17].
The presence of these fluidic materials greatly influences prop-

gation and other optical properties of the fiber, mainly due to
 change in the effective refractive index of the photonic crystal
ber structure. Specifically, the tunability of PCF properties may

e significantly increased after PCF infiltration with a liquid crys-
alline material, mainly due to significantly increased sensitivity to
xternal fields and factors thus gained by the fiber. Photonic crystal

∗ Corresponding author.
E-mail address: milosz.chychlowski@pw.edu.pl (M.S. Chychłowski).

ttps://doi.org/10.1016/j.opelre.2018.05.001
230-3402/© 2018 Association of Polish Electrical Engineers (SEP). Published by Elsevier
fibers infiltrated with liquid crystals, known as photonic liquid crys-
tal fibers (PLCFs), serve as, e.g. attenuators, phase shifters, tunable
filters and polarizers [18–25].

However, one should note that the essence of PLCF operation is
the quality and stability of LC molecular orientation. In principle,
there are several methods that can be applied to increase the sta-
bility of LC orientation including e.g. special design of the PCF-LC
system, as well as application of specific orienting layers deposited
on the inner surfaces of the PCF cladding micro-capillaries.

Introduction of a specific LC molecular orientation inside the
micro-capillaries of the PCF cladding is much more complex than
that achieved in a typical LC cell. While there is no direct access to
the surfaces inside the air channels, no mechanical method of orien-
tation can be applied in PCF geometry. On the contrary, only indirect
methods such as e.g., photo-lithography or photo-polymerization
can be used to achieve a required LC molecular orientation inside
the PCF structure.

Recent developments in LC molecules’ orientation inside the
air channels of the PCFs have been particularly focused on photo-
orientation technique in which a polymer layer is irradiated with
linearly polarized UV light. Promising results recently reported
suggest that this method can be successfully applied for a wide
range of liquid crystalline materials [26–29]. However, there are

still some difficulties in achieving either transverse or tilted ori-
entation of LC molecules within the micro-capillaries of PCFs. In
both cases, LC molecules are perpendicular to the long axis of the
micro-channels and characterized by angular-dependent orienta-
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Fig. 2. Images of patterned LC cell with 97.5 wt% of E7 NLC mixed with 2.5 wt%
ig. 1. Scheme of transverse boundary conditions in a typical micro-capillary. Please
ote that the anchoring conditions in the x–y plane are changing with the angle.

ion from homeotropic through tilted to planar and again tilted to
omeotropic within the x–y plane. It means that the boundary con-
itions at the micro-capillaries surfaces have to vary with the angle

n respect to the x-axis as shown in Fig. 1.
In addition to the photo-orientation process described above,

he polymer network can be also successfully applied to stabi-
ize specific molecular orientation in the LC phase. This technique,
eveloped, e.g. to extend a Blue-Phase LC temperature range
30,31], requires a monomer to be introduced into an LC host mate-
ial and then a polymerization process is initiated in a desired LC
ystem configuration. The polymerization process can be controlled
y adding a specific initiator to the monomer and mixing it with the
C material. While UV light is typically used as a trigger for the poly-
erization process, a UV-active initiator, namely PPD [32], can also

e used.
In this work, we have decided to present our new method to

nduce a specific LC molecular orientation inside PCF structures,
asing on the photo-polymerization process. For this purpose a
onomer with a UV-activator has been mixed in with a liquid crys-

alline material. In this sense, a polymer network has been created
n which a well-defined state of LC molecules orientation could be
frozen”. Polymer stabilization of the LC molecules inside PCF can
e used for creating optical fibers, which properties could be arbi-
rarily tailored along their length. Birefringence would be locally
nduced and controlled by reorientation of the LC molecules with
n electric field and then photo-stabilized. As a consequence, it will
e possible to build the fibers in which phase birefringence is dif-
erent in a specified sections of the fiber. For example, it would be
ossible to build the fiber whose birefringence is close to zero in
lmost every section and only few sections are highly birefringent.
uch a fiber can be used as a new type of a polarimetric sensor,
hich sensitivity is high only in desired points of operation. More-

ver, the technique of polymer-stabilizing of birefringence can be
sed to build a monolithic fiber in which the birefringence axis is
ifferent in desired sections of the fiber (so far it has been possible
nly by precise splicing of short pieces of SM/HB fibers).

The initial experimental tests were performed in typical 10-�m-
hick LC cells, in which a nematic LC mixed with a monomer and

 UV-activator was introduced between two glass plates. This step
as required to determine both a suitable dose of the monomer

nd UV-activator to be added to the LC and then used as infiltration
or PCFs. The process of LC mixture preparation, performed in UV-
ree conditions, requires a monomer (RM257) to be added to the
V-activator (PPD) [32] to achieve a desired concentration of the
ctivator to the monomer to be subsequently mixed with a nematic
iquid crystal with high birefringence around 0.2 (E7 or 6CHBT). Due
o the high power of the UV light source (i.e., DYMAX BLUEWAVE 75

 max  optical output of 19 W/cm2 in the 280 nm – 450 nm range)

ighly polymerizable mixtures could be prepared for a relatively

ow concentration of the RM257 monomer (up to 10 wt%) and UV-
ctivator (up to 2 wt%).
of  RM257 under polarizing microscope with crossed polarizers (green cross corre-
sponds to polarizer and analyzer axes).

After all ingredients had been combined, the LC mixture was
heated to a temperature above its clearing point (which is about
45 ◦C and 60 ◦C for 6CHBT and E7, respectively) and then stirred
for several minutes. Then the LC mixtures were tested by using
a typical LC cell of the 10-�m thickness with a planar alignment
and ITO layers deposited on the glass plates. After biasing the sam-
ple with an AC voltage of 30 V at 1 kHz, it was possible to obtain
a homeotropic alignment in the LC cell due to reorientation of the
LC molecules inside the cell. In this particular state, UV irradiation
of the selected area (thanks to the amplitude mask applied) was
performed in order to initiate the polymerization process in the
cell. After irradiation, the voltage was  off and the quality of the
sample was checked between crossed polarizers. As seen in Fig. 2,
the LC molecular orientation in the irradiated area is homeotropic,
while there is a homogenous (planar) orientation in the remain-
ing regions. After testing several samples, we  found that the best
results were achieved for 97.1 wt% of E7 LC, 2.6 wt% of RM257, and
0.3 wt%  of the UV-activator. It is worth underlining that the UV
exposure time should be strictly controlled. The latter should not
be too long since the irradiation process increases the tempera-
ture of LC and thus influences LC molecular orientation. Irradiation
was performed in a series of short light pulses, 6 pulses a series,
pulse duration was about 0.3 s, interval between pulses 60 s. The
output optical intensity used was equal to 0.5 W/cm2 in the range
of 280 nm – 450 nm.

In Fig. 2 a pattern of two distinct orientations was  achieved by
using a comb-shaped amplitude mask with a width of 320 �m in the
transmitting region and of 160 �m in the absorbing region at the
left-handside and of 80 �m and of 70 �m on the left-hand side of

the image, respectively. The quality of achieved orientation resem-
bles the amplitude mask, as one can see the boundary between
orientation is not sharp, due to the thickness of glass in LC cells.



244 M.S. Chychłowski et al. / Opto-Electronics Review 26 (2018) 242–246

Fig. 3. Changes in transmission spectra of the PCF filled with the mixture based on 6CHBT.
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Fig. 4. Changes in transmission spectra o

fter satisfactory results obtained in the LC cell, the idea of fur-
her experimental tests was quite simple, as it assumed f̈reezingä
esired molecular orientation inside PFC infiltrated with a liquid
rystalline material. It should in turn result in the transmission
roperties of a photonic liquid crystal fiber like in the presence of an
xternal electric field [21–25]. For this purpose, a typical PCF with a
exagonal distribution of air-holes in its cross-section was applied.
pecifically, the PCF 070123P1 with a hole diameter of 3.6 �m and

ole spacing of 6.4 �m (manufactured in UMCS Lublin) was  used.

The LC mixture for PCF infiltration was prepared in the same
ay as it was in the preliminary tests with LC cells. Specifically, the
eight ratio of LC to monomer was 9.5:0.5 with 1–2 �l of PPD taken
PCF filled with the mixture based on E7.

for 1000 mg  of the mixture. To initiate the photo-polymerization
process a UV light source UV DYMAX BLUEWAVE 75 lamp was used
with the same parameters as for LC cells.

In order to infiltrate the PCF with a liquid crystal, an infiltration
setup based on pressure difference induced in air micro-channels in
the PCF and described elsewhere [33] was applied. The infiltration
procedure consists of putting one end of a photonic crystal fiber in
a sealed container with LC and the other end outside the container,

after that high pressure (0,3 MPa) was  applied to the container.

The main part of experimental tests performed on PLCFs was to
“freeze” LC molecules inside PCF capillaries in a specific orienta-
tion. To make sure that such a process is successful, two  different
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Fig. 5. Polarimetric measurement of transmitted

tates of LC molecular orientation in the PCF should be identified.
or this purpose, the first state – a planar orientation (with the
ong axes of LC molecules oriented along the fiber axis) – was
hosen as a reference. The second analyzed state, i.e. transverse
rientation (see Fig. 1) that can be induced by an external field
s, in principle, not stable. The latter can be achieved when the
LCF is placed between two glass plates with ITO layers when high
nough voltage is applied. The change in the propagation spectra is
bserved as well as PLCF becomes birefringent. While molecules are
eoriented in PLCF by external voltage, UV light induces a polymer-
zation process – the “freezing” the current state of LC molecules.
fter polymerization, no external voltage is needed to sustain the

nduced orientation.
The PLCF sample was monitored during the whole prepara-

ion process, throughout the time of UV irradiation and also after
he polymerization process by observing the transmission spectra
n an Ocean Optics HR4000 spectrometer when a wide-spectrum
alogen lamp was used as a light source (see e.g., Figs. 3 and 4). After
he photo-polymerization process performed on the PLCF sample,

 polarimetric analysis of the output signal from the fiber (Fig. 5)
as performed as an additional experimental test.

It is clearly visible that the transmission spectra of PLCF before
nd after photo-polymerization are different with a significant drop
f output signal intensity obtained after the irradiation process.

 characteristic change in the transmission spectra related to the
hange in LC molecular orientation is observed, similar for both
ematic LCs used in experimental tests, as shown in Figs. 3 and 4.

n both Figs. 3 and 4 the blue graph represents photonic band
aps for PLCF with a planar orientation of LC molecules along
he long axis of PCF, while the violet one represents a transver-
al orientation of LC in PLCF after the “freezing” procedure. The

ower amplitude of the second spectra is due to the “freezing”
rocess of LC; responsible for this can be UV light increasing the
emperature distorting the LC orientation or non-uniform poly-
 in the PCF with polymerized mixture of E7 NLC.

merization process. Figure 1 presents changes in the polarization
state of light propagating through the sample and obtained due
to polymerization-induced birefringence in the polymerized PLCF.
Linear polarized light (laser 633 nm)  was inputted into the fiber
core. Due to induced and “freezed” birefringence, ellipticity of light
polarization was  observed without any reduction of DOP at the end
of the PLCF.

2. Conclusion

In conclusion, we have presented for the first time polymer-
stabilization of a nematic liquid crystal within PCF. A photo-
polymerization method has been successfully employed for E7
and 6CHBT nematic LCs and can be applied to any PCF. The main
advantage of the proposed photo-polymerization process relies on
“freezing” the induced LC molecules orientation for a relatively long
period of time (months). This process enables to induce a designed
value of birefringence to PCF, depending on the orientation of LC
molecules in PCF air holes.
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Nowinowski-Kruszelnicki, J. Wójcik, Photonic liquid crystal fibers—a new
challenge for fiber optics and liquid crystals photonics, Opto-Electron. Rev. 14
(2006) 4.
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