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Pińczów Limestones – a type of Leitha Limestone 

(carpathian Foredeep, southern poland)

introduction 

Among the construction stone materials the Middle Miocene, organodetritic limestones 
enjoy unflagging popularity. This is due to their extremely high porosity and low bulk densi-
ty, determining the favourable insulation properties, as well as susceptibility to processing, 
especially immediately after extraction. These limestone properties are the effect of the 
unique mineral-petrographic composition. 

The Middle Miocene, shallow-water, detrital limestones, formed in the northern, mar-
ginal part of the Fore-Carpathian Basin, has been an important source of raw material in 
Poland for centuries. The subject of the economic interest in the Ponidzie area has been 
the red algal limestone facies known under the local name of Pińczów Limestone (sensu 
Studencki 1988a), a variety of the Leitha Limestone, which was described from the Vien-
na Basin (Kowalewski 1958; Krach 1962; Riegl and Piller 2000; Kováč et al. 2007; Wiedl 
et al. 2012). In the Wójcza-Pińczów Range, they form a horizontal strata, overlying the Mes-
ozoic basement and building upper parts of hills with an angular unconformity (Fig. 1). 



60 Figarska-Warchoł and Stańczak 2019 / Gospodarka Surowcami Mineralnymi – Mineral Resources Management 35(1), 59–98



61Figarska-Warchoł and Stańczak 2019 / Gospodarka Surowcami Mineralnymi – Mineral Resources Management 35(1), 59–98

Geological research in the area of Ponidzie has been carried out since the 19th century (vide 
łyczewska 1975; Urban and Gągol 2015), and the Miocene rocks – their stratigraphy and 
geological structure, in particular within the Wójcza-Pińczów Range, were described in de-
tail by Kowalewski (1958), Krach (1962), Radwański (1969), Areń (1971), łyczewska (1971, 
1972, 1975), Rydzewski (1975), Alexandrowicz et al. (1982), Drewniak (1994), Studencki 
(1979, 1988a, 1988b, 1999), Jasionowski (1997), Górka (2002) and Wysocka et al. (2016) and 
other authors.

The tradition of the exploitation and use of these rocks in both defensive and sacred 
buildings dates back to the beginnings of Polish statehood and was associated in the early 
Middle Ages with the castle in Wiślica. The period of greatest prosperity of the Pińczów 
stonemason’s center took place in the 16th century due to the activity of Italian sculptors, 
using this limestone to make sophisticated stone elements for the decoration of castles, pal-
aces as well as churches and monasteries. This is evidenced by numerous previously active 
quarries scattered between Skowronno near Pińczów and Kików near Stopnica (Penkalo-
wa 1963; Weber-Kozińska 1963; Fijałkowska and Fijałkowski 1966; Gadomski 1970; Haber 
et al. 1991; Smoleńska and Rembiś 1999; Kardyś 2006; Rembiś and Smoleńska 2008; Rajchel 
2014; Urban and Gągol 2015) (Fig. 1C). In recent decades, the exploitation of limestone has 
been limited to the: Skowronno, Pińczów, Bogucice and Włochy deposits, and only the latter 
is currently being operated (Bromowicz et al. 2004, 2005; Bromowicz and Figarska-Warchoł 
2012; Szuflicki et al. eds. 2017). This material is presently highly desirable for conservation 
purposes, and also as building stone used in contemporary architecture.

 

Fig. 1. Location of the Middle Miocene red algal limestones cropping out 
in the studied Włochy quarry (black point). 

A. Palaeogeography of the Carpathians Foreland Basin and Vienna Basin during the early Middle Miocene 
(Langhian Stage) after Jiménez-Moreno et al. (2006) and Rögl (1998); AFB – Alpine Foreland Basin. 

B. The Wójcza-Pińczów Range (1), the Upper Jurassic carbonates (2), the Upper Cretaceous marls and marly 
chalks (3), the early Badenian Pińczów Formation (4), the other neogene sediments (5), modified from 

Jurkiewicz and Woiński (1979). 
C. Geological sketch map of the vicinity of Pińczów; the Upper Cretaceous marls, marly chalks, sandstones and 
gaizes (1), the early Badenian Pińczów Formation (2), the Sarmatian clay sediments (3), the Pleistocene loess (4), 

the Pleistocene glacial sands and gravels (5), the Pleistocene sands of accumulation terraces (6), the Holocene 
fluvial sediments (7), the Quaternary eolian sands, after Senkowicz (1958)

Rys. 1. Lokalizacja wapieni krasnorostowych środkowego miocenu wydobywanych 
w analizowanym kamieniołomie Włochy (czarny punkt). 

A. Paleogeografia basenu przedkarpackiego i basenu wiedeńskiego 
we wczesnym miocenie środkowym (lang), AFB – basen przedalpejski; 

B. Garb Wójczańsko-Pińczowski (1), górnojurajskie utwory węglanowe (2), 
górnokredowe margle i kreda marglista (3), dolnobadeńska formacja z Pińczowa (4), inne osady neogenu (5); 

C. Szkic geologiczny okolicy Pińczowa; górnokredowe margle, kreda marglista, piaskowce i gezy (1), 
dolnobadeńska formacja z Pińczowa (2), osady ilaste sarmatu (3), plejstoceńskie lessy (4), 

plejstoceńskie piaski i żwiry lodowcowe (5), plejstoceńskie piaski teras akumulacyjnych (6), 
holoceńskie osady rzeczne (7) czwartorzędowe piaski eoliczne
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The previous publications concerning the Pińczów Limestones focus on the microfacies 
and palaeogeographic analysis, while the petrographic variability issues in relation to phys-
ical and mechanical properties has not been the subject of research so far. However, these 
features are strictly connected with the durability of the stone material used in architecture 
both in the past and in the currently exploited limestones from the Włochy deposit. The aim 
of the research was to find a relationship between the petrography of the Miocene red algal 
Pińczów Limestones and their physical and mechanical properties. Additionally, on the basis 
of results published in literature, the quality of the raw rock material from the Włochy quar-
ry has been compared to the other Leitha Limestones from the Polish part of the Carpathian 
Foredeep as well as from other european Badenian basins.

In the paper a detailed petrographic characteristics of distinguished limestone varieties 
have been presented. It included a granulometry analysis of skeletal components and a quan-
titative assessment of the mineral-petrographic composition of detritus and cements, as well 
as the contents of inter- and intragranular pores. The quantitative analysis basically carried 
out in the polarizing microscope, has been supplemented by the observations in the scanning 
electron microscope (SeM-eDS) to obtain the qualitative characteristics of the dominant 
clastic components that build the fabric of the limestones, as well as the clay and micrite ma-
trix and sparite cement. The chemical analysis of the samples provided information on the 
main constituents of the samples and their solubility. The XRD method was used to identify 
mineral phases of solid samples and acid-insoluble matter.

Tests of density, water absorption and porosity of the samples enabled the relationship 
between the physical parameters and the petrographic characteristics of the investigated lime-
stone varieties to be determined. On the basis of ultrasonic waves velocity and uniaxial com-
pressive strength measurements, the variety of the most favourable mechanical properties has 
been indicated and the method of prediction of strength properties based on non-destructive 
tests has been proposed. A comparison of the obtained results with the properties of red algal 
limestones from the other deposits situated in the nW part of the Wójcza-Pińczów Range 
showed that the limestones from the Włochy deposit do not differ in quality from the pre-
viously used Pińczów Limestones (Penkalowa 1963; Dębski ed. 1966; Bugajska-Pająk 1974; 
Rutkowski 1980; Kozłowski 1986; Pinińska ed. 1994). They are also similar to the Leitha 
Limestones exploited in other european countries i.e. Austria, Czech Republic, Slovakia or 
Hungary (Török et al. 2004; Bednarik et al. 2014; Baud et al. 2017; Pápay and Török 2017).

1. material and methods

1.1. Field observations and sampling

Field observations were carried out in 2017 in the Włochy limestone deposit, recognized 
in the years 2007–2011, in the place where the local exploitation was previously carried 
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out in an old quarry (Przybyszewski 2007; Przybyszewski and Wnęk-Potowniak 2011). The 
WGS84 coordinates of the quarry are: 50°31’19’’ n, 20°33’28’’ e (Fig. 1D). 

In the mining excavation the detrital limestones of light beige colour with a yellowish 
shade and variable grain size have been outcropped. The totally thickness of the deposit 
ranges from 2.0 to 14.0 m. Layers of limestone have been underlaid by gray clays with rusty 
coatings, and their overburden with a thickness of 0.5–4.8 m consists of limestone debris 
and soil. 

In the southern wall of the quarry, which was available for sampling, two beds of lime-
stones with a thickness of 1.8 m and 2.0 m were exposed. The lower one (layer I) was char-
acterized by a fine-detrital texture, while the upper (layer II) contained the coarser grains of 
the sizes up to a few mm. The small intensity of the vertical planes of discontinuity found 
in that part of quarry gives the possibility of obtaining blocks of relatively large dimensions 
(up to 3 m in length and over 1 m in height). The third, over a meter thick, layer of medium 
detrital limestones (layer III) with numerous horizontal discontinuities dividing the rock 
into small plates ended the deposit profile. In the western wall of the quarry, only a higher 
bed of blocky limestone (layer II) has been available to observations, much more intensely 
cut by joints in this place and overlaid by the layers of platy limestones (layer III) and debris. 

The material for the study was taken from the lowest, thick bed (layer I), in the southern 
wall of the quarry (samples of series no. 200) and from the upper, thick bed from the west-
ern wall (layer II) (samples of series no. 300). Moreover, the subject of the tests have been 
samples originating from the marketable block of limestone previously extracted (probably 
from the lower thick layer I in the central part of the deposit) and processed in the masonry 
company (samples of series no. 100). All the samples were oriented towards the bedding (C) 
and to the main joint systems (A and B). 

1.2. petrographic studies

Two samples of variety no. 100 (samples no. 101 and 102) and individual samples of 
varieties no. 200 and 300 were selected for petrographic analysis. For each of them, thin 
sections impregnated with blue resin, and oriented perpendicularly (sections A and B) and 
parallel to the bedding (sections C), were prepared.

The microscopic investigations, including (1) the granulometry of the skeletal compo-
nents and (2) the quantitative assessment of the mineral-petrographic composition of the 
detritus and cements, as well as the contents of the inter- and intragranular pores, were car-
ried out in a polarizing microscope in a transmitted light on thin sections A or B. Detailed 
observations of the skeletal components, cements and pore space were made on thin sections 
and rock fragments using the FeI Quanta 200 FeG scanning elektron microscope. 

The granulometric measurements were made for three hundred consecutive detrital com-
ponents of sizes of at least 31 μm, cut by a scanline situated perpendicular to the bedding. 
each clastic component was identified and measured in terms of its maximum diameter or 
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internal axis length in the case they were deformed. The dimensions of detrital components 
measured in this way and converted to phi (φ) units, were used to calculate the statistical 
grain size measures according to the original Folk and Ward (1957) formulas such as graph-
ical mean grain size (GM, φ), graphical standard deviation (GSD, φ) and graphical skewness 
(GSk). Microscopic granulometric measurements were made using a nikon DS-Fi1 digital 
camera coupled with a polarizing microscope and the nIS-elements BR image analysis 
software tools (Stańczak and Figarska-Warchoł 2016).

The quantitative analysis was performed on the same thin sections for which the granulo-
metric measurements were performed. The point counting method was applied in a regular 
grid of 0.4 × 0.6 mm and 0.6 × 0.6 mm, respectively for finer and coarser grained rocks, 
identifying a clastic component, cement, matrix or pores at each grid node. The fragments 
of the bioclast shells found in the nodes were classified to the appropriate group of skeletal 
components, while the inside parts of the bioclasts, empty or filled with a mineral sub-
stance, were classified as intragranular pores or as cement or matrix (grain-solid measure-
ments). In each thin section, the analysis was carried out until the amount of 500 points 
were identified as a mineral component (bioclast, detrital grain or cement), and the pores 
counted during the analysis increased the sum of counts above this value (550–581), respec-
tively, were obtained. Therefore, the grid covered a fragment of a thin section of an area of 
120 to 190 mm2. The percentage of a given component in the rock (p) and its accuracy 
(p ± 2σ) were calculated on the basis of the obtained counts (Van der Plas and Tobi 1965). 
The percentage mineral composition of limestones was calculated for the sum of all mine-
ral components (MPh = bioclasts + detrital grains + matrix + cements) equal to 100%, 
whereas the percentage of pores were assessed for the sum of mineral components and pores 
(MPh + P) equal to 100%. 

Skeletal components of organic and terrigeneous origin were taken into account in the 
granulometric analysis and in the quantitative assessment of mineral composition. Based 
on the diagnostic features described in the available literature, organic skeleton remains 
were identified (Milliman 1974; Bathurst 1975; Adams et al. 1991; Flügel 2004; Adams and 
MacKenzie 2011). Moreover, the class of unidentified bioclasts was distinguished. Their 
small sizes as well as the lack of characteristic features did not allow them to be assigned 
to any of the recognized groups of organisms. In the quantitative analysis microsparite in-
tergranular and intragranular cement (inside organic debris) was distinguished, as well as 
syntaxial sparite cement developed in the form of overgrowths on the remains of echinoids 
and matrix. 

1.3. chemical and phase composition

The purpose of the chemical tests of limestones was to determine the amount of insoluble 
matter that does not dissolve in 10% hydrochloric acid solution. In order to do that, the pow-
dered samples of limestones were dissolved in 10% HCl for 24 h and then the dried residues 
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were weighed. Moreover, the content of carbonaceous material and loss on ignition (LOI) 
were also determined. The first one required heating powdered samples in air atmosphere at 
375º ± 5º for 16 h (Keeling 1962), and the second – ignition at 1000º ± 5º for 2 h. It allowed 
the amount of calcium carbonate to be estimated.

The filtered (0.45 µm) water solutions obtained by dissolution of 20 ± 0.01 g of dried to 
constant weight limestone aggregate (fraction of 2–5 mm) in 50 ml of distilled water, last-
ing for 72 h at normal atmospheric pressure and temperature approx. 21ºC, were subjected 
to chemical tests using optical atomic emission spectroscopy with the ICP-OeS Optima 
7300 DV Perkinelmer’s device.

The identification of mineral phases in solid samples and acid-insoluble matter was sup-
ported by the X-ray diffraction conducted on the basis of the Debye-Sherrer powder method, 
using the DROn 3.0 device with Cu Kα radiation recorded for untreated and glycolated 
samples in the range of 2–75º 2θ and 2–20º 2θ, respectively. 

1.4. Apparent density and water absorption 

Apparent density and water absorption at atmospheric pressure tests were carried out 
according to the Polish technical standards (Pn-en 1936; Pn-en 13755) on the cubic spe- 
cimens with the side length of 70 ± 5 mm.

1.5. open and total porosity

The open porosity available for water and the total porosity (Pn-en 1936) were meas-
ured, accepting the value of the specific density of limestone equal to 2.70 Mg/m3 for calcu-
lations (according to Przybyszewski 2007). 

Using an automatic PoreMaster 60 mercury intrusion porosimeter (Quantachrome In-
struments) the pore size distribution was obtained and the total porosity was calculated tak-
ing the total pore volume into account. The porosimeter tests were carried out in the pressure 
range of 0.06–204 MPa (the pore diameter range from approximately 200 mm to 6 nm) and 
the values for the surface tension of mercury of 480 mn/m and a contact angle on rock of 
130° were used in calculations.

1.6. Capillary water absorption 

The water absorption coefficient by capillarity [g/m2s0.5] calculated as the weight in-
crease of water absorbed by a rock sample in the function of the area of   its immersed base 
and the time (Pn-en 1925) was determined for selected cubic samples on the 70 ± 5 mm 
side, cut from material used by the masonry company and from the material collected in the 
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quarry. For the samples of all varieties, the immersed base was the surface parallel to the 
bedding, while for the samples of the variety no. 100, the base was additionally perpendic-
ular to the bedding.

The rate of the capillary rise of water [cm/min] up to a sample height of 30 cm was inves-
tigated. For this purpose, dried samples in the form of beams of 50 × 50 × 300 (± 5) mm were 
immersed in water to a depth of 3 ± 1 mm, constantly maintaining that level. At increasing 
time intervals, the height (with accuracy up to 0.1 cm) from the water table to the highest 
point of the zone saturated with capillary water, visible on the side wall of the sample, was 
measured. 

1.7. Velocity of longitudinal ultrasonic waves

For the oriented, cubic samples of 70 ± 5 mm side length, the velocity of longitudinal 
ultrasonic waves (VL) was determined (Pn-en 14579). The Unipan-Ultrasonic devices with 
a pair of 500 MHz transducers (with 20 mm diameter) was used to measure the time of the 
ultrasonic wave transition. The direct ultrasonic tests were performed, in three mutually 
perpendicular directions, for the air-dried samples of all varieties and for the water-saturated 
samples exclusively of variety no. 100. 

1.8. uniaxial compressive strength

The uniaxial compressive strength (UCS) has been determined only for the cubic sam-
ples (70 ± 5 mm) taken from the masonry company (variety no. 100) in the dry and wa-
ter-saturated state (Pn-en 1926). The direction of the applied load was parallel or perpen-
dicular to the bedding.

2. results and discussion

2.1. lithology

In the dry state, the tested limestone samples were light beige, although varieties no. 100 
and 200 were characterized by a yellowish shade (more intense for 200), and variety no. 300 
was distinguished by its brightest, almost white, colour. After soaking samples in water, 
the colour of varieties no. 100 and 200 became more yellowish, while the colour of variety 
no. 300 did not change. The horizontal or oblique laminae with a thickness of 1 mm were 
observed in all samples, especially in wet ones, and manifested by a slight change in colour 
towards yellowish shades.
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In many samples, there were rectilinear, thin (approx. 1 mm), mineralized zones oriented 
in various directions, whose boundaries were poorly discernible. Furthermore, in the sam-
ples of varieties no. 200 and 300, there were very fine, dark, almost black, grains dispersed 
in rock, and in variety no. 200 they were slightly more numerous. The detrital components 
of the samples of limestone varieties no. 100 and 200 were relatively the best sorted and 
fine-grained; therefore, it was difficult to recognize the organic remains in the macroscopic 
observation and to notice the directional arrangement of the sporadically occurring larger 
grains. On the other hand, samples of variety no. 300 were distinguished by the most coarse 
grained clastic material and its poor sorting, with the macroscopically visible randomly dis-
tributed, crumbled organic remains. 

2.2. petrographic analysis

2.2.1. Grain size 

On the basis of granulometric analysis (Table 1) it was found that limestone of variety 
no. 300 was characterized by the most coarse grained (GM = 0.943 φ – the most coarse frac-
tions of coarse sand) and poorly sorted of the clastic material (GSD = 1.348 φ), as well as the 
largest negative skewness to coarser fractions (GSk = –0.284) (Table 2). Such a granulomet-
ric characteristic of variety no. 300 was the result of the presence of numerous components 
such as red algae, foraminifera and the largest of them: bryozoans and echinoids, whose 
sizes reached approx. 6 mm, with an average size of 1.56 mm and 0.75 mm, respectively 
(Table 1).

On the contrary, the clastic material of the variety no. 200 was characterized by 
the finest grain size (GM = 2.503 φ – finer fractions of fine sand) and moderate sorting 
(GSD = 0.954 φ), with almost symmetrical grain size distribution (GSk = –0.092) (Table 2). 
Almost half of the measured components were foraminifera, the size of which reached up 
to 1.80 mm, and their average diameter (0.23 mm) was the lowest among the samples meas-
ured. Quartz grains, with the average size of 0.11 mm, belonged to the smallest components. 
The sizes of the other components did not exceed 1 mm, and their average size ranged from 
0.27 mm to 0.47 mm (Table 1). 

The third of the analysed limestone varieties (represented by samples no. 101 and 102) 
revealed the intermediate grain size parameters, because it had had the poorly sorted clastic 
material (GSD equal to 1.196 φ) with the mean grain diameter belonging to coarser frac-
tions of fine sand (GM equal to 2.250 φ). The negative value of the GSk parameter (–0.233) 
indicated that the particle size distributions of these samples were skewed towards coarser 
fractions. The size of numerous foraminifera, the remains of which were much larger than in 
sample no. 200, had a slight effect on the grain size of limestone variety no. 100. However, 
the presence of large remains of red algae, bivalves and sporadic foraminifera resulted in the 
poor sorting and negative skewness of these limestones. 
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Table 1. Granulometric analysis of major components of the limestones from the Włochy deposit

Tabela 1. Analiza granulometryczna głównych składników wapieni ze złoża Włochy

Components Fora-
minifera Red Algae Echinoids Bivalves Quartz Bryozoans Cirriedians

Variety no. 100

Count 119 33 47 33 39 4 4

Average size [mm] 0.48 0.50 0.31 0.38 0.10 0.37 0.30

Min – Max [mm] 0.06–5.79 0.10–1.22 0.05–5.29 0.06–1.10 0.03–0.22 0.28–0.47 0.22–0.37

Variety no. 200

Count 144 20 39 18 47 6 5

Average size [mm] 0.23 0.35 0.27 0.36 0.11 0.27 0.47

Min – Max [mm] 0.05–1.80 0.11–0.84 0.04–0.87 0.15–1.02 0.05–0.18 0.19–0.44 0.31–0.71

Variety no. 300

Count 85 102 25 17 1 31 30

Average size [mm] 0.74 0.86 0.75 0.86 0.12 1.56 0.63

Min – Max [mm] 0.13–3.90 0.09–3.04 0.16–6.88 0.20–2.09 0.12 0.19–5.76 0.20–5.09

 

Table 2.  Statistical grain size measures (according to the original Folk and Ward 1957 formulas)  
 of limestones from the Włochy deposit

Tabela 2. Graficzne parametry uziarnienia wapieni ze złoża Włochy

Variety no. 100 200 300

number of particles 300 300 300

gm (Φ) 2.250 2.503 0.943

GM within class of: fine-grained sand 2–3 φ coarse-grained sand 0–1 φ

gsd (Φ) 1.196 0.954 1.348

Sorting poor moderate poor

GSk – 0.233 – 0.092 – 0.284

Skewness coarse skewed near symmetrical coarse skewed

GM – graphical mean grain size, GSD – graphical standard deviation, GSk – graphical skewness.
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For the examined limestone samples, the correlation between the GM, GSD and GSk was 
found, as it was previously noticed and described for siliciclastic rocks by the Bromowicz 
(1974), Peszat (1984), Stańczak (2008), Stańczak and Figarska-Warchoł (2016) and Figarska- 
-Warchoł and Stańczak (2016). The obtained results showed that with the decrease in the 
mean size of grains (GM increase, φ) the sorting is improved (GSD decrease, φ) and the GSk 
parameter value increases, which means the transition from the negatively skewed grain size 
distributions for coarse-grained samples to symmetric distributions for the finer-grained. 

2.2.2. Variability of mineral composition 

In the quantitative analysis of the solid mineral phase (MPh = 100%) a sample of variety 
no. 300 was distinguished by a significant domination of the sum of red algae, bryozoans 
and foraminifera (64.4%) over the sum of other bioclasts (10.6%) with a small proportion 
of inorganic grains (1.4%) (Table 3). In the samples of varieties no. 100 and 200, the first 
of them reached the level of 31.6–33.9%, while the percentage of other bioclasts fluctuated 
within the range of 21.8–23.6%, with a relatively similar content of quartz and other detrital 
grains (7.6–7.7%). 

The variability of the content of the three dominant organodetrital components, such 
as red algae, bryozoans and foraminifera, allowed samples of varieties no. 100 and 200, 
which consisted in majority of foraminifera (21.5–22.8%) and red algae (8.0–12.2%), with 
a negligible content of bryozoans (less than 1%) to be distinguished, while in sample 300, 
red algae (35.0%) predominated over foraminifera (16.0%) and bryozoans (13.4%). Among 
the foraminifera, the percentage of small tests was the highest in the finest-grained sample 
of variety no. 200 (11.2%) and it significantly prevailed over the percentage of large benthic 
foraminifera (3.0%), whereas in the coarse-grained sample no. 300, benthic foraminifera 
were dominant (7.6%). 

The contents of organodetrital components, matrix and cements in samples of varieties 
no. 100 and 200 were similar, whereas in sample no. 300 the predominance of skeletal 
components (75.0%) over the matrix (8.4%) and the sum of cements (15.2%) was found. 
A quantitative analysis of the cement content for all the samples indicated the predominance 
of microsparite developed in the intergranular space (11.6–18.0%) over the intragranular 
(2.6–5.3%) and overgowth cement developed on the remains of echinoids (1.0–3.9%). The 
analysis of the variability of the sum of matrix and cements in the function of the GM pa-
rameter showed that the amount of binders increases (R2 = 0.97) with the decrease in grain 
size (GM increase, φ). Similar relationships were found for sandstones (Figarska-Warchoł 
and Stańczak 2016).

As a result of quantitative analysis including a solid mineral phase and pores (MPh + 
+ P = 100%), it was found that the finest-grained sample no. 200 had the highest content of 
pores (13.9%), among which the intergranular (11.7%) prevailed over the intragranular ones 
(2.2%), mainly inside the small and large foraminifera (Table 3). In the fine-grained samples 
of variety no. 100 with poor sorting of the clastic material, the total pore content was slightly 
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lower and amounted to 11.1%, of which the intergranular pores constitute 8.0%, while the 
intragranular 3.1%. The intragranular pores in samples of varieties no. 100 and 200 were 
recorded inside the foraminifera tests (1.9–2.8%), and subordinately as cavities in serpulid 
tubes, in barnacle tests and in the structure of red algae and bryozoans (in total 0.4%). On the 
other hand, the coarse-grained sample no. 300, in which the sorting of the grains was poor, 
had the lowest content of pores (9.1%), with the comparable share of intergranular (4.7%) and 
intragranular (4.4%) ones. The latter were registered mainly in the bryozoans (2.5%), large 
(1.3%) and small (0.4%) foraminifera, as well as red algae (0.2%). The presented information 
confirms the relationships found between the mean grain diameter (GM, φ), graphical stand-
ard deviation (GSD, φ) and the content of intergranular pores (P-inter, %) determined on the 
basis of the thin sections analysis (Fig. 2).

On the basis of the results of the granulometric analysis (Table 1, 2) and the contents of 
clastic components building the rock fabric (Table 3), it can be concluded that the limestone 
samples belonging to the three analyzed varieties (100, 200 and 300) represent organodetri-
tal facies of different grain size and sorting, starting from the fraction of coarse sand of poor 
sorting (variety no. 300), through a poorly sorted fine sand (variety no. 100), and ending 
with a moderately sorted fine sand (variety no. 200). Similar fractions within the organode-
trital facies of the Leitha Limestones were distinguished in research previously conducted 
by other authors (Dullo 1983; Studencki 1988a 1999; Drewniak 1994; Doláková et al. 2008; 
Wiedl et al. 2012).
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Fig. 2. Relationship between graphical mean grain size (GM, φ), graphical standard deviation (GSD, φ) 
and the content of intergranular pores (P-inter, %) quantitatively determined in thin sections

Rys. 2. zależność pomiędzy średnią graficzną średnicą ziaren (GM, φ) oraz graficznym odchyleniem 
standardowym (GSD, φ) a udziałem porów międzyziarnowych (P-inter, %) 

oznaczonych ilościowo w płytkach cienkich
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Table 3. Mineral phase (MPh) composition and pore content (P) of the limestones from the Włochy deposit

Tabela 3. Skład fazy mineralnej (MPh) i udziału porów (P) wapienie ze złoża Włochy

Variety no.

100 200 300

p (%) ± 2σ p (%) ± 2σ p (%) ± 2σ

MPh = 100%

B
io

cl
as

ts

Red algae 12.2 ± 2.88 8.0 ± 2.43 35.0 ± 4.27

Bryozoans 0.2 ± 0.40 0.8 ± 0.80 13.4 ± 3.05

Foraminifera (sum): 21.5 ± 3.67 22.8 ± 3.75 16.0 ± 3.28

�� small tests 7.2 11.2 2.8

�� large tests 8.7 3.0 7.6

�� fragments 5.6 8.6 5.6

Echinoids 9.2 ± 2.58 15.2 ± 3.21 4.2 ± 1.79

Bivalves 3.7 ± 1.68 1.6 ± 1.12 2.2 ± 1.31

Cirripedians 4.7 ± 1.71 1.2 ± 0.97 1.4 ± 1.05

Other bioclasts (sum): 1.5 ± 1.06 2.0 ± 1.25 2.2 ± 1.31

�� serpulids 0.4 0.0 0.6

�� sponge spicules 0.1 0.0 0.0

�� brachiopods 0.0 0.0 0.2

�� corals 1.0 2.0 1.4

Unidentified bioclasts 2.7 ± 1.44 3.6 ± 1.67 0.6 ± 0.69

D
et

rit
al

 g
ra

in
s

Quartz 5.3 ± 1.99 6.0 ± 2.12 0.0 ± 0.00

Other detrital grains (sum): 2.4 ± 1.37 1.6 ± 1.12 1.4 ± 1.05

�� feldspars 0.0 0.4 0.2

�� glauconite 0.8 0.8 0.8

�� pirite 0.5 0.0 0.4

�� abraded calcitic monocystals 0.8 0.4 0.0

�� aggregates 0.1 0.0 0.0

�� heavy minerals 0.2 0.0 0.0

M
at

rix
 a

nd
 C

em
en

ts Matrix 14.7 ± 3.17 12.6 ± 2.97 8.4 ± 2.48

Sparite inter- and intragranular cements (sum) 21.9 ± 3.70 24.6 ± 3.85 15.2 ± 3.21

Microsparite intergranular cement 12.7 ± 2.97 18.0 ± 3.44 11.6 ± 2.86

Syntaxial sparite overgrowths on echinoids 3.9 ± 1.73 2.6 ± 1.42 1.0 ± 0.89
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Table 3. cont.

Tabela 3. cd.

Variety no.

100 200 300

p (%) ± 2σ p (%) ± 2σ p (%) ± 2σ

MPh = 100%

M
at

rix
 a

nd
 C

em
en

ts Microsparite intragranular cement – inside: 5.3 ± 2.01 4.0 ± 1.75 2.6 ± 1.42

�� bryozoans 0.1 0.2 1.2

�� tests of small foraminifera 4.0 3.4 0.4

�� tests of large foraminifera 1.0 0.2 0.6

�� shells of cirripedians 0.2 0.2 0.4

MPh + P = 100%

MPh = 88.9 ± 2.65 86.1 ± 2.87 90.9 ± 2.45

Po
re

s

Inter- and intragranular pores (sum) 11.1 ± 2.65 13.9 ± 2.87 9.1 ± 2.45

Intergranular pores 8.0 ± 2.28 11.7 ± 2.67 4.7 ± 1.81

�� interparticle pores 7.9 11.2 4.5

�� moldic pores 0.1 0.5 0.0

�� shelter pores 0.0 0.0 0.2

Intragranular pores – within: 3.1 ± 1.43 2.2 ± 1.23 4.4 ± 1.74

�� red algae 0.2 0.0 0.2

�� bryozoans 0.0 0.2 2.5

�� tests of small foraminifera 1.0 1.0 0.4

�� tests of large foraminifera 1.8 0.9 1.3

�� tubes of serpulids 0.1 0.0 0.0

�� shells of cirripedians 0.1 0.2 0.0

MPh = Bioclasts + Detrital Grains + Matrix + Cements; 
P = Pores; 
p – the percentage of a component in the rock and its accuracy (p ± 2σ) calculated according to van der Plas 

and Tobi (1965).

In the Dunham classification (1962), modified by embry and Klovan (1971), the sample of 
variety no. 300 represents poorly sorted bioclastic calcarenite of rudstone type and a red al-
gal-foraminiferal-bryozoic composition with the domination of the large benthic foraminif-
era over fine foraminifera and a small admixture of the remains of echinoids (Table 3). 
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On the other hand, samples of varieties no. 100 and 200 represent the poorly and moderately 
sorted calcarenites of packstone type which have a foraminiferal-red algal-echinoidal com-
position with almost equal content of large and fine foraminifera (variety no. 100), or the 
skeletal grain association is distinguished by a foraminiferal-echinoidal-red algal composi-
tion with the abundance of small foraminifera over large ones (variety no. 200). The biode-
tritus identified in thin sections corresponded to the flora and fauna associations described 
in the Miocene limestone of the Wójcza-Pińczów Range (Rydzewski 1975; Drewniak 1994; 
Studencki 1988a, b, 1999).

2.2.3. Characteristics of the selected granular components 

Red algae observed in the sample of variety no. 300 were represented mainly by elongat-
ed branching forms and rounded nodular rhodoids reaching the size up to a few millimeters, 
and subordinately by their more fragmented remains, which dominate in samples of varie-
ties no. 100 and 200. All forms of red algae showed a different preservation state of reticular 
structure of their carbonate skeletons. The most compact and rigid fragments were observed 
in sample no. 300, where the internal parts of the cells and, to a lesser extent, their walls 
were almost completely filled with carbonate crystals (Fig. 3A, 3B). On the other hand, in the 
finest grained sample no. 200, the reticular structure of these algae was strongly disintegrat-
ed and therefore difficult to recognize (Fig. 3C, 3D). However, in the fine-grained samples of 
variety no. 100, the structure of these algae was partially porous. 

Foraminifera were represented by a large association of very different test shapes, whose 
observed forms and arrangement of the chambers depended on the orientation of the re-
mains in relation to the thin section plane (Fig. 3e, 3F). The largest of them are benthic 
foraminifera, whose tests with relatively thick walls, had discoidal or lenticular shapes with 
a planspiral arrangement of chambers, or conical (trochospiral) or cylindrical with uniseri-
al or biserial chambers. The small foraminifera were characterized by thin tests and were 
usually isometric. Perforations as well as inclusions were observed within the walls of large 
and small foraminifera.

Bryozoans were merely significant in sample no. 300, where nodular or elongated car-
bonate skeletons with fan-like or radial tube arrangement or, less frequently, bifoliated forms 
were found (Fig. 4C). zooecia had round or oval shapes with dimensions up to 0.6 mm. 

Quartz grains, representing one of the finest detrital components, were dispersed among 
bioclasts or formed more or less abundant accumulations (Fig. 3e, 3F). Most of the grains 
were angular, and only some were well rounded; they were also often fractured.

2.2.4. The qualitative characteristics of the limestone fabric and cement 

The fabric of the coarse-grained limestones of variety no. 300 were built with randomly 
distributed fragments of red algae as well as accompanying them bryozoic remains and the 
specimens of large benthic foraminifera, which were complimented by their fine-grained 
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counterparts and fragments of echinoids, bivalves, barnacles, and tests of small foraminif-
era (Fig. 4C). In turn, the skeleton of fine-grained limestones of poor sorting of variety 
no. 100 was built mainly with foraminifera which predominated over the detritus of red 
algae, echinoids, bivalves and quartz grains (Fig. 4A). Larger, flat and elongated remains 
(mainly discoidal foraminifera) were usually arranged parallel and rarely oblique to the bed-
ding. In fine-grained limestone with moderate sorting (variety no. 200), small foraminifera 
and fragments of larger foraminifera, as well as quartz grains and remains of echinoids and 
red algae were the main components of the skeleton (Fig. 4B). Occasionally observed larger 
grains were arranged linearly, parallel to the bedding (Fig. 4A).

Detailed investigations of the binders in the scanning microscope enabled identifica-
tion of the micrite and clay matrix. The first, in samples of variety no. 300, represented 
aggregates of crypto- and microcrystalline forms of calcium carbonate, which in the in-
tergranular space formed the groundmass. The clay matrix was formed by aggregates of 
very fine flakes of clay minerals, among which very fine detrital grains were found. That 
material of variable composition was mainly accumulated inside the bryozoans zooecia and 
microborings, filling them almost completely or only partially, and it was found marginally 
in the intergranular space (Fig. 4C). The glauconization process of the clay matrix inside 
the bryozoan zooecia was observed, with some of these voids occupied by fully developed 
glauconite grains. The presence of iron compounds was marked both in the clay matrix and 
in the glauconite (Fig. 4e, 4F). 

The cement in sample no. 300 occurred predominantly as intergranular microsparite. It 
precipitated on carbonate detrital grains as the acute and elongated crystals (size 5–30 μm) 
growing normal or subnormal to the surface of the bioclast (cement of dog tooth type). 

Fig. 3. Diversity of the internal structure of the red algae thalli and the foraminifera tests from 
the organodetrital limestones observed in thin sections under scanning electron microscope. 

Photos by G. Stańczak (A–e) and A. Gaweł (F). 
A – ridged and compact  structure of the red algal thalli in contact to the bryozan fragment (sample 300). 

B – cellular structure of the red algal thalii is almost entirely filled by scalenohedral calcite 
(close-up of Fig. 3A). C – fragment of a red algal thalli strongly disintegrated and highly porous (sample 200). 

D – the internal structure of the red algal thalii (magnified part of Fig. 3C). Various shapes of foraminifera tests 
and quartz grains (dark grey): e – thin section parallel to the bedding plane (sample 101); 

F – thin section perpendicular to the bedding plane (sample 102)

Rys. 3. zróżnicowanie wewnętrznej struktury krasnorostów i otwornic w wapieniach organodetrytycznych 
obserwowane w płytkach cienkich w mikroskopie skaningowym. Fot. G. Stańczak (A–e) i A. Gaweł (F). 

A – zbita i sztywna struktura plechy krasnorostu w kontakcie z fragmentem mszywiołu (próba 300). 
B – komórkowa struktura plechy krasnorostu niemal całkowicie wypełniona kalcytowymi skalenoedrami 
(powiększenie rys. 3A). C – fragment silnie zdezintegrowanej i porowatej plechy krasnorostu (próba 200). 

D – wewnętrzna struktura plechy krasnorostu (powiększenie Rys. 3C). zróżnicowane kształty otwornic i ziaren 
kwarcu (ciemnoszary): e – płytka cienka równoległa do płaszczyzny uławicenia (próba 101), F – płytka cienka 

prostopadła do płaszczyzny uławicenia (próba 102)
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Fig. 4. Diversity of the fabric of organodetrital limestones (A–C) and their cements (D–H) observed in thin 
sections under scanning electron microscope. Photos by G. Stańczak (B–H) and A. Gaweł (A). 

Rock fabric of the three varieties of limestone studied in thin section cut perpendicular to the bedding plane: 
A – fine-grained limestone with poor sorting and linearly arranged larger fragments of foraminifera (sample 102); 

B – moderately sorted fine-grained limestone with high amount of matrix and cements (sample 200), 
C – coarse-grained limestone with poorly sorted and chaotic arranged nodular or elongated skeletal 

fragments of bryozoans (sample 300). D – mikrospar dispersed in pore space bordering a foraminiferal test 
and syntaxial rim cement around an echinoid fragment (sample 101). e – zooecium filled with clay matrix, 

and its wall covered by microspar (sample 300). F – detail of the texture of clay matrix (3); bladed microspar 
(4) linning the wall of the bryozoan zooecium; glauconite (1) with iron compounds (2) filling a microboring 

within bryozoan skeleton (close-up of the lower right corner of Fig. 4e). G – the chamber of foraminiferal test is 
lining by the microspar perpendicular to the inside wall of the chamber; the rim of clays covers the microspars 

inhibiting their growth (sample 200). H – the internal texture of micritic matrix and microspar 
(intergranular groundmass) (sample 101)

Rys. 4. zróżnicowanie więźby wapieni organodetrytycznych (A–C) i ich spoiw (D–H) obserwowane 
w mikroskopie skaningowym w płytkach cienkich prostopadłych do płaszczyzny uławicenia. 

Fot. A. Gaweł (A) i G. Stańczak (B–H). 
A – słabo wysortowany wapień drobnoziarnisty z liniowo ułożonymi większymi fragmentami otwornic 

(próba 102). B – średnio wysortowany wapień drobnoziarnisty z dużym udziałem matriks i cementu 
sparytowego (próba 200). C – słabo wysortowany gruboziarnisty wapień z chaotycznie ułożonymi 

gruzłowatymi lub wydłużonymi fragmentami mszywiołów (próba 300). D – mikrosparyt rozproszony 
w przestrzeni porowej graniczący z okazem otwornicy i obwódka cementu syntaksjalnego wokół fragmentu 
jeżowca (próba 101). e – wnętrze zooecjum wypełnione przez ilastą matriks oraz jego ściany pokryte przez 

mikrosparyt (próba 300). F – szczegóły teksturalne ilastej matriks (3); listkowy mikrosparyt (4) wyściełający 
ścianę zoecjum mszywioła; glaukonit (1) ze związkami żelaza (2), wypełniający mikrodrążenia w obrębie 

szkieletu mszywiołu (powiększenie prawego dolnego narożnika Rys. 4e). G – komora otwornicy wyściełana 
przez mikrosparyt, narastający prostopadle do jej wewnętrznej ściany; obwódka ilasta pokrywająca 

mikrosparyt hamuje jego wzrost (próba 200). H – wewnętrzna tekstura mikrytowej matriks i mikrosparytu 
(spoiwo międzyziarnowe) (próba 101)

G. H.



78 Figarska-Warchoł and Stańczak 2019 / Gospodarka Surowcami Mineralnymi – Mineral Resources Management 35(1), 59–98

In all samples the microsparite cement also formed the isometric crystals with a diameter 
of several micrometres, which developed on the surface of carbonate bioclasts or were dis-
persed in the intergranular space or formed aggregates in it, connecting with larger sparite 
crystals (Fig. 4D). This microsparite also impregnated the micrite. 

SeM observations revealed that the intragranular microsparite in sample no. 300 usually 
lined the inner walls of the bryozoan zooecia (Fig. 4e, 4F). These crystals had the shape 
of a blade or sword and formed isopachous fringe expanded towards the inside of voids. 
In contrast, the intragranular microsparite cement in the samples of varieties no. 100 and 
200 precipitated in the chambers of foraminifera in the form of much finer crystals with a co-
lumnar or isometric shape, which gradually filled the space of the chamber until its complete 
occupation. Larger microsparite crystals appeared in the chambers of bigger foraminifera 
(Fig. 3e, 3F). The clay minerals accompanying such a microsparite inhibited its growth and 
could undergo glauconitization (Fig. 4G). The intergranular microsparite cement in samples 
no. 100 and 200 was developed in a similar way as in sample no. 300, whereas the clay 
matrix and micrite were dispersed mainly in intergranular pores (Fig. 4H). 

The sparite cement was precipitated in the form of syntaxial overgrowths on fragments 
of echinoids (samples of varieties no. 100 and 200) (Fig. 4D), also infilling the fractures 
within these remains, with the thickness of the overgrowths reaching 20–40 μm. The plates 
and spines of echinoids were highly porous and very often dissolved and, in extreme cas-
es, only their syntaxial rims remained. The microborings observed within the remains 
of echinoids were filled with glauconite or internal sediment, which underwent gradual 
glauconitization. 

The mineralized zones, described above (section 3.1), were characterized by both an 
increased content of cement, and a reduced proportion of pores. The elongated skeletal re-
mains observed within some of these zones were transversally fractured according to the 
course of such a zone, while in others, large bioclasts were arranged parallel to that direc-
tion, regardless of the main trend of the lineation in the sample. 

2.3. chemical and phase composition 

The amount of acid-insoluble matter reached the value of ca. 10% for samples of varieties 
no. 100 and 200, whereas the residue of dissolution of the limestone variety no. 300 consti-
tuted only 1.45% of sample (Table 4). The majority of the insoluble substance of all the stud-
ied limestones was constituted of clay minerals and quartz as the XRD tests and SeM-eDS 
observations confirmed (Fig. 5). In X-ray patterns, diagnostic reflections of clay minerals 
clearly corresponded to the members of the smectite or mixed-layered illite-smectite group. 
Solvation with ethylene glycol changed the positions of their peaks, particularly for the basal 
spacing (001) (Fig. 6). There were also weak peaks in the X-ray pattern representing illit or/
and muscovite, kaolinit and chlorite. Glauconite was found by SeM-eDS analysis (Fig. 4F). 
The minor components of the matrix were iron oxides/hydroxides and an organic substance. 
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The content of the latter did not exceed 0.3% in the varieties no. 100 and 200, and was 
ca. 0.2% in the variety no. 300 (Table 4). Moreover, the SeM-eDS tests also revealed the 
presence of sporadic grains of rutile and zircon. 

The contents of calcium carbonate were estimated using the LOI results (at 1000°C) 
and the mass loss at 375°C associated with the loss of moisture and carbonaceous material 
(Table 5). The limestone variety no. 300 contained ca. 98% of calcium carbonate, while the 
proportion of that component was ca. 88% in the samples of other varieties. In the SeM ob-
servation, crystals of that mineral formed variable shapes and the smallest of them had the 
size measured in fractions of micron (Fig. 5A, 5B). 

The dissolution of limestone aggregate of 2–5 mm fraction in water showed the highest 
solubility of calcium carbonate in the finest grained variety no. 200 (Table 5). The amount of 
Ca (18.06 mg/l), obtained in this case, after recalculation into CaCO3, gave the solubility of cal-
cium carbonate close to the possible maximum in the test conditions. Other elements also had 
the highest content in solutions of fine-grained limestone samples (varieties no. 100 and 200). 

Table 4.  Content of selected chemical constituents in the samples of limestones from the Włochy deposit  
 (according to the methods described in section 1.3)

Tabela 4. zawartość wybranych składników chemicznych w próbach wapieni ze złoża Włochy  
 (wg metodyki opisanej w rozdziale 1.3)

Content Variety no. 100 Variety no. 200 Variety no. 300

Acid-insoluble matter [%] 10.22 10.59  1.45

Carbonaceous material [%]  0.29  0.27  0.21

Total LOI at 1000°C [%] 39.19 39.05 43.23

CaCO3 [%] – estimated ca. 88.5 ca. 88.2 ca. 97.8

Table 5.  Content of selected chemical constituents in water solutions of limestones from the Włochy deposit

Tabela 5. zawartość wybranych składników chemicznych w wodnych roztworach wapieni ze złoża Włochy

Content Variety no. 100 Variety no. 200 Variety no. 300

Ca [mg/l] 10.25 18.06 15.04

Si [mg/l]  3.10  4.00  2.26

Mg [mg/l]  1.04  1.17  1.12

na [mg/l]  1.46  2.94  1.51

K [mg/l]  1.98  1.44  0.34

P [mg/l]  0.84  0.64  0.76

S [mg/l]  4.22  7.61  5.25
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Fig. 5. Carbonate cements and clay matrix of the organodetrital limestones observed in rock fragments (A, B) 
and residuum of the acid solutions of limestones (C, D) with scanning electron microscope. 

Photos by G. Stańczak. 
The diversity of texture and shapes of calcium carbonate crystals: A – sample 200 (points 2, 3, 4) 

and B – sample 300 (points 1, 2). Large quartz grain in the lower part of image A (point 1) covered by micritic 
matrix (point 2). Clay matrix visible as fine flakes (point 3) in image B. The residuum of the filtered acid 

solutions of limestones: quartz grains (C – sample 200, point 1; D – sample 300, points 4, 5); 
flakes of clay minerals (C – point 2; D – points 1, 2, 3)

Rys. 5. Spoiwo węglanowe i matriks ilasta wapieni organodetrytycznych obserwowane w skaningowym 
mikroskopie elektronowym we fragmentach skał (A, B) i w pozostałości po rozpuszczeniu wapieni 

w kwasie (C, D). Fot. G. Stańczak. 
zróżnicowanie tektury i kształtu kryształów węglanu wapnia: A – próba 200 (punkty 2, 3, 4) 

i B – próba 300 (punkty 1, 2). Duże ziarno kwarcu w dolnej części zdjęcia A (punkt 1) pokryte przez 
mikrytową matriks (punkt 2). Matriks ilasta widoczna  jako drobne łuski (punkt 3) na zdjęciu B. 

Pozostałość po rozpuszczeniu wapieni w kwasie: ziarna kwarcu (C – próba 200, punkt 1; D – próba 300, 
punkty 4, 5; łuski minerałów ilastych (C– punkt 2; D – punkty 1, 2, 3)
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The presence of some of them, i.e. Si, Mg, na, K can be associated with clay matrix or the 
finest quartz fractions. High-Mg calcite and calcium sulphate can be components of the 
coralline algae (red algae) skeletons (Milliman 1974; Oti and Müller 1985), therefore, the 
dissolution of the biodetritus could be a source of Mg and S in solutions. The presence of this 
second element may be partly due to the dissolution of the gypsum and/or anhydrite present 
in the sulfate evaporative formations overlying the Pińczów Limestones in the Miocene 
profile (łyczewska 1975, Alexandrowicz et al. 1982).

2.4. physical properties 

Among the most numerous samples of variety no. 100, the majority were characterized 
by the apparent density of 1.70–1.77 Mg/m3 and water absorption by weight of 14.5–16.0%, 
and only some of them have the water absorption close to 18% and the low apparent den-
sity of 1.65–1.70 Mg/m3 (Table 6). A significantly lower apparent density (ca. 1.60 Mg/m3) 
and higher water absorption (over 20%) were found in fine-grained limestones of variety 
no. 200. The samples of variety no. 300, all cut from a small block of limestone, had the 
highest coefficients of variation of physical properties. Their average water absorption was 
similar to the samples of variety no. 100, but individual samples were characterized by 
water absorption in the range of 12.6–17.5%, while the apparent density of limestone of this 

Fig. 6. X-ray diffraction patterns of untreated and glycolated (GL) samples of limestone variety no. 200. 
S – smectite or mixed-layered illite-smectite group, It – illite, M – muscovite, Cl – chlorite, K – kaolinite

Rys. 6. Dyfraktogramy rentgenowskie próbek surowych i nasyconych glikolem (GL) wapienia odmiany nr 200. 
S – minerały z grupy smektytu lub mieszanopakietowe z grupy illitu-smektytu, It – illit, M – muskowit, 

Cl – chloryt, K – kaolinit
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variety reached even 1.91 Mg/m3. A large variability of the physical properties of variety 
no. 300 results from the large size and varied shapes of organic remains that build this lime-
stone, and its poor sorting. The various content of bioclasts with intraparticle porosity and 
packing density of clastic material cause significant differences in the values of discussed 
parameters for samples collected from the same bed at a distance of several centimetres. The 
vertical and lateral variations in petrography were also found by Rajchel and Myszkowska 
(1998) in the Paleocenian red algal limestones from Bircza in the Skole Unit (Outer eastern 
Carpathians) and by Bednarik et al. (2014) in the Badenian–Sarmatian limestones from 
Vienna and Styrian Basins, which were formed in a similar environmental regime.

A low apparent density of the studied rocks, called soft porous limestones, is due to 
a relatively high average total porosity, the value of which, depending on the research meth-
od, reached ca. 31–36% for varieties no. 100 and 300, and ca. 38–41% for variety no. 200 
(Table 6, 7). These results were confirmed by the proportions of pores measured in micro-
scopic analysis (Table 3). With the magnification available in the polarizing microscope, it 
was possible to observe only about quarter of them, among which the intergranular pores 
were of great importance, especially in the fine-grained limestones of variety no. 200. 

Table 6.  Physical properties of the limestones from the Włochy deposit according to the technical standards

Tabela 6. Właściwości fizyczne wapieni ze złoża Włochy wg norm technicznych

Physical 
parameter

Apparent 
density 

[Mg/m3]

Water 
absorption 

[%]

Open 
porosity 

[%]

Total 
porosity* 

[%]

Water absorption 
coefficient by capillarity 

[g/m2s0,5]

Method of test Pn-en 1936 Pn-en 13755 Pn-en 1936 Pn-en 1936 Pn-en 1925

Variety 
no. 100

mean 1.72 15.56 26.77 36.25 332.57

range 1.65–1.77 14.49–17.68 25.53–29.17 34.52–38.88 212.48–416.89

c.v. 1.40 4.26 2.85 2.47 14.14

n 103 103 103 103 37

Variety 
no. 200

mean 1.60 21.07 33.75 40.67 377.93

range 1.59–1.61 20.39–21.82 32.71–34.69 40.34–41.11 –

c.v. 0.55 3.51 3.08 0.80 –

n 4 4 4 4 1

Variety 
no. 300

mean 1.77 15.74 27.78 34.35 307.58

range 1.71–1.91 12.60–17.50 24.09–29.91 29.21–36.72 170.52–372.28

c.v. 4.13 11.20 7.63 7.89 23.34

n 8 8 8 8 6

* According to Przybyszewski (2007) the specific density of limestones equal to 2.72 Mg/m3 was accepted in 
the porosity calculations, n – no. of tested specimens, c.v. – coefficient of variation [%].



83Figarska-Warchoł and Stańczak 2019 / Gospodarka Surowcami Mineralnymi – Mineral Resources Management 35(1), 59–98

Table 7.  Parameters of the limestones from the Włochy deposit derived from mercury porosimetry

Table 7. Właściwości wapieni ze złoża Włochy uzyskane na podstawie porozymetrii rtęciowej

Parameter
Bulk 

density 
[Mg/m3]

Total 
interparticle 

porosity 
 >350 nm 

[%]

Total 
intraparticle 

porosity 
<350 nm 

[%]

Total 
porosity 

[%]

Content of 
supercapillary 

pores 
>100 µm 

[%]

Content 
of capillary 

pores 
0.2–100 µm 

[%]

Content of 
subcapillary 

pores 
<0.2 µm 

[%]

Σ = 100%

Variety 
no. 100 1.71 30.23 1.59 31.82 2.54 93.78 3.68

Variety 
no. 200 1.59 36.70 1.30 37.99 1.40 95.79 2.81

Variety 
no. 300 1.78 31.09 1.94 33.04 4.09 92.11 3.80

The pore system in majority is built by open pores communicated with each other, which 
are available for water at atmospheric pressure, particularly in samples of variety no. 200 
(average open porosity ca. 34%) (Table 6). In the porosimetry tests (Table 7) ca. 92.1–95.8% 
of all the pores, being available for mercury, represented capillary pores with diameters of 
0.2–100 μm (the highest percentage for variety no. 200), and 2.8%–3.8% constituted sub-
capillary pores with smaller diameters of throats (classification of pores by Plewa and Plewa 
1992). Limestone of variety no. 300 was distinguished by the highest proportion of super-
capillary pores. The discrepancy in the values of total porosity obtained in porosimetry tests 
and the one calculated on the basis of apparent and specific densities of limestones suggests 
that a few percent of all pores can be unavailable for liquids. 

The analysis of the capillary rise of water enabled one to conclude that for all tested 
varieties of limestone from the Włochy deposit the water absorption coefficient by capil-
larity was high and was within the range of 170–417 g/m2s0.5, and for most samples within 
300–400 g/m2s0.5 (Table 6). This parameter is weakly negatively correlated with the appar-
ent density (R2 = 0.55) (Fig. 7), and thus depends on the sizes of the pores and their propor-
tions in the rock, which, as shown in the test results described above, belonged in majority 
to the capillary pores. The lowest water absorption coefficient by capillarity characterized 
all the samples of limestone variety no. 300 (170–373 g/m2s0.5) and selected samples of va-
riety no. 100, in which the zones of mineralization have been identified (212–286 g/m2s0.5). 
In the former, it could be the consequence of the presence of supracapillary pores and in the 
latter the zones of calcification, preventing the capillary movement of water.

Samples with the highest coefficient of water absorption by capillarity reached approx. 
98% of its maximum mass in the state of saturation in about 30 minutes, while those with 
the lowest coefficient – in about 2–3 h. The tests of capillary action were additionally car-
ried out for two limestone samples of variety no. 100, in 30-centimeter beams with a base 
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of 50 × 50 mm, showed that in the first 15 minutes of this process, the water saturated the 
sample at a rate of ca. 0.16 cm/min. The rate of capillary action quickly decreased through 
the time and after 1 hour it was ca. 0.05 cm/min, and in the final phase of the test, after 
41 hours only ca. 0.004 cm/min. According to the obtained relationship between the time 
and the height of the water rise: 

 y = –0.007x2 + 0.936x – 1.037 [R2 = 0.999] (1)

�ª x – a square root of time [min0.5],
y – a height of water rise [cm], it can be predicted that capillary water would reach  

  a maximum height of ca. 33 cm after 86 hours, gaining a state of balance between  
  surface tension, gravity and evaporation.

In order to investigate the influence of the rock structure (fabric) on the water absorp-
tion by capillarity, samples of variety no. 100 of the narrow range of water absorption 
(15–16%) were divided into three groups, in which different sides (A, B or C, respectively) 
were immersed. The results obtained indicated that the intensities of capillary pore satura-
tion were similar regardless of the direction of that process (351 g/m2s0.5, 345 g/m2s0.5 and 
347 g/m2s0.5, respectively) and the arrangement of the pore connections had little impact 
on that parameter.

Fig. 7. Relation between apparent density and capillary water absorption for the samples 
of limestones from the Włochy deposit

Rys. 7. zależność pomiędzy gęstością pozorną a nasiąkliwością kapilarną 
dla próbek wapieni ze złoża Włochy
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2.5. mechanical properties 

The measurements of the longitudinal ultrasonic waves velocity (VL) were performed 
to investigate the connections between the microstructure and elastic properties of lime-
stones. The results of the research carried out has shown that the value of these parameter 
is strictly dependent on the size of the grains as well as the dimensions and distributions of 
pore spaces.

The highest ultrasonic waves velocity (average values of 3.15 km/s) was reached for 
the dried samples of the coarse-grained limestones of variety no. 300, while the lowest 
value of these parameter was registered for the fine-grained limestones of variety no. 200 
(2.38 km/s) (Table 8). The relatively high values of the ultrasonic wave velocity were noted 
in the samples in which macroscopically visible mineralized zones of calcification occurred.

The high coefficient (R2 = 0.79) of correlation between the velocities of ultrasonic waves 
measured in dry samples of limestones and their apparent densities implies that the main 
factor affecting the pulse course through a sample is the network of pores. The effective 
transmission of vibrations in samples of variety no. 300 is provided by the rigid skeleton 
built of numerous large bioclasts (mainly red algae, bryozoans and foraminifera) bonded 
with the sparite cement prevailing on matrix, all of them constituting 90.9% of the rock 
volume in total. This is also favoured by the least-developed pore space (the relatively small 
total porosity and the highest amount of the supercapillary pores) (Table 6, 7). In contrast, 
the numerous pores, especially the intergranular ones existing between small particles, and 
the disintegrated structure of red algae fragments, limit the transfer of the ultrasonic pulse 
in the limestones of variety no. 200 (Fig. 3C, 3D).

The influence of water saturation on the ultrasonic wave velocity was tested for the sam-
ples of limestone, and otherwise as it was expected (Bromowicz and Figarska-Warchoł 2010; 
Török and Vásárhelyi 2010), the water saturation decreased the ultrasonic wave velocity (on 
average by 0.27 km/s, 0.30 km/s and 0.04 km/s for the samples of varieties nos. 100, 200 and 
300, respectively). The lower values of the dry-state ultrasonic wave velocity, the higher the 
decrease of the wet-state velocities (R2 = 0.60) (Fig. 8). The water saturation of the studied 
samples probably induces swelling and plasticization of the clay matrix, as well as the partial 
dissolution of the finest carbonate fractions, and, in consequence, weakens the connections 
between detrital components in the rock skeleton. 

The very high correlation between velocities of the ultrasonic wave obtained for dry and 
saturated samples (R2 = 0.96) gives the opportunity to predict the latter parameter without 
the need of measurements on samples in different states. That relation can be represented 
by the equation:

 y = 1.29x – 1.04 (2)

�ª x – an ultrasonic wave velocity measured in dry sample,
y – an ultrasonic wave velocity measured in the wet sample.
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Table 8.  Mechanical properties of the limestones from the Włochy deposit

Tabela 8. Właściwości mechaniczne wapieni ze złoża Włochy

Variety Statistical 
parameter

Longitudinal ultrasonic wave velocity [km/s] perpendicular to the surface:

A B C A B C

in the dry state in the water-saturated state

Variety 
no. 100

mean
2.69 2.43

2.70 2.68 2.70 2.43 2.41 2.45

range 2.44–2.95 2.46–2.90 2.50–2.99 2.08–2.68 2.10–2.61 2.19–2.72

n 52 52 52 52 52 52

Variety 
no. 200

mean
2.38 2.08

2.36 2.38 2.28 2.11 2.05 1.89

range 2.33–2.41 2.30–2.43 2.28–2.29 2.01–2.19 1.96–2.15 1.88–1.90

n 3 3 2 3 3 2

Variety 
no. 300

mean
3.15 3.11

3.13 3.12 3.20 3.09 3.10 3.14

range 2.85–3.60 2.73–3.72 3.00–3.95 2.76–3.61 2.75–3.76 2.91–3.87

n 6 6 6 6 6 6

Statistical 
parameter

Uniaxial compressive strength [MPa] perpendicular to the surface:

A B C A B C

in the dry state in the water-saturated state

Variety 
no. 100

mean
12.20 7.36

11.30 10.57 13.47 6.58 6.80 8.02

range 7.88–14.07 9.63–11.43 11.19–14.97 5.48–7.81 4.64–8.31 5.58–10.88

n 3 3 6 3 3 6

n – number of specimens.

The results of velocities of the ultrasonic pulse measured in directions parallel to the 
bedding (A and B) for all the samples revealed that none of them were privileged. In turn, 
the wave velocities tested perpendicular to the bedding (C) in samples of varieties no. 100 
and 300, were slightly higher than the average velocity in directions A and B and the dif-
ference did not exceed 75 m/s. That relation concerned various textural varieties (fine- and 
coarse-grained) of both dry and water saturated samples. The anisotropy coefficient calcu-
lated for dry samples was within the limits of 1.01–1.04, and for saturated ones in the range 
of 1.02–1.17. These values are similar to the results obtained for the Pińczów Limestones 
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by Pinińska ed. (1994) – 1.03 and 1.06, respectively, and show a generally low anisotropy 
of the discussed parameter. This may be due to poor sorting and a low degree of spatial ar-
rangement of organic skeletons, which are the main path of the sound pulse transition, all the 
more so that the structure of the major biodetrital components, i.e. red algae or bryozoans, 
is a complex and highly porous. 

The selected samples of variety no. 100 were subjected to the uniaxial compressive 
strength tests (UCS). Dried samples were characterized by low compressive strength within 
the range of 7.9–15.0 MPa (Table 8). The saturation of the samples with water caused the 
reduction in strength by 3.8–5.5 MPa, which constituted ca. 36–42% of this parameter value 
for samples in the dry state. There was no essential difference of this parameter in respect 
to the direction of force acting in the planes parallel to the bedding (UCSA or UCSB), while 
the strength against the load applied perpendicular to the bedding (UCSC) was higher than 
the ones measured in other directions by ca.1.3 MPa for dry, and by ca. 2.5 MPa for saturat-
ed samples. The reason for this may be the observed directional orientation of some of the 
elongated and flat grains as it was previous revealed for granitoids by Přikryl (2001). The 
anisotropy coefficient of the discussed parameter was 1.27 and 1.23 in dry and water-satu-
rated conditions, respectively. The reduction of the anisotropy of wet samples results from 
the aforementioned changes of clay matrix and micrite (swelling, dissolution), causing the 
plasticization of samples observed during the tests. 
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Fig. 8. Relation between longitudinal ultrasonic wave velocity for dry samples 
of limestones and its decrease after water saturation (variety no. 100)

Rys. 8. zależność pomiędzy prędkością podłużnych fal ultradźwiękowych suchych wapieni 
a jej spadkiem po nasyceniu prób wodą (odmiana nr 100)
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The relation (R2 = 0.69) between the uniaxial compressive strength (UCS) and the veloc-
ity of longitudinal wave (VL) was found for samples tested in the same direction regardless 
of their state (Fig. 9). The water saturation had a smaller effect on the compressive strength 
reduction in the case of samples characterized by better elastic properties (higher velocities 
of the ultrasonic wave). The linear model of that relationship was described by the following 
equation:

 y = 14.02x – 25.82 (3)

�ª x – an ultrasonic wave velocity (VL),
y – a uniaxial compressive strength (UCS), both measured in the same direction. 

  The mean absolute percentage error was equal to 14.2% when the above equa- 
  tion (3) was applied to estimate the values of latter parameter (UCS).

It was estimated that the UCS values for the dry samples of variety no. 100 should be ca. 
8.4–14.0 MPa, while laboratory tests yielded results in the range of 7.9–15.0 MPa. In the case 
of water-saturated samples, the values of this parameter were estimated at 5.3–11.0 MPa, 
and 5.5–10.9 MPa were obtained in tests, and these laboratory results were more strongly 
correlated with the expected values (R2 = 0.70) than in the case of dry samples (R2 = 0.13) 

y = 14.02x 25.82–

R
2

= 0.69

0

2

4

6

8

10

12

14

16

2.0 2.2 2.4 2.6 2.8 3.0

Longitudinal ultrasonic wave velocity [km/s]

U
n

ia
xi

a
l 

co
m

p
re

ss
iv

e
 s

tr
e

n
g

th
 [

M
P

a
]

Fig. 9. Relation between longitudinal ultrasonic wave velocity and uniaxial compressive strength, both tested in 
the same direction, for dry and water saturated samples of limestones from the Włochy deposit (variety no. 100)

Rys. 9. zależność pomiędzy prędkością podłużnych fal ultradźwiękowych 
a wytrzymałością na jednoosiowe ściskanie, w obu przypadkach badanych w tym samym kierunku, 

dla suchych i nasyconych wodą prób wapieni ze złoża Włochy (odmiana nr 100)
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The confirmed relationship between the VL and UCS values (equation 3) gave the ability to 
predict the latter parameter of value below 5 MPa for the water-saturated samples of variety 
no. 200, while for most samples of variety no. 300 within the range of 13–28 MPa. 

2.6. the comparison of studied rock varieties to other leitha limestones

The data provided in publications gave the possibility to compare the obtained results with 
the quality of the Pińczów Limestones cropping out in the vicinity of the Włochy deposit (Pen-
kalowa 1963; Dębski 1966; Bugajska-Pająk 1974; Rutkowski 1980; Kozłowski 1986; Pinińska 
1994). The values of apparent density, water absorption and uniaxial compressive strength 
of the analysed samples were within the limits given for the Pińczów, Skowronno and Bogu-
cice-zakamień deposits. For limestones from these quarries, the relation between texture and 
strength resistance (the finer grained the lower UCS values) was also stated. Moreover, the 
decrease of those parameter values after water saturation were in the range 25–47% and this 
corresponded to the results obtained in the studies. The similar results of physical properties 
were also reported for the Pińczów Limestones used in Krakow monuments by Haber et al. 
(1991), who stated that the type of coarse-grained limestones, containing the smallest quanti-
ties of micrite and clay matrix, revealed the highest weathering resistance. 

The quality comparison of the examined limestones and porous limestones from oth-
er european locations led to the conclusion that the values of geotechnical properties of 
shallow marine carbonates of the Miocene age often fall into the same ranges (Török 2003; 
Török et al. 2004; Laho et al. 2010; Bögöly 2015; Pappalardo et al. 2016; Baud et al. 2017; 
Festa et al. 2018). However, differences in their detail petrographic characteristics can influ-
ence on the exact values of the mechanical parameters. Thus, one can find the resemblance 
between the coarse-grained limestones of variety no. 300 and Leitha Limestones from Win-
den (Vienna Basin) and Roemersteinbruch St. Margarethen (the transition zone between the 
eisenstadt–Sopron Basin and the Danube Basin) quarries described as coarse grained coral-
line–algal–bryozoan–echinoderm packstones (Bednarik 2014). Moreover, the fine-grained 
samples of variety no. 200 have physico-mechanical properties similar to very porous and 
weakly cemented, detrital limestones from the Aflenz Roman quarry (Styrian Basin) formed 
as carbonatic-siliciclastic packstone with highly fractured bioclasts (Bednarik 2014). The 
fabric and petrophysical properties of the limestones of variety no. 100 are close to the 
bioclastic limestone from the Fertőrákos quarry (eisenstadt–Sopron Basin) which contains 
major amount of red algae fragment, forams and small intraclasts (Pápay and Török 2017).

conclusions

The research carried out showed that in the Włochy deposit – the only Pińczów Limestone 
deposit being currently exploited – there are various textural varieties of the organodetrital 
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facies of red algal limestones: from the fine-grained, found in the lower part of the south wall 
of the excavation (variety no. 200) to the coarse-grained (variety no. 300) whose samples 
were taken from the upper part of the profile. nowadays, the subject of particular interest 
of the quarry operator are limestones on the verge of fine- and medium-grained (variety 
no. 100), which comes from the lower layer of the deposit with more opportunities of ex-
tracting large stone blocks. All varieties of limestones are constituted of poorly or mod-
erately sorted skeletal remains, dominated by red algae, bryozoans and foraminifera and 
preserved in different stages, that are bonded with sparite cement, micrite and clay matrix.

Limestone variety no. 300, coarse-grained and poorly sorted, consists mainly of well- 
-preserved red algae and large-sized bryozoans with numerous large pores (up to 0.6 mm 
in diameter), connected by narrower throats, filled with sparite cement to varying degrees 
(in total 15.2% of volume) and, more rarely, micrite and clay matrix (in total 8.4% of the vol-
ume). Microscopic measurements revealed a relatively little amount of pores (9.1% counted 
in thin section, 34.35% in technical studies according to standards, 33.04% in the porosim-
eter test) that is constituted of intragranular pores merely in half. This is connected to the 
comparatively low water absorption at atmospheric pressure (15.74%) and by the capillarity 
(307.58 g/m2s0.5) of these limestones. Large-sized organic debris bonded together with ce-
ment and matrix (constituting a total of 90.9% of the rock volume), guarantee a relatively 
fast transmission of the ultrasonic wave through a rigid framework of rock (3.15 km/s). The 
above physical and technical parameters indicate that discussed variety is most useful as 
a building material.

While in the samples of variety no. 300, the structure of red algae is compact, additionally 
reinforced with cement, in the fine-grained limestone of variety no. 200 fragments of these 
components are porous and disintegrated. In the latter variety, the most important organic 
remains are foraminifera, mainly their small or crushed forms. Bryozoans in fine-grained 
varieties no. 100 and 200 are minor constituents, whereas the detrital grains, such as quartz, 
are present in significant content. The sparite cement forms rims around individual organic 
debris or builds up on their internal walls, but often does not bond the grains together. The 
intergranular spaces are filled with matrix or remain empty, making the limestone of variety 
no. 200 the most porous (13.9% counted in thin section, 40.67% in technical studies accord-
ing to standards, 37.99% in the porosimeter test) with the largest amount of well-communi-
cated intergranular pores (approx. 83% of all pores). As a consequence, the samples of this 
variety are characterized not only by the highest water absorption (21.07%) and capillary 
water absorption coefficient (377.93 g/m2s0.5), but also the lowest values of the ultrasonic 
waves velocity (2.38 km/s), additionally reduced by approx. 0.27 km/s after water saturation, 
which may result from dissolving the finest carbonate particles and swelling of clay minerals 
belonging to the smectite or mixed-layered illite-smectite group. The role of the amount and 
morphology of micrite crystals and their manner of filling the pore space concerning the 
acoustic properties of porous limestones was described by Regnet et al. (2015).

The characteristics of lithofacies distinguished within the studied limestones of the Bade-
nian Pińczów formation and their comparison to the described ones in the Leitha Limestones 
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from the Viena Basin allow to assume that their sedimentary environment was connected 
with algal-bryozoan reefoidal structures developed in the shallow-marine shoal (Riegl and 
Piller 2000; Górka 2002; Wiedl et al. 2012). Limestones of variety no. 300 represent facies 
that were formed in the zone of higher energy (coarser grains, poorer sorting, chaotic ar-
rangement of components) where the supply of terrigenous material was limited. On the oth-
er hand, the features of variety no. 100 and especially no. 200 (finer grains, better sorting, 
linear arrangement of larger remains and presence of lamination) indicate that they formed 
in the deeper environment. The vertical succession of these varieties (from the bottom, va-
rieties no. 200, 100 and 300) suggests that the depth in sedimentary basin could diminish.

The effects of diagenetic processes, such as calcite cementation filling pores, are man-
ifested in the studied limestone by an increase of the apparent density and more intensive 
lithification, also observed by other authors (Rutkowski 1976; Dullo 1983). Tectonic phe-
nomena affecting the discussed formations caused the development of stress surfaces along 
which the detrital grains were displaced or fractured depending on the concurrent degree 
of sediment consolidation. They were also associated with the crystallization of calcium 
carbonate, now evidenced in the form of mineralized zones. Their occurrence in the rock 
improves its physical and mechanical properties. 

The described variability of physical and mechanical properties in the profile of deposit 
(samples taken from different beds), as well as within a single bed (variability of parameters 
for samples cut out from one block), forces one to make current petrographic observations 
and laboratory tests during the exploitation process to omit the parts of rock mass with the 
worse quality parameters. The relationships found between the properties can be helpful 
here. estimation of strength parameters can be carried out basing on non-destructive tests, 
i.e. the determination of water absorption, apparent density or ultrasonic waves velocity 
(Török 2003; Bögöly et al. 2015).

Comparison of the obtained results with the properties of the Leitha Limestones from 
other deposits shows that their quality is similar. Therefore, as in many previous examples 
of applications, they can be used as facing or sculptural stone because of their appropriate 
parameters. This is supported by low apparent density and good insulation properties due to 
their high porosity. On the other hand, the high absorbability of limestones limits the possi-
bilities of their use for the interiors or forces the user to apply the impregnants. However, the 
relatively poor arrangement of grains and the low anisotropy of the properties enable one to 
select the direction of stone processing without constrains.
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a type oF leitha limestones (carpathian Foredeep, southern poland)

K e y w o r d s

Middle Miocene, SeM-eDS, capillary water absorption, ultrasonic wave velocity, 
uniaxial compressive strength, dimension stone

A b s t r a c t

The subject of the research was the Middle Miocene red algal limestone from the Włochy deposit, 
which is currently the only place of exploitation of the Pińczów Limestone representing a local type of 
the Leitha Limestone. The collected samples of this rock belong to the organodetric facies of diverse 
grain size and sorting of clastic material. Considering the proportions of characteristic skeleton re-
mains, the composition of the coarse-grained organodetric facies is red algal-foraminiferalbryozoic, 
while of the fine-grained facies is foraminiferal-red algal. The cement of these rocks is predominantly 
sparite compared to micrite-clay matrix. A complement to petrographic studies was the chemical 
analysis and identification of mineral phases with X-ray diffraction. Moreover, physical and mechani-
cal properties of samples were analyzed. Porosity of the rock was assessed in the polarizing and scan-
ning microscope (SeM-eDS) observations, as well as with a porosimetric tests. The coarse-detrital 
limestone with a dominant binder in the form of intergranular cement is characterized by the apparent 
density sometimes exceeded 1.90 Mg/m3, while fine-grained limestone has the highest water absor-
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bability (above 20%) and total porosity (about 40%). The above properties influenced high water ab-
sorption by capillarity, limiting the possibility of using limestone in places exposed to moisture. The 
observed relationship between the ultrasonic waves velocity and the uniaxial compressive strength 
gives the possibility of predicting the value of the latter parameter in the future. The limestones from 
Włochy deposit do not differ in quality from the previously used Pińczów Limestones, and their tech-
nical parameters predestine them for use as cladding material with insulating properties.

ChArAkterystykA PetrogrAfiCznA A włAśCiwośCi fizyCzno-meChAniCzne 
AktuALnie eksPLoAtowAnyCh wAPieni PińCzowskiCh – odmiAny wAPieni 

LitAwskiCh (zAPAdLisko PrzedkArPACkie, PołudniowA PoLskA)

S ł o w a  k l u c z o w e

środkowy miocen, SeM-eDS, kapilarna absorpcja wody, prędkość fali ultradźwiękowej, 
jednoosiowa wytrzymałość na ściskanie, kamień wymiarowy

S t r e s z c z e n i e

Przedmiotem badań były środkowomioceńskie wapienie krasnorostowe ze złoża Włochy, je-
dynego obecnie miejsca eksploatacji wapieni pińczowskich, reprezentujących lokalny typ wapieni 
litawskich. Pobrane próbki tych skał reprezentują fację organodetrytyczną o zróżnicowanym uziar-
nieniu i wysortowaniu materiału okruchowego. Biorąc pod uwagę proporcje charakterystycznych 
szczątków szkieletowych, skład facji gruboziarnistej jest krasnorostowo-otwornicowo-mszywioło-
wy, zaś drobnoziarnistej – otwornicowo-krasnorostowy. Spoiwo tych skał stanowi cement sparyto-
wy, przeważający nad matriks mikrytowo-ilastą. Uzupełnieniem obserwacji petrograficznych była 
analiza składu chemicznego i identyfikacja faz mineralnych przy pomocy dyfraktometrii rentgenow-
skiej (XRD). Ponadto wykonano badania właściwości fizycznych i mechanicznych. Porowatość skały 
oceniono na podstawie obserwacji w mikroskopie polaryzacyjnym i skaningowym (SeM-eDS) oraz 
w testach porozymetrycznych. Wapienie grubodetrytyczne z dominującym spoiwem w postaci ce-
mentu intergranularnego odznaczają się gęstością pozorną przekraczającą czasem 1,90 Mg/m3, pod-
czas gdy drobnoziarniste mają najwyższą nasiąkliwość wagową (pow. 20%) i porowatość całkowitą 
(ok. 40%). Wpływa to na wysoką nasiąkliwość kapilarną, ograniczającą możliwości zastosowania 
wapienia w miejscach narażonych na zawilgocenia. Stwierdzona zależność pomiędzy prędkością fal 
ultradźwiękowych a wytrzymałością na ściskanie jednoosiowe daje możliwość prognozowania war-
tości tego ostatniego parametru w przyszłości. Wapienie ze złoża Włochy mają jakość podobną do in-
nych wapieni pińczowskich eksploatowanych w przeszłości, a ich parametry techniczne predestynują 
je do zastosowania jako materiału okładzinowego o właściwościach izolacyjnych.




