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In the paper an alternative method for increasing punching shear resistance of the flat slabs from lightweight 

aggregate concrete by means of hidden steel fibre reinforced capital was presented. Previous experimental 

studies demonstrated that the addition of steel fibres to concrete allows for increase in the punching shear 

resistance of flat slab. Steel fibres modify the tensile strength of concrete, which translates into increased 

ductility of the material. The results of the experimental investigations were presented, the aim of which was to 

assess the effectiveness of the proposed solution. For economic and technological reasons, a hidden capital of 

a height equal to half of the slabs depth was made so that the top reinforcement could be installed later. It was 

found that presented solution allowed to increase the load carrying capacity by about 36% with respect to the 

control element, made entirely of lightweight aggregate concrete. 
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1. INTRODUCTION

The column-and-slab systems are one of the most popular structural solutions, because they offer 

a lot of freedom by arranging the space inside the buildings. At the same time, they do not enforce 

increasing of the storey height in order to maintain the required usable space, as is in case of 

eg. slab-and-beam floor systems. The main load of flat slabs is usually self-weight. For this reason 

in many of the available commercial solutions (eg. Cobiax system) special unloading elements are 
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offered. Reducing the self-weight of  the structure is particularly important in multi-storey facilities, 

because it allows for limiting the cross-section of load-bearing elements such as columns, walls or 

foundations. An alternative to costly, usually, system solutions can be lightweight aggregate 

concrete. The use of lightweight structural concrete of density classes D1.8 or D2.0 according to 

Model Code 2010 [1] allows to reduce the self-weight of the floor slab by about 5 ÷ 15%.

Contemporary lightweight aggregate concretes (LWAC) made from artificial aggregate, generated 

in the process of sintering of fly ashes, are characterized by compressive strength similar to ordinary 

concretes. The same cannot be said, however, about tensile strength, which can be even more than 

two times lower than that of ordinary concrete of the same strength class. Lightweight concretes are 

characterized by higher brittleness and thus are more susceptible to failure resulting from shear or 

punching � mechanisms, in which the tensile strength of concrete is crucial. For this reason, in the 

existing design procedures (including EN 1992-1-1 [2], ACI 318-14 [3], Model Code 2010 [1]), the 

provisions for elements made of ordinary and lightweight aggregate concretes were distinguished. 

Punching shear is the most important mechanism limiting load carrying capacity of the column-and-

slab structures. In case of floor spans typical for office buildings, it is usually necessary to use 

additional shear reinforcement in order to achieve desirable carrying capacity. An amendment to the 

Eurocode 2 [2], introduced in 2014, limited the possibility for increasing the punching shear 

resistance of the slabs up to 50%, unless national provisions state otherwise. Alternative solutions for 

stirrups or bent-up bars are double-headed studs, which are one of the most effective types of 

punching shear reinforcement [4]. In accordance with the principles of EN 1992-1-1 [2], their use is 

determined in the relevant European Technical Approvals (ETA). By using double-headed studs an 

increase in punching shear carrying capacity up to 96% is allowed. All applicable technical approvals 

(including [5] ÷ [8]), however, limit the possibility of using double-headed studs only to ordinary 

concrete slabs. The above limitation was for the authors of the paper the circumstance to look for an 

alternative solutions, allowing to increase the load carrying capacity of flat slabs from lightweight 

aggregate concretes without the need for increasing thickness of the slab within connection zone. 

One of the ways to increase the punching shear resistance may be the introduction of a hidden 

capital made of higher strength concrete. Depending on the size of the capital as well as the 

relationship between the strengths of both concretes, two failure modes, shown in Fig. 1, can be 

distinguished. In the first case (Fig. 1a), a critical shear crack forms outside the capital. Load carrying 

capacity is then determined by the weaker slab concrete. Such a failure mode is similar as in case of 

the punching shear reinforced slab when the critical shear crack forms outside the area of transverse 

reinforcement. If the difference between capital and slab concrete strengths is lower, then the critical 
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shear cracks can form at the column edge (Fig. 1b) � similar as in case of a slab made entirely of one 

type of concrete. Load carrying capacity is then dependent on strength of both concretes. 

ordinary concrete HSC capital ordinary concrete HSC capital

a) b)

Fig. 1. Possible failure modes of the slabs with hidden capitals: a) outside capital, a) within capital

2. BACKGROUND

In the previous works of Godycki-�wirko et al. [9], [10] a certain idea of casting ordinary concrete 

slabs with high strength concrete (HSC) capitals was presented. The investigations covered a total 

of 7 specimens. The variable parameters were size of the capital and the reinforcement ratio 

(�l = 1.0 and 1.5%). Failure of the specimens was always accompanied with the diagonal cracks 

crossing the capital (see Fig. 1b). An increase in the load capacity from 8 to 54% with respect to the 

control elements made entirely from one type of concrete, was noted. 

Similar studies were conducted by Ajdukiewicz et al. [11], [12] and Hulimka [13]. These tests 

covered column-and-slab connection joints of ordinary concrete slabs (NSC � fc = 10.7 ÷ 34.0 MPa) 

with built-in capitals from high strength concrete (HSC � fc = 65.5 ÷ 90.3 MPa) or steel fibre 

reinforced high strength concrete (SFRC � fc = 82.6 ÷ 107.7 MPa). The main variable parameters in

the tests including a total of 20 elements (grouped in 5 series) were: size and shape of the capital, 

concrete strength of the capital, unbalanced moment transferred from the slab to the column, 

longitudinal reinforcement ratio and the location of the column (internal, edge or corner). The result 

of the tests demonstrated that approximately fivefold increase of the capital size resulted in an 

increase in destructive forces by about 60 ÷ 70%. No effect of the capital shape (round or square) 

has been found. It was also noted that ratio of capital and slab concrete strength did not have an 

effect on punching shear resistance. The failure of the test specimens was accompanied by a shear 

cracks forming at the column edge (see Fig. 1b) with different inclinations within and outside the 

capital. The lack of the possibility of failure outside the capital zone (see Fig. 1a) can be justified by 

the insufficient stiffness of the capital with respect to the entire slab. Not without meaning might be 

also higher brittleness of the high strength concrete. Softening the behaviour of concrete is possible 

by adding steel fibres to the concrete mix. An increase in tensile strength and change to the cohesive 
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and 60 kg/m3 (�f ~0.38% and ~0.76%) respectively. The addition of fibres delayed the formation of 

cracks close to column edge which were visible at the load higher of about 20 ÷ 25% compared to 

specimens made entirely from ordinary concrete. 

Theodorakopulos and Swamy [17] investigated the effect of steel fibres on punching shear capacity of 

lightweight aggregate concrete slabs. The research program comprised similar variable parameters to 

that considered in earlier studies [14]. The addition of steel fibres resulted in an almost twofold 

increase in the tensile strength of lightweight aggregate concrete and therefore an increase in the 

punching shear resistance by 30 and 43%, for fibre contents of �f = 0.5% and 1.0% respectively.  

According to the results of the tests of 6 slabs with dimensions of 2300 � 2300 � 150 mm and 

reinforcement ratio �l � 1.06% McHarg et al. [18] formulated a general conclusion that the presence 

of fibres with a content of �f = 0.5% within the support zone fundamentally changes the behaviour of 

the column-slab connection joint. An increase in the punching shear resistance (26 ÷ 38%) and 

ductility, higher stiffness after cracking and the limitation of crack width at the service load level were 

stated. Casting SFRC only in the cover layer limited crack widths and affected slightly load carrying

capacity of the specimens. According to the authors, the conclusion regarding the increase in the load 

capacity by 38% as a result of steel fibres addition seems to be too optimistic, because it does not 

account difference in strength of ordinary and fibre reinforced concrete, which was about 11.5 MPa. 

In the studies of Cheng and Parra-Montesinos [19], the effects of: fibre shape (hooked, twisted), 

fibre strength, fibre content (�f = 1.0 or 1.5%) and longitudinal reinforcement ratio (�l = 0.56 or 

0.83%), were considered. Hooked fibres proved to be the most effective. At the same fibre content 

(�f = 1.5%), standardized punching shear resistances (taking into account differences in the concrete 

strength) of SFRC slabs were about 10% and 50 ÷ 60% higher with respect to control specimens. 

Cheng and Parra-Montesinos stated that limiting the use of SFRC to the support zone only (at the 

distance of ~2h from the column edge) is sufficient to increase the punching shear resistance. 

However, this change proved to be insignificant when taking into account standardized loads, and 

was about 10 ÷ 20% compared to 50 ÷ 60% increase in case of slabs made entirely of SFRC with 

the same fibre content. In case of elements with higher reinforcement ratios (�l = 0.83%), the 

addition of steel fibres resulted in change in failure mode and yielding of the part of the longitudinal 

reinforcement. Cheng and Parra-Montesinos [20] investigated also the effect of SFRC on the 

behavior of column-and-slab connections under seismic conditions. The results of these studies 

allowed to make a general statement that steel fibre reinforcement is effective in increasing 

punching shear resistance and deformation capacity of slab-and-column connections under 

combined gravity load and lateral displacement reversals. 
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Nguyen-Minh et al. [21] conducted tests on 12 square slabs made in a scale. The varied dimensions 

of the specimens allowed for considering their slenderness 1/d in addition to the effect of the steel 

fibre content (0, 30, 40 and 60 kg/m3). The addition of steel fibres increased the punching shear 

resistance from 16 to even 40%, depending on the fibre content as well as slab slenderness. The 

authors of these studies have found that the shape and aspect ratio of the steel fibres are very 

important factors that should be taken into account in punching shear analyses of SFRC slabs.  

In the paper of Gouveia et al. [22] the punching shear of SFRC slabs was considered. The main 

variable parameter was steel fibres content (�f = 0 ÷ 1.25%). A significant increase in the punching 

shear resistance by 56 ÷ 64% was recorded only in case of specimens made from SFRC with fibre 

content �f > 0.75% and addition of a plasticizer. The steel fibres in a lower amount (�f = 0.5%) did 

not change the tensile strength of concrete and thus the load carrying capacity of the specimens. A

comparative study in the light of Critical Shear Crack Theory (CSCT) [23] and Model Code 2010 

[1] demonstrated that the design procedures were in line with the test results however more 

conservative results were obtained for slabs with higher fibre content. 

Research of Gouveia et al. presented in [24] concerned slabs with a steel fibres content �f = 0, 1.0 and 

1.5%. Two different longitudinal reinforcement ratios were considered: �l = 0.75 and 1.50%. It was 

found that stiffness of the slabs was dependent to a higher extent on the longitudinal reinforcement than 

the content of steel fibres. The addition of steel fibres (�f = 1.0%) resulted in an increase in punching 

shear resistance by 62% compared to control specimen from ordinary concrete (with �l = 0.75%). 

In case of specimens with a higher reinforcement ratio (�l = 1.5%), the increase in the steel fibres 

content to 1.0% or 1.5% resulted in an increase in the ultimate load by 42% and 48% respectively. The 

efficiency of steel fibres was thus higher in elements characterized by lower reinforcement ratio. 

Summarizing the presented studies it can be concluded that solutions consisting in applying in the 

connection zone HSC hidden capitals or casting SFRC have the same limitations as exist by 

applying shear reinforcement. 

3. EXPERIMENTAL INVESTIGATIONS

The presented study was a continuation of previous experimental investigations concerning punching 

shear of flat slabs from LWAC, discussed in [25], [26]. Two elements of a real size, representing the 

connection zone of a 0.2 m thick floor slab with a span length of approximately 5.0 m, were made. 

The specimens had the same dimensions in a plane of 2400 × 2400 mm and a thickness of 200 mm. 

The slab was connected at the bottom and at the top with column stubs with a cross-section of 
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250 × 250 mm and a height of 150 mm, made from ordinary concrete. The element LC-1.23-0bis was 

made entirely from lightweight aggregate concrete and constituted a control specimen. In the second 

model LCF-1.23/0.65 a hidden capital from SFRC was casted. The capital was supposed to be an 

alternative way to increase punching shear resistance against shear reinforcement � stirrups difficult in

practical application and double-headed studs not anticipated by the European Technical Approvals 

(ETA) for use in LWAC slabs. The proposed solution was intended to use for monolithic technology. 

In Figure 3 the schematic process of casting floor slab with hidden SFRC capital was presented.  

a)

d

SFRC formwork forming the capital

SFRC capital
bottom slab reinforcement

SFRC capital
bottom slab reinforcement
integrity reinforcement

slab falsework

main slab reinforcementSFRC capital

SFRC capital LWAC slab

ordinary or high-strength
 concrete column

b)

c)

d)

e)

Fig. 3. Casting of the floor slab with hidden SFRC capital: a) casting of the capital, b) placing of the bottom 
reinforcement, c) assembling the integrity reinforcement (internal tying system), d) placing of the top 
(main) reinforcement, e) casting the slab with LWAC

Casting of the control specimen (LC-1.23-0 bis) was started after completing whole reinforcement 

and placing it into the mold. In case of the LCF-1.23/0.65 model, before casting of the slab 

concrete, it was necessary to make a SFRC capital, which consisted of the following steps: placing 

the capital forming mold, filling the mold with SFRC, preparing bottom reinforcement, removing 
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the capital formwork, completing the bottom reinforcement in the form of bent-up bars, placing 

main (top) reinforcement and casting the specimen with LWAC. The octagonal SFRC capital has 

650 � 650 mm dimensions in a plane and a thickness of 100 mm.  

3.1. PROPERTIES OF CONCRETE

Fibre reinforced concrete was prepared on site in a laboratory mixer with a capacity of 150 dm3. The 

composition of concrete with target strength class C70/85 was shown in Table 1. Bekaert DRAMIX 

3D 65/35 BG fibres with a length lf = 35 mm and diameter Df = 0.55 mm (aspect ratio �f = 65), made 

of steel with a tensile strength of fu = 1345 MPa (manufacturer’s data), were used in the mix. The 

fibres were fed gradually during the wet mixing of the ingredients. Due to the lower workability of the 

mix observed during the fibre dosing, it was necessary to increase the addition of the superplasticizer. 

The addition of fibres was discontinued at a content of about 0.65%. Further addition was associated 

with the risk of reducing mix workability due to balling of the fibres. 

Table 1. Recipe of steel fibre reinforced concrete (SFRC)

Ingredient Cement
CEM I 42,5R

sand 
0-2 mm

crushed 
granite
2-8 mm

plasticizer 
ViscoCrete-3

micro silica 
fume water steel fibres

Content per 1m3 540 kg 727 kg 889 kg 6,30 dm3

(1.25% m.c.) 40 kg 170 dm3 51 kg
(0.65%)

The slabs were made of lightweight aggregate concrete with target strength class LC30/33. The 

Portland cement CEM I 52.5N, natural sand with grain size (0-2 mm) and lightweight aggregate  

4-8 mm were used for concrete mix. The lightweight aggregate CERTYD was the product of the 

sintering process of fly ash from electrostatic precipitators and ash-slag mixture from wet furnace 

waste removal of hard coal combustion in boilers of a combined heat and power plant. The bulk 

density of the aggregate fraction 4-8 mm was about 700 kg/m3. During casting and compacting of 

the concrete mix no problems related to aggregate segregation were observed. The concrete recipe 

is given in Table 2. The elements were made from two concrete mix supplies, which resulted in 

some difference in strength. 

Table 2. Recipe of lightweight aggregate concrete LC30/33 

Ingredient
Cement

CEM 
I 52,5N

sand
0-2 mm

CERTYD
4-8 mm fly ash Master 

Sky 686
plasticizer 

BV 18
Zeolite 

ZeoBau50 water

Content per 1m3 310 kg 610 kg 650 kg 100 kg 2.9 kg 2.4 kg 10 kg 190 dm3
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After casting the specimens were stored in the laboratory for approximately 3 months. Strength 

parameters were determined each time on the day of testing. For this purpose cylindrical samples 

�150/300 mm (compressive strength fc and secant modulus of elasticity Ec) and cubes of side 

length of 150 mm (tensile splitting strength fct,sp) were used. The results of concrete tests are 

summarized in Table 3. It is worth mention that despite the difference in the lightweight aggregate 

concrete compressive strength, there was only a slight difference (about 3%) in tensile strength. 

This is a characteristic feature of lightweight aggregate concrete, in which the increase in tensile 

strength associated with increase in compressive strength occurs much more slowly than in ordinary 

concretes, what translates into higher brittleness of this material. 

On the basis of the density determined after drying in the oven, lightweight aggregate concrete has 

been classified into density class D1.8 according to Model Code 2010 [1] (� � 1800 kg/m3).

In order to assess the effect of steel fibres on the properties of a hardened concrete, concrete without 

addition of fibres was also tested. Similar compressive strength (fcm = 83.1 MPa) and modulus of 

elasticity (Ecm = 35.2 GPa), however, much lower tensile splitting strength (fctm,sp = 3.95 MPa), were 

obtained, what confirms the beneficial effect of steel fibres on the features of concrete. 

Table 3. Properties of hardened concrete 

Specimen Concrete mix fcm [MPa] fctm,sp [MPa] Ecm [GPa]
� [kg/m3]

(SSD) (OVD)

LC-1.23/0 bis LWAC 44.5 (1.6%) 3.12 (2.0%) 20.4 (1.8%) 1842 1788

LCF-1.23/0.65
LWAC 52.1 (1.1%) 3.22 (6.6%) 20.6 (2.3%) 1840 1770

SFRC 79.9 (0.4%) 8.57 (3.5%) 35.7 (-) 2367 �

Concrete density: SSD � surface saturated dry, OVD � oven dry; (values in the brackets represent coefficient of variation)

3.2. CHARACTERISTICS OF THE REINFORCEMENT

Both models had the same main reinforcement, consisted of �16 at 100 mm (designed longitudinal 

reinforcement ratio �l = 1.23%).  The bottom reinforcement was made of �10 at 150 mm, except 

for the reinforcement passing through the column contour. In this place 2�16 bars in both 

directions were used, constituting the internal tying reinforcement (against progressive collapse). 

Due to the method of casting the LCF-1.23/0.65 element, the integrity reinforcement was placed 

after execution of the SFRC capital. For this purpose two �16 bent-up bars in each direction were 

used. Details of the reinforcement were shown in Figure 4. 
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Fig. 5. Scheme of the test setup

3.6. TEST RESULTS

3.6.1 STRAINS OF THE LONGITUDINAL REINFORCEMENT

A slightly higher strain increase rate was noticed in the slab made entirely from LWAC � see Fig. 6. 

Nevertheless, at the moment preceding failure of the LC-1.23-0 bis element, strains of the longitudinal 
reinforcement did not exceed 1.7 ÷ 2.0 � and were therefore lower than the yield strain �ym. The failure 

mode was brittle and resulted from shear mechanism. In case of the LCF-1.23/0.65 model, the failure 

was preceded by yielding of the main reinforcement of the top and bottom layer at the column edge. 

a) b)

Fig. 6. Comparison between mean strains of slab longitudinal reinforcement: a) bottom layer, b) top layer; 
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dashed lines represent strains �ym at yielding

3.6.2 DEFLECTIONS

In the Figure 7a the average deflections of the specimens were presented. The increase in stiffness 

resulting from the introduction of the SFRC capital is clearly visible. The maximum deflection umax

of the slab made entirely of LWAC was about 6 mm, while 9 mm in case of the element with SFRC 

capital. In both cases, the failure was violent (brittle). The measurements of deflections of  

LCF-1.23/0.65 element did not indicate any change in the intensity of deformation growth, 

indicating approaching the flexural limit carrying capacity. After reaching the maximum load 

Vexp = 1000 kN a significant decrease in force to about 635 kN with the simultaneous displacement 

of the column by about 2 mm with respect to the bottom slab surface, was recorded. This should be 

identified with the formation of a punching cone. Until the test was interrupted, a gradual drop in 

force was recorded, accompanied by an increase in deformation (pushing the punching cone). 

According to the LVDT measurements rotations of the slab were determined � see Fig. 7b. The 

lowest increase in deformation was found in the LCF-1.23/0.65 specimen with a SFRC capital. This 

model was also characterized by the highest rotation capacity � at the failure mean rotation 

� = 0.0121 was about 46% higher than the maximum value registered in case of control specimen 

LCF-1.23-0 bis. 

a) b)
Fig. 7. Comparison between: a) deflections , b) rotations of the slabs

3.6.3 CRACKS ON THE TOP SURFACE

In case of the element with SFRC capital, radial cracks were clearly visible in the initial phase of the test, 

while on the surface of the LC-1.23-0 bis model at the same load level only small cracks referring to the 

longitudinal reinforcement layout were found. At a load of about 40% ultimate force on the surfaces of 
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both models, radial cracks were clearly visible. A further increase in load led to a development of the 

tangential cracks, which were mostly concentrated in the vicinity of the capital perimeter of the  

LCF-1.23/0.65 element. In case of the LC-1.23-0 bis model, uniform, fairly intense crack pattern was 

observed within the zone with a range of about 2.5d from the column edge. Comparing the crack pattern 

after failure a clear base of the punching cone in a specimen made entirely of LWAC could be found. 

The outlet of the shear cracks was located at a distance of about 600 ÷ 700 mm from the column edge. In 

the case of the LCF-1.23/0.65 model, the contour of the cone base is noticeably closer to the support 

lines, which indicates a different slope of the critical shear crack � see Fig. 8. 

A similar intensity of the crack width development was noticed, although at the same load level the 

smallest cracks were noted in case of the LCF-1.23/0.65 element with the SFRC capital. Cracks 

with a width of w = 0,30 mm (corresponding to the service load level) were noted at a load of 

approximately 60% and 50% of ultimate load of the control specimen and element with SFRC 

capital respectively. The cracks widths measured shortly before failure reached 0.4 ÷ 0.6 mm and 

0.6 ÷ 0.8 mm in case of LC-1.23-0 bis and LCF-1.23/0.65 specimen, respectively.  

a) b)
Fig. 8. View of the top surface of the specimens after failure: a) LC-1.23-0 bis, b) LCF-1.23/0.65

3.6.4 SHEAR CRACKS

Previous observations were confirmed by the crack pattern visible in the model intersections � see 

Fig. 9. In the LC-1.23-0 bis specimen, the diagonal crack formed on the column edge and ran at an 

angle � = 28 ÷ 30” towards the upper slab surface. At a plane of longitudinal reinforcement a change 
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in the crack inclination to about 10° was visible. The course of the cracks was then similar to that 

observed in the previous study [25], including slabs made of LWAC without punching shear 

reinforcement. In case of the LCF-1.23/0.65 model, critical shear crack also formed at the column 

edge, what indicated the second failure mode (cf. Fig. 1b), resulted from exceeding the strength of 

both concretes � LWAC and SFRC. The inclination of the diagonal crack within the SFRC capital 

was about � = 22 ÷ 27”. At the interface of both concretes a change in the inclination could be 

observed � the crack ran more horizontally, with an angle of approximately � = 12 ÷ 17” � see Fig. 9.

Another change in the slope of the shear crack took place at the level of the main reinforcement, 

when its inclination dropped further to approximately 10”. At this point it is also worth noting, that 

no delamination between LWAC and SFRC, casted at different times, had been found. 

a)

22°27
°

10
°

13°

29° 30°

b)

Fig. 9. Course the critical shear cracks: a) LC-1.23-0 bis, b) LCF-1.23/0.65

3.6.5 EXPERIMENTAL LOADS

All of the specimens failed in a violent manner, characteristic for punching. In the Table 4 the 

experimental loads Vexp were summarized. After saw-cut of the models, the actual position of the 

main reinforcement was determined. It differed slightly from the originally designed. For this reason, 

in the Table 4 the nominal (dnom) as well as measured (dact) effective depths, (adopted for further 

analysis) were listed. Due to differences in strengths of LWA concretes, it was impossible to directly 

compare the experimental loads of both specimens. In order to reflect the differences in the concrete 

strength as well as the effective depths, standardized loads (Vstand) were calculated according to the 

equation  (1) (all designations with �cont� note refer to control specimen LC-1.23-0 bis): 

act

contact

lcml

contlcmcontl
expstand d

d
f
f

VV ,
3

,,

�
�

� (1) 

where: 
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Vexp � experimental load of the test specimen, dact � actual effective depth of the test specimen,

flcm � mean value of LWAC compressive strength, �l � slab longitudinal reinforcement ratio.

Table 4. Test results and actual section properties 

Specimen dnom

[mm]
dact

[mm]
�l

[%]
flcm

[MPa]
Vexp

[kN]
Vstand

[kN]

LC-1.23-0 bis
164

161 1.25 44.5 700 -

LC-1.23/0.65 160 1.26 52.1 1000 952

By comparing the standardized punching shear resistances, it can be stated that use of SFRC 

allowed to increase the load carrying capacity of LWAC slab by approximately 36% compared to 

the control specimen LC-1.23-0 bis. SFRC capital proved to be effective, despite its limited range 

and thickness, which was only half of the slab depth. Evidently, the effectiveness of the presented 

solution also resulted from the arrangement of the bottom (intergrity) reinforcement preventing the 

progressive collapse. Due to the shape of the reinforcement, it could act as bent-up bars, increasing 

the punching shear resistance � see Fig. 10. 

30°

2 16 bent-up bars
in both directions
VR,s

Fig. 10. Contribution of bent-up bars (integrity reinforcement) as punching shear reinforcement

The theoretical contribution of bent-up bars in punching shear resistance was estimated according to 

Model Code 2010 [1] principles, taking into account the experimentally determined ultimate slab 

rotation �. The contribution of bent-up bars was about 260 kN, which accounted for 26% of the 

experimental load Vexp of the specimen. The remaining load carrying capacity resulted from the 

contribution of fibre reinforced concrete capital and lightweight aggregate concrete.

4. CONCLUSIONS

The results of the experimental investigations demonstrated that hidden capitals can be an  

interesting alternative to traditional punching shear reinforcement. The proposed solution consisting 

in casting a SFRC capital only in within column-and-slab connection zone seems to be easy to do 

also on the construction site. The height of the capital in the presented study was only half of the 

slab depth as not to impede placing of the main and integrity reinforcement. Despite the relatively 
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small capital overhang beyond the column edge (lH � 1.25d), a significant increase in load carrying 

capacity was achieved � about 36% with respect to the control element. It seems that in the case of 

thicker slabs it would be possible to cast capitals of higher thicknesses and diameters what would 

allow to increase the efficiency of the proposed solution. The increase in the efficiency of the 

capital can also be expected by using SFRC with higher steel fibre content.  
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UKRYTA G�OWICA Z FIBROBETONU JAKO ALTERNATYWNY SPOSÓB ZWI�KSZENIA NO�NO�CI 

NA PRZEBICIE P�YT P�ASKICH Z LEKKIEGO BETONU KRUSZYWOWEGO

S�owa kluczowe: lekki beton kruszywowy, fibrobeton, przebicie, g�owica, spiekane popio�y lotne

STRESZCZENIE: 

Ustroje p�ytowo � s�upowe stanowi� jedno z popularniejszych rozwi�za� konstrukcyjnych, poniewa� umo�liwiaj� du�� 

swobod� kszta�towania przestrzeni wewn�trz budynków. Dominuj�cym obci��eniem stropów p�askich jest z regu�y 

ci��ar w�asny, dlatego te� cz�sto d��y si� do jego ograniczenia poprzez wprowadzenie elementów odci��aj�cych 

(np. system Cobiax) lub wykonanie p�yty stropowej z lekkiego betonu kruszywowego. Przy typowych rozpi�to	ciach 

stropów p�askich z regu�y konieczne jest stosowanie dodatkowego zbrojenia na przebicie, które mo�e sk�ada� si� ze 

strzemion lub trzpieni dwug�ówkowych. Mo�liwo	� stosowania pierwszego ze wspomnianych rodzajów zbrojenia 

zosta�a znacznie ograniczona w wyniku wprowadzenia w �ycie w 2014 roku poprawki do normy EN 1992-1-1. 

W przypadku p�yt z lekkich betonów kruszywowych stanowi to istotne utrudnienie, bowiem Europejskie Aprobaty 

Techniczne � dokumenty, zgodnie z którymi nale�y projektowa� zastosowanie trzpieni dwug�ówkowych, ograniczaj� 

zastosowanie tego rodzaju zbrojenia wy��cznie do p�yt z betonu zwyk�ego. Powy�sze ograniczenie stanowi�o dla 

autorów artyku�u przes�ank� do poszukiwania alternatywnych rozwi�za�, pozwalaj�cych na zwi�kszenie no	no	ci na 

przebicie p�yt p�askich z lekkich betonów kruszywowych bez konieczno	ci ich k�opotliwego pogrubiania w strefie 

podporowej. Jednym z mo�liwych rozwi�za� mo�e by� wprowadzenie ukrytej g�owicy wykonanej z betonu o wy�szej 

wytrzyma�o	ci. W zale�no	ci od rozmiaru i sztywno	ci g�owicy krytyczna rysa uko	na mo�e formowa� si� poza 

g�owic� (o no	no	ci na przebicie decyduje s�abszy beton p�yty) lub te� mo�e formowa� si� na kraw�dzi s�upa 

i przecina� g�owic� (o no	no	ci decyduje wówczas wytrzyma�o	� obu betonów). W obu przypadkach nale�y jednak 

oczekiwa� wy�szej no	no	ci na przebicie wzgl�dem p�yty wykonanej w ca�o	ci z lekkiego betonu kruszywowego.

W celu oceny skuteczno	ci ukrytej g�owicy w Laboratorium Katedry Budownictwa Betonowego Wydzia�u Budownictwa, 

Architektury i In�ynierii 
rodowiska Politechniki �ódzkiej przeprowadzono badania niszcz�ce elementów wykonanych 

z betonu lekkiego na kruszywie CERTYD, stanowi�cym produkt spiekania popio�ów lotnych. G�owica wykonana zosta�a

z betonu o wysokiej wytrzyma�o	ci zbrojonego w�óknami stalowymi. Dotychczasowe badania eksperymentalne wykaza�y 

bowiem, i� dodatek w�ókien stalowych do betonu mo�e bardzo korzystnie wp�ywa� na no	no	� p�yt na przebicie, prowadz�c 

do nawet 40÷60% jej wzrostu, zale�nie od stopnia zbrojenia g�ównego. Wynika to przede wszystkim ze zwi�kszenia 

wytrzyma�o	ci betonu na rozci�ganie. W�ókna stalowe sprawiaj� jednak równie�, i�  beton wykazuje zachowanie bardziej 

ci�gliwe, co jest istotne w przypadku elementów wra�liwych na zniszczenie ze wzgl�du na 	cinanie. 

Badania obejmowa�y dwa modele p�yt wykonanych w skali naturalnej, reprezentuj�ce stref� podporow� stropu p�askiego 

grubo	ci 0,2 m i rozpi�to	ci w osiach podpór oko�o 5,0 m. P�yty charakteryzowa�y si� jednakowymi wymiarami w rzucie 

2400 × 2400 mm i grubo	ci� równ� 200 mm. Jeden z elementów (LC-1.23-0 bis) wykonany zosta� w ca�o	ci z lekkiego 

betonu kruszywowego i stanowi� model � 	wiadek. Drugi z elementów (LCF-1.23/0.65) s�u�y� ocenie skuteczno	ci 

rozwa�anego rozwi�zania, polegaj�cego na zastosowaniu fibrobetonu w strefie podporowej. W tym celu wykonano ukryt� 

g�owic� z fibrobetonu o projektowanej klasie wytrzyma�o	ci C70/85 i wymiarach oko�o 650 × 650 mm oraz wysoko	ci 

100 mm (po�owa grubo	ci p�yty) a nast�pnie zabetonowano pozosta�� cz�	� p�yty. Oba modele wykonano z betonu 

lekkiego o projektowanej klasie wytrzyma�o	ci LC30/33. Zbrojenie g�ówne stanowi�y pr�ty �16 rozmieszczone co 

100 mm, co przek�ada�o si� na 	redni stopie� zbrojenia pod�u�nego �l = 1,23%. Wprowadzenie g�owicy wymaga�o

dodatkowych zabiegów technologicznych, polegaj�cych na: u�o�eniu formy kszta�tuj�cej g�owic�,  wype�nieniu 
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g�owicy fibrobetonem, przygotowaniu zbrojenia dolnego p�yty, usuni�ciu szalunku g�owicy, uzupe�nieniu zbrojenia 

dolnego w strefie podporowej oraz u�o�eniu zbrojenia górnego. Ostatni etap prac stanowi�o zabetonowanie modelu 

LCF-1.23/0.65 przy u�yciu lekkiego betonu kruszywowego.

Badania prowadzono w stanowisku umo�liwiaj�cym obci��anie elementu w sposób osiowy. Modele kotwione by�y do stalowej 

ramy stanowiska za pomoc� 8 	rub rozmieszczonych równomiernie na obwodzie. Obci��enie realizowano za pomoc� 

4 si�owników o maksymalnym nacisku 1600 kN. W trakcie bada� prowadzono pomiar odkszta�ce� zbrojenia pod�u�nego na 

kraw�dzi s�upa oraz betonu po stronie 	ciskanej a tak�e deformacji za pomoc� czujników przemieszcze� linowych. W trakcie 

bada� stwierdzono wi�ksz� intensywno	� narastania odkszta�ce� zbrojenia pod�u�nego w elemencie wykonanym w ca�o	ci 

z betonu lekkiego. W chwili poprzedzaj�cej zniszczenie odkszta�cenia zbrojenia pod�u�nego nie przekracza�y jednak 

1,7 ÷ 2,0� i by�y ni�sze od odkszta�cenia wyznaczaj�cego pocz�tek uplastycznienia. Zniszczenie modelu LCF-1.23/0.65 

by�o natomiast poprzedzone uplastycznieniem zbrojenia g�ównego na kraw�dzi s�upa. Zastosowanie fibrobetonu umo�liwi�o 

tym samym lepsze wykorzystanie zbrojenia g�ównego. Zauwa�ono wyra�ny wzrost sztywno	ci wynikaj�cy z wprowadzenia 

g�owicy fibrobetonowej. Przy tym samym obci��eniu rejestrowane ugi�cia by�y nawet o oko�o 20% mniejsze wzgl�dem 

elementu wykonanego w ca�o	ci z betonu lekkiego. Obserwowano zbli�on� intensywno	� rozwoju rys na górnej powierzchni 

p�yt, aczkolwiek przy tym samym obci��eniu mniejsze szeroko	ci rozwarcia rys odnotowano w przypadku elementu 

LCF-1.23/0.65 z g�owic� fibrobetonow�. Rysy o szeroko	ci w = 0,30 mm (odpowiadaj�ce poziomowi obci��enia 

u�ytkowego) zanotowano przy obci��eniu stanowi�cym oko�o 60% si�y niszcz�cej element odniesienia. Zniszczenie obu 

modeli mia�o charakter gwa�towny, charakterystyczny dla przebicia. Zastosowanie fibrobetonu nie spowodowa�o tym samym 

zmiany mechanizmu zniszczenia na zginaj�cy, pomimo wi�kszego wykorzystania zbrojenia pod�u�nego p�yty. Porównuj�c 

przebieg rys uko	nych widocznych na przeci�ciach modeli stwierdzono, i� w p�ycie LC-1.23-0 bis krytyczna rysa uko	na 

uformowa�a si� na kraw�dzi s�upa i bieg�a pod k�tem � = 28 ÷ 30” w kierunku górnej powierzchni p�yty � jej przebieg by� 

zatem zbli�ony do obserwowanego we wcze	niejszych badaniach obejmuj�cych p�yty z lekkiego betonu kruszywowego bez 

zbrojenia na przebicie. W przypadku elementu LCF-1.23/0.65 krytyczna rysa uko	ne uformowa�a si� równie� na kraw�dzi 

s�upa i przecina�a g�owic� z fibrobetonu. Stwierdzono zmienne nachylenie rysy uko	nej, które wynosi�o oko�o � = 22 ÷ 27” 

w obr�bie g�owicy oraz � = 12 ÷ 17” poza ni�. 

Zniszczenie modeli nast�pi�o przy si�ach równych 700 kN oraz 1000 kN, odpowiednio w przypadku elementów 

LC-1.23-0 bis oraz LCF-1.23/0.65. Ze wzgl�du na ró�nice w wytrzyma�o	ci na 	ciskanie betonu lekkiego, jak równie� 

pewne odchy�ki po�o�enia zbrojenia g�ównego od warto	ci normalnych, dokonuj�c oceny skuteczno	ci proponowanego 

rozwi�zanie rozwa�ono no	no	ci standaryzowane. Wprowadzenie stosunkowo niewielkiej g�owicy (o wysi�gu oko�o 

1,25d poza kraw�d� s�upa) a tak�e zastosowanie dolnego zbrojenia uci�gaj�cego w formie pr�tów odgi�tych umo�liwi�o

zwi�kszenie no	no	ci na przebicie o oko�o 36% wzgl�dem elementu odniesienia, wykonanego w ca�o	ci z lekkiego 

betonu kruszywowego. Wyniki przeprowadzonych bada� eksperymentalnych wykaza�y, i� ukryte g�owice z fibrobetonu 

mog� stanowi� alternatyw� dla tradycyjnego zbrojenia na przebicie. Zaproponowane rozwi�zanie polegaj�ce na 

uk�adania fibrobetonu wy��cznie w strefie podporowej jest zdaniem autorów mo�liwe i �atwe do wykonania 

w warunkach budowy. Poniewa� g�owica obejmuje jedynie po�ow� grubo	ci p�yty, nie utrudnia ona pó�niejszego 

u�o�enia zbrojenia g�ównego. Skuteczno	� g�owicy mog�aby by� prawdopodobnie wi�ksza, gdyby zwi�kszono jej 

rozmiar, jednak ocena prawdziwo	ci tej tezy wymaga dalszych bada� eksperymentalnych. 
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