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Fabrication oF a novel Silver-baSed electrical contact compoSiteS and aSSeSSment  
oF itS mechanical and electrical propertieS 

the electrical contactors play a crucial role in closing the circuit in many power distribution components like overhead lines, 
underground cables, circuit breakers, transformers, and control systems. the failure in these components mainly occurs due to the 
break-down of contactors due to the continuous opening and closing action of contacts. Silver (ag)-based oxide contact materi-
als are widely used in practice, among which silver tin oxide (agSnO2) is most common. an attempt is made in increasing the 
performance of agSnO2, by adding tungsten Oxide (wO3) in various weight proportions, thus finding the optimal proportion of 
agSnO2wO3 to have increased mechanical and electrical performances. all the composite samples are fabricated in-house using 
powder metallurgy process. the assessment of physical and electrical properties namely, density, hardness, porosity, and electrical 
conductivity, showed that 90%ag-8.5%SnO2-1.5%wO3 composite yielded superior results. with help of morphological tests, wear 
characteristics are also investigated, which showed that 90%ag-8.5%SnO2-1.5%wO3 composite has a wear coefficient of 0.000227 
and a coefficient of friction of 0.174 at an optimized load of 10 n and sliding velocity of 0.5 mm/s.
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1. introduction

the use of electrical switching appliances and machinery is 
widely increasing in modern days. Contactors play a critical role 
of closing the circuit, holding the current at the contact points 
without any electro-thermo-mechanical interference, interrupt-
ing the circuit at times of need, and extending the loop for full 
number of operations without degradation using contact points 
with ideal property [1,2] shown in table 1. 

For sake of higher electrical conductivity, precious metals 
such as silver (ag), gold (au) or platinum (Pt) and base metals 
such as copper (Cu) and aluminum (al) contact materials are 
used over the past two decades. however, the property of high 
electrical conductivity alone doesn’t meet the requirements for 
the contact materials [3]. the evaluation of metal matrix Com-
posite (mmC) based on agmeO resulted in improved mechanical 
properties with a nominal reduction in electrical conductivity 
compared to other precious materials [4,5]. agCdO is a best 
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taBle 1

Properties required for a contact material

S. no. properties required level reason
1. electrical conductivity high limits the heat generation during the conduction of current
2. thermal conductivity high dissipates arc heat and resistance developed
3. reaction resistance to environment high Avoids the formation of insulation oxides, sulfides, and other compounds

4. melting point high limits arc erosion, transfer of metals and welding and sticking phenomenon  
of contacts

5. hardness good Provides wear resistance
6. ductility good ease of fabrication 
7. density average higher thermal conductivity
8. material and processing cost low reduces the overall cost of the appliances
9. Porosity low Effective flow of electrons
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suited electrical contact material as it meets all the required 
properties like good electrical conductivity, hardness, wear re-
sistance and anti-welding properties that a contact point should 
possess [6-8]. the toxic nature of cadmium oxide (CdO) has an 
environmental concern, and it is necessary to choose environ-
mentally sustainable alternative materials [9,10]. Scientists are 
researching various environmentally friendly products according 
to the stringent environmental regulations as per restriction of 
hazardous Substances (rohS) and waste electrical and elec-
tronic equipment (weee) directive [11,12]. 

Silver tin oxide (agSnO2) and silver-zinc oxide (agZnO) 
have emerged as promising alternatives as a substitute for 
agCdO [5,15] and silver graphite (agC) [13,14]. yet, agSnO2 
contact materials have poor conduct at high temperatures, poor 
workability and high contact resistance due to the coalescence 
of SnO2 on the ag matrix surface [16]. to overcome, ternary 
meOs like Copper Oxide (CuO), indium Oxide (in2O3), tungsten 
Oxide (wO3) or Bismuth Oxide (Bi2O3) are added as additives 
to agSnO2 base [12,16-18]. even a 0.5 wt.% of wO3 addition 
with the agSnO2 base using Powder metallurgy (Pm) technique 
strengthens the agSnO2 base’s tribological and morphological 
behaviours [16,17]. yet, the property enhancement by varying 
the weight % of wO3 is still impending [16,18]. an attempt has 
been made for improving the properties of the agSnO2wO3 
contact materials by varying the weight percentage of wO3 
by compensating SnO2. addition of wO3 aids in decreasing 
the duration of arc formation and changes of arc erosion along 
with transfer of materials while making and breaking a circuit 
[33]. For varied input parameters at different levels, it becomes 

essential to identify the process parameters for obtaining the 
optimized results [18]. For identifying the optimized process 
parameters, anOva can be used [34].

2. materials and methods

2.1. Fabrication of ag-Sno2-Wo3 contact materials

in the present study, the metal base powders of ag, SnO2, 
and wO3 with a recommended grain size of 1-2 microns are pur-
chased from alfa aesar inc., uK [12,19,20]. weight percentage 
of metal base powder samples for processing by Pm technique 
is shown in table 2. the usual Pm processing of ag based elec-
trical contact materials initially involves dry homogenization of 
powder mixtures by manual mixing [16,21]. the blend is then 
compacted at 100 mPa using a hydraulic press, followed by sin-
tering in an electro-resistive oven at 850oC for 2 hours [32]. it is 
then die-forged at 80 mPa for 30 minutes at around 750 to 820oC, 
subsequently annealing at 750oC, and finally quenching in water 
[16,22]. the sintered components are then formed into tablets of 
size Ø5 mm × 14.5 mm by the forging process as shown in Fig. 1.

2.2. assessment of physical, tribological  
and morphological properties

Physical properties like density, hardness, electrical con-
ductivity, and porosity are measured as per aStm standards for 

taBle 2

Comparison of the physical and electrical properties of agSnO2wO3 contact materials

Sample no.
Weight percentage (%) density

(g/cc)
hardness

(hv5) porosity (%) electrical conductivity
(% iacS)ag Sno2 Wo3

1 90 10 0 8.92 58.23 3.65 44.82
2 90 9.5 0.5 8.46 62.8 2.54 44.43
3 90 9 1 8.53 64 2.51 44.20
4 90 8.5 1.5 8.44 65.72 2.53 44.80
5 90 8 2 8.52 63.27 3.05 26.92
6 90 7.5 2.5 7.48 63.55 3.56 15.34

Fig. 1. Sintered agSnO2wO3 tablets kept in a graphite crucible
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contact materials and the properties are compared as discussed 
in [31]. a traditional pin-on-disc tribometer with a pin pressed 
against a rotating disc is considered in this study. the pin is kept 
overhanging over a stiff lever designated as frictionless force 
transducer. Based on the normal force produced by the dead 
weight, the frictional force is evaluated from the deflection of the 
elastic arm and measurement is done using inductive displacement 
transducers. the wear properties are measured as per the aStm 
g99 standard using a Pin-On-disc (POd) equipment with wear 
track measuring of about 50 mm and constant sliding distance of 
10,000 m [10,23]. the pin weight is measured before and after 
the wear test to identify the loss in mass using eq. (1) and eq. (2). 

 
    Wear coefficient, WC

   
Loss in mass

Load x sliding distance
  (1)

 
     Coefficient of friction, COF  

 
Friction force
Normal load

   (2)

while contacting, the contact points of an electromechani-
cal contactor do not involve the influence of lubricant fluids. 
hence, dry sliding wear condition is considered. Based on the 
maxwell’s pulling force , electromagnetic force exerted by the 
movable contact over stationary contacts is selected as 2 n, 5 n, 
and 10 n [24]. the sliding velocity is varied between 0.3-1 m/s 
[25]. For this wear study, the sliding velocities considered are 

0.5 m/s, 1 m/s, and 2 m/s. the rotating disc of POd is made up 
of steel en 31 with wear track of 50 mm. anOva are performed 
for determining the optimal sliding velocity and normal load for 
the contactor application. a full factorial experimental design is 
selected to assess the wC and COF, using minitab 17. 

3. results and discussion

3.1. assessment of the physical properties  
of agSno2Wo3 contact materials

the fabricated materials are subject to testing for physical 
properties and the average values are presented in table 2. Fur-
ther, a comparison plot depicting the variations in the physical 
properties of agSnO2wO3 contact materials is shown in Fig. 2. 
with the addition of wO3 into the agSnO2 base, the density of 
the materials varies from 8 g/cm3 to 9 g/cm3, for the addition of 
up to 2 weight percentage (samples 2-5). the density of the ma-
terial gets decreased to 7.48 g/cm3 by the addition of 2.5 weight 
percentage of wO3 (sample 6). this 2.5 weight percentage of 
wO3 in turn increases the porosity value of the contact material. 
this may be due to inadequate coalescence between the materials 
and oxides formed over the surface [10]. From the comparison 
plot, it is evident that as the weight percentage of wO3 increases, 

taBle 3

dOe for determining wC and COF

doe before wear after wear parameters

exp. no. load (n) Sliding 
velocity (m/s)

initial mass 
(g) density (g/cc) Final mass 

(g) mass loss (g) Wc coF (µ)

1 2 0.5 9.938 8.44 9.921 0.0167 0.000198 0.212
2 2 1 9.254 8.42 9.237 0.0166 0.000197 0.2
3 2 2 9.342 8.50 9.326 0.0162 0.00019 0.198
4 5 0.5 9.926 8.43 9.891 0.0347 0.000206 0.197
5 5 1 9.891 8.40 9.857 0.0343 0.000204 0.184
6 5 2 9.188 8.36 9.156 0.0334 0.0002 0.182
7 10 0.5 9.221 8.39 9.125 0.0956 0.000228 0.175
8 10 1 9.254 8.42 9.161 0.0926 0.00022 0.166
9 10 2 9.949 8.45 9.857 0.0917 0.000217 0.164

Fig. 2. Comparison of the physical and electrical properties of agSnO2wO3 contact materials
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the hardness value of agSnO2wO3 increases (samples 1-4) and 
reaches the maximum value of 67.72 hv5 with 1.5% of addi-
tion (sample 4). Further addition of wO3 leads to a decrease in 
hardness value around 63 hv5 as identified in samples 5 & 6. 
up to the addition of 2 weight percentage of wO3 (sample 2-5), 
the porosity value is maintained around 3%. this proves that 
the addition of the minimum percentage of wO3, ranging from 
0.5% to 2% has improved the wetting behaviour of the material. 
in the same way, a decreasing trend is observed in the electrical 
conductivity with the increase in the weight percentage of wO3 
(Sample nos.: 1-4). the level of decrease in electrical conductiv-
ity is the bare minimum that the meagre addition of wO3 does 
not show any significant change in the plot. the addition of 2% 
and 2.5% of wO3 (Sample 5 & 6) has drastically reduced the 
electrical conductivity of the contact material fabricated. this 
may be due to the deposition of tungsten over the surface [26] 
as it has lesser electrical conductivity than the ag matrix. the 
residual stresses induced within the sample would have created 
an increase in electrical resistivity and thereby reducing the 
conductivity of the sample material.

From the physical property plots and the comparison of 
the relative weights in table 4, it’s confirmed that the addition 
of 1.5% wO3 proves to provide the highest hardness, higher 
electrical conductivity, lowest porosity, and relatively low den-
sity which are relevant for electrical contact applications. thus, 
the sample 4 (agSnO2-1.5wO3), having a respective combina-
tion of 90-8.5-1.5, is taken for further study of morphological 
and tribological characteristics and compared with sample 1, 
which is pure agSnO2.

3.2. morphological studies of fabricated agSno2  
and agSno2-1.5Wo3 contact materials

3.2.1. Sem analysis of surface texture of fabricated 
agSno2 and agSno2-1.5Wo3 contact materials

Sem micrograph of agSnO2 and agSnO2-1.5wO3 con-
tact materials are shown in Fig. 3(a) and 3(b) respectively. 
in Fig. 3(a), an even dispersion of reinforced particles is identi-

taBle 4
anOva for wC and COF of agSnO2-1.5wO3

anova for Wc
Source dF adj SS adj mS F-value P-value
load 2 0.000052 0.000026 48.85 0.005

Sliding velocity 2 0.000120 0.000060 111.51 0.002
error 4 0.000002 0.000001
total 8 0.002160

model Summary
S r-sq r-sq (adj) r-sq (pred)

0.0007328 99.93% 99.80% 98.93%
anova for coF

Source dF adj SS adj mS F-value P-value
load 2 0.001844 0.000922 9.19 0.043

Sliding velocity 2 0.000310 0.000155 13.54 0.031
error 4 0.000006 0.000001
total 8 0.002160

model Summary
S r-sq r-sq (adj) r-sq (pred)

0.0000012 99.63% 99.00% 96.54%

Fig. 3. Surface texture of (a) agSnO2 and (b) agSnO2-1.5wO3
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Fig. 4. Xrd plot on contact material agSnO2

Fig. 5. Xrd plot on contact material agSnO2-1.5wO3

fied over the polished surface of the fabricated agSnO2contact 
material. Pores and formation of craters are observed over the 
surface of the fabricated agSnO2 contact material in a large 
number. the reinforced materials get dispersed in the base 
matrix with a higher porosity percentage. Fig. 3(b) shows the 
Sem micrograph of agSnO2-1.5wO3. agglomerates of wO3 
are detected all over the surface, as the same phenomenon for 
wO3 addressed in literature [27]. ag matrix gets solidified 
beneath, leaving the traces of wO3 particles over the surface. 
the 1.5 weight percentage addition of wO3 has increased the 
coalescence of SnO2 with the base ag matrix, thus yielding the 
properties of contact material in an enhanced manner [28]. 

3.2.2. Xrd analysis of fabricated agSno2  
and agSno2-1.5Wo3 contact materials

From the Xrd reports shown in Fig. 4 and 5, the presence 
of SnO2 and wO3 dispersed over the ag matrix is determined. 
the presence of inter-metallic components, namely agSnO2 and 

ag2O are identified at the peaks between 30-40o2θ and between 
60-70o2θ respectively (Fig. 4). From Fig. 5, the presence of 
tungsten oxide and tin oxide is identified at the peaks between 
40-50o2θ and 70-80o2θ respectively when compared with li-
brary data [29]. the Xrd pattern indicates a single-phase with 
monoclinic structure, and the peak intensities and positions are 
comparable with the base JCPdS Card no. 32-1395 for wO3 
and Card no. 88-0287 for SnO2 (o2θ for SnO2 = 26.9, 34.3, 38.9, 
52.1, 62.1 and 65.8). intermetallic component formation aids in 
improving the microhardness value of the component. again, 
the variation of ag2O within the limits 1 wt% and 3 wt % may 
improve the microhardness value [33].

3.3. tribological studies of agSno2-1.5Wo3 pin

Surface wear morphology is determined for the composi-
tions with agSnO2-1.5wO3 using the POd equipment. 9 samples 
with 90%ag-8.5%SnO2-1.5%wO3 are prepared using the Pm 
technique. the responses for wC and COF are computed ex-
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perimentally using POd equipment and the results are presented 
in table 3. analysis of variance (anOva) for wC and COF is 
given in table 4. the adjusted r square value obtained for wC 
and COF is 97.31% and 99.47% respectively, which implies 
the reliability of the data acquired from the experimentation 
procedure. Based on the anOva table, sensitivity of predicted 
value is up-to 96.54 %. Fig. 6(a) and Fig. 6(b) shows the residual 
plots of wC and COF respectively for agSnO2-1.5wO3 mate-
rial. the normal probability plots for both wC and COF show 
the residual values fitted along a straight line with minimum 
variations proving that the errors have a normal distribution. 
Comparing the residual values and the fitted values for both 
wC and COF, the fit values are scattered throughout the area 
without forming any pattern as in run order plot. this validates 
the experimentation process and the determination of both wC 
and COF. Fig. 7(a) shows the main effects plot for the signal-to-

noise ratio considering wC to be the minimum value. even at a 
normal load of 10 n and sliding velocity of 0.5 m/s, the material 
with agSnO2-1.5wO3 shows minimal wC. the main effects plot 
shown in Fig. 6(b) provides a better COF when applying a load 
of 2 n and maintaining a sliding velocity of 0.5 m/s. 

3.3.1. Sem analysis of surface wear morphology  
of worn-out agSno2-1.5Wo3contact point

table 5 provides the results for wC and COF of agSnO2-
1.5wO3 material at 10 n load and 0.5 m/s velocity. Fig. 8 
shows the Sem micrograph of the surface texture of the worn-
out surface of the agSnO2-1.5wO3 contact material obtained 
from the confirmation test. Fig. 8(a) reveals the wear surface 
morphology showing a strong ploughing and adhesion kind of 

Fig. 6. residual plots for (a) wC & (b) COF of agSnO2-1.5wO3

Fig. 7. main effects plot for signal-to-noise ratio for (a) wC and (b) COF of agSnO2-1.5wO3

taBle 5

Confirmation result for agSnO2-1.5wO3 pin with optimized parameters

doe before wear after wear parameters

load (n) Sliding velocity 
(m/s) initial mass (g) density (g/cc) Final mass (g) mass loss (g) Wc coF (µ)

10 0.5 9.221 8.39 9.125 0.0956 0.000227 0.174
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wear phenomenon over the surface of the contact material. the 
aggregates of wear particles are found over the surface of the 
contact material (pin). Portions of flake off region, breaking of 
the grain, ranges of plastic deformation, structure, and crushing 
of fragments are observed in Fig. 8(a). Similar surface morphol-
ogy on the friction surface is found in the literature [30]. weak 
inter-metallic zones are evident along with alternate deep and 
shallow grooves at various portions as seen in Fig. 8(b). ag-
gregates of wear particles are also seen as the frictional motion 
continues in the same location and direction. 

Fig. 8. Sem micrograph of the wear surface morphology of agSnO2-
1.5wO3 at (a) low magnification and (b) high magnification

4. conclusion

thus, an attempt in introducing a new material for electri-
cal contactors is made. Keeping the weight percentage of ag as 
constant at 90 %, agSnO2wO3 contact material is fabricated by 
varying the weight percentage of wO3 is as 0, 0.5, 1, 1.5, 2, and 
2.5 by compensating the equivalent weight percentage in SnO2. 
the physical and electrical properties are measured and com-
pared between the samples, based on which agSnO2-1.5wO3 
is found to have better properties. also, morphological and 
tribological studies are carried out to measure the performance 
of the fabricated agSnO2-1.5wO3. the tribological behavior 

of agSnO2-1.5wO3 contact material is assessed by calculating 
wC and COF using POd equipment based on the full factorial 
design involving two factors at three levels. Based on the results 
obtained from the above research, the following conclusions 
are made:
• The hardness of base AgSnO2 has increased from 58.23 hv 

to 65.72 hv upon addition of 1.5% wO3 and reduced the 
values of density and porosity from 8.92 g/cm3 and 3.65% 
respectively to 8.44 g/cm3and 2.53% respectively. 

• The electrical conductivity is retained almost similar during 
1.5 weight percentage addition of wO3 when comparing 
the base agSnO2.

• The assessment of the physical properties of AgSnO2wO3 
with 90-8.5-1.5 respective weight percentages proves to 
deliver higher hardness, high electrical conductivity, accept-
able density, and low porosity values. whereas the addition 
of more than 2 weight percentage of wO3, these properties 
see an empirical deterioration. 

• For the 90%Ag8.5%SnO21.5%wO3 material, wC and COF 
values are assessed to be 0.000227 and 0.174 respectively 
under an optimal normal load of 10 n, and the correspond-
ing sliding velocity is identified as 0.5 m/s.

• Formations of new phases was not identified instead some 
portions of flake off region, breaking of the grain, ranges 
of plastic deformation, structure, and crushing of fragments 
are observed over the surface of the pin post wear.

• Reducing the weight percentage of Ag by 10% economically 
aids in the reduction of 12.52% of the cost incurred for ag 
for a single contact point and around 22% of cost reduction 
can be achieved for a single contact pair. this provides an 
economic contactor without compromising the properties 
of the contact material.
additionally, wear surface morphology analyzed using 

Sem micrograph reveals adhesion type of surface wear behav-
iour for the 90%ag8.5%SnO21.5%wO3 contact material. this 
study can be further extended by measuring the fatigue life of 
the material which is yet another essential property for electri-
cal contactors.
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