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The AdjusTmenT of The Tundish WATer model of ConTinuous CAsTing 

Whereas approximately 96.3% of the steel produced worldwide is made by continuous casting, great emphasis is put on the 
superior efficiency of this process. the water model of the tundish and mathematical modeling is often used for the simulation 
of the steel flow during continuous casting. the experiments were performed on a model of the tundish with two outlets, at two 
casting speeds (0.8 m.s–1 and 1.2 m.s–1). eight setups of the tundish were evaluated, which differed in the design of the dams 
(with or without drainage holes), in their distance from the center of the tundish, and their height. the contribution of the work is 
the analysis of phenomena in the tundish water model in conditions of repeatability (ten repetitions). the goal is to find the setup 
providing the most symmetrical flow, with the minimum difference in the residence times Δτ on the two outlets. taking into ac-
count the results obtained at both casting speeds, the most preferred is setup 2 with the 87 mm high dams placed 587 mm from the 
center of tundish (Δτ = 0.5). The setup 3 (Δτ = 8.25) appears to be the least appropriate. the higher the casting speed, the higher 
the number of unsuitable arrangements. 
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1. introduction 

World steel production has rapidly increased, in the last 
few years, from 848 million metric tons in 2000 to 1742 million 
metric tons in 2018. nowadays, approximately 96.3% of the steel 
produced worldwide utilizes a continuous casting process [1,2]. 
consequently, enormous efforts have been made to increase 
the quality of the final product of continuous casting. Various 
methods of control systems improvement have been developed 
in the last decades, in particular for the mold level control sys-
tem. however, the long response delay of the system allows the 
occurrence of difficulties [3]. 

Because of the increasing demand for quality in metallurgi-
cal production, new engineering solutions are being developed to 
eliminate the remaining drawbacks of continuous casting tech-
nology. the current state of this technology allows the casting of 
liquid steel semifinished products with shape and cross-sectional 
dimensions that are close to those of the finished products [4].

the key part of the continuous casting equipment is the 
tundish [5], placed between the ladle and the crystallizer. Its 
primary role is to ensure the distribution of liquid steel to all 
outlets – the casting strands. the tundish serves as a storage 

vessel or the buffer tank, receiving molten steel from the ladle 
and allowing it to be cast continuously. also, the tundish has 
been developed as a metallurgical reactor to serve as the final 
step in the liquid steel refining by the control of temperature, 
composition, and flow to promote the removal of non-metallic 
inclusions, prevent the formation of new inclusions and ensure 
its chemical and thermal homogeneity [6-8]. 

for the exact description of the residence time of the 
elementary volume of steel in the tundish, it is necessary to 
divide the internal volume of the tundish into zones [9,10]. the 
proportion of individual zone volumes depends not only on the 
shape of the tundish and its internal setup (tundish design and 
position of turbostop and dams) but also on the casting speed. 
the casting speed affects the proportion of turbulent flow volume 
to a laminar flow volume.

In actual production, continuous casting equipment uses 
casting speeds depending on the cast profile. It is possible that 
if the casting speed is higher, the effect of speed would not be 
linear. Presented experiments were made for (u) – boat shape 
of the tundish. While other types of tundishes are also used (for 
example t-shape, V-shape) [11], it is, therefore, advisable to 
analyze them in the future, as well.
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In optimizing the tundish process, it is necessary to take into 
account design variations. While the term “design”, represents 
the fixed form of tundish construction (for example number of 
the strands/outlets), the terms “setup” or “configuration” repre-
sent the layout of its various components. these are components 
that can be inserted or removed within the fixed construction of 
the tundish, such as turbostops (impact pad), baffles, dams, and 
weirs. the impact pad is a body of refractory material capable of 
withstanding contact with molten steel drained into the tundish. 
this product is characterized by high erosion resistance and 
high-temperature stability.

the baffles, dams, and weirs are an auxiliary component 
in the tundish. they are used to separate slag, prevent slag from 
flowing into molds, and improve steel quality. good erosion 
resistance and high-temperature stability are required for these 
components. Perforated baffle obstructs the entire cross-section 
of the tundish, weirs and dams only part of it. Steel flows under 
the weirs, and over the dams [1,12].

the quality of the casting process and its final product can 
be controlled by the optimal setup of the tundish; this is the main 
reason for the modeling of the casting process. 

unfortunately, instability, uncertainties, and disturbances 
such as clogging and unclogging of the outlets, unwanted sur-
face waves, uncertain sensor and actuator dynamics [3] can 
occur during the continuous casting, which makes it difficult to 
describe and simulate. 

Investigations of steel flow or inclusions separation in the 
industrial plant tundish are problematic, because of the high 
temperature, the lack of optical accessibility of the melt, the 
need for a large number of experiments as well as their techno-
logical difficulty. for these reasons, mathematical, and physical 
modeling (water models) are used for the simulation of the steel 
flow during continuous casting [13,14]. 

therefore, the results obtained by the mathematical model 
should be verified by physical modeling – laboratory experiments 
with water model, and, if possible, by industrial experiment. 
the results of mathematical models simulations confirmed by 
the results of water modeling provide important information for 
the implementation of innovative solutions in industrial condi-
tions [15-18].

Both modelings provide the determination of the range and 
location of the intermixed zone, the optimization of steel flow by 
the tundish setup, and the residence time. the intermixed (tran-
sient) zone forms when different steel grades are cast in a single 
sequence, without the interruption of the casting [17,19,20]. 

Investigations using the water model are already well 
known and widely applied [21]. the kinematic viscosities of 
molten steel and that of water are similar. So far, tundish water 
models were used for qualitative as well as quantitative investiga-
tions. the water model enables the visualization of the flow, the 
measurement of the residence time, the study of the intermixed 
zone, the observation of the tundish setup influence on the flow, 
and the research of the inclusions separation [6]. 

the model of a tundish is designed to simulate, among other 
things, absorption, flotation, thermal and chemical homogeni-

zation of steel. It enables relatively quick and safe acquisition 
of information for the design and development of equipment 
at a relatively low cost. the reduced-scale physical model is 
designed to work according to the theory of physical similarity 
and modeling. the complexity of processes occurring in the real 
tundish does not allow to simulate all possible variants of the 
processes [12,22-25].

therefore, it is necessary to ensure the quality of the 
measurement beyond the verification of the accuracy of experi-
mental measuring instruments [26]. the purpose of the meas-
urement management system in agreement with the standard 
ISo 10012:2004 [27] is to control the risk that the measurement 
equipment or measurement process will yield incorrect results. 
Such results of the measurement negatively affect the final 
quality of products with economic or moral consequences, for 
example, the loss of goodwill.

Sufficient reliability of results cannot be achieved without 
verifying the results under repeatability conditions. repeatability 
conditions bring the model closer to the industrial use of tundish, 
in which the casting is repeated many times under approximately 
the same conditions. Papers that take into account the repeat-
ability of modeling, such as [18], are rare. 

Based on the above mentioned, the present paper deals 
with the evaluation of the “quality” of the water model with two 
outlets. the “quality” means the balance: are the conditions on 
both outlets given by the residence time the same, depending 
on casting speed and the setup of the tundish? to ensure repeat-
ability, the experiment was repeated ten times for eight setups 
and two casting speeds, 0.8 m.s–1, and 1.2 m.s–1. 

2. experimental setup

the analyzed water model of the continuous casting ma-
chine consists of two changeable ladles, a ladle shroud, and 
a boat-shaped, two-strand tundish [21] (see fig. 1). 

the model was on a 1:3 scale compared to the industrial 
tundish. the water with a temperature of 20°c substitutes the 
liquid steel with a temperature of 1600°c, it allows the simula-
tion of steel flow in real conditions. a tundish can operate in two 
standard modes. If the level of water in the tundish is constant 
and the volume of water flowing into the tundish is equal to the 
volume draining at tundish outlets, it operates in a steady state 
mode; presented analyses were performed in this steady state 
(conditions). If the tundish works in non-steady state conditions 
(so-called transient casting), the volume of the liquid flowing into 
the tundish changes with time together with the level of the liquid 
in the tundish [21]; it takes place during the exchange of ladles.

temperature and the level of water were continuously meas-
ured. on the ladle and the tundish are placed sensors of the local 
water level (ch-8501, Baumelectric company) with a maximum 
permissible error (mPe) of 0.5 mm. the electromagnetic flow 
sensors (Dn 25, aBB company) are placed in the ladle shroud 
tube and in the outlets. their mPe is 3% of the casting speed 
(for speeds greater than 0.7 m.min–1). the conductivity probes 
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(type 601, moravian instruments, j.s.c., zlin, czech republic) 
are placed in the ladle shroud and in the outlets of the tundish. 
their resolution is 0.001 S and mPe 1.2%. they also measure 
the temperature of the water with mPe 2%. the a/D converter 
(Data elektronIk, s.r.o, Brno, czech republic) processes 
the values of water conductivity changes, monitored by conduc-
tivity probes. the converter sends the processed data to the Pc, 
equipped with the control Web (cW) software. the data are pre-
sented in charts of the dimensionless concentration vs. time (s). 

the water model is controlled by system Simatic (Siemens 
ag, munich, germany) that can control all volumetric flows 
and levels of water. this system is similar to the control system 
used in the real continuous casting machine. 

the goal of the model is to observe minimum residence 
time tmin for alternative setups of the flow modifiers in the 
tundish as can be seen in taBle 1. each setup was tested at 
two different casting speeds of 0.8 m.s–1 and 1.2 m.s–1, which 
corresponded to the actual casting speed of the steel. fig. 2 shows 

fig. 1. the water model of continuous casting machine (a) and schematic of real continuous casting machine (B)

fig. 2. example of measured c-curve with highlighted times of tracer injection (a), minimal residence time (B), and maximal residence time 
(c) and real c-curves for setup 1-8
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the schematic setup of tundish, dam placement, and dam dimen-
sions for each tested setup. each tundish setup (configuration) 
involved flow modifier “turbostop” with a specific dam type and 
position, except setup 1 without dams. the bottom dams were 
placed specifically. for setups 5 and 6 bottom dams were placed 
450 mm from the center of the tundish model. for setups 2, 3, 
4, 7, and 8 bottom dams were placed 587 mm from the center 
of the tundish model. the tundish bottom dams had different 
heights. the tundish dams were 87 mm high for setups 2 and 5, 
167 mm for setup 4, and 117 mm for setups 3, 6, 7, and 8. the 
tundish bottom dams were solid for setups 2, 3, 4, 5, and 6, and 
perforated for setups 7, and 8. the perforated dams in setup 7 
had two drainage holes with a diameter of 27 mm at an angle 
of 45°. In setup 8, the dams had four drainage holes with the 
same diameter and angle as in setup 7. 

3. data collection principle 

the salt marker (tracer) kcl was used to adjust the water 
conductivity and fugitive dye kmno4 was used as the contrasting 
substance that allows visual observation of the flow (fig. 1). the 
time of their injection into the stream (τ0 = 0s) was registered by 
conductivity probe no. 1 placed in the ladle shroud. the flow 
of injected kcl and kmno4 in the tundish depends on a tundish 
setup. Subsequently, the tracer reaches the outlets, where it is 
detected by the conductivity probes no. 2 and 3, which are placed 
in the tundish outlets and record the changes in the conductivity 
of water. the time of the first detection of the change in conduc-
tivity is τmin – minimum residence time.

measured values of conductivity are converted into di-
mensionless concentrations using eq. (1). the plot of dimen-
sionless concentration against time enables the construction of 
c – curves.

the main investigated parameter that describes the water 
flow in the tundish is a minimum residence time τmin. It is defined 
as the shortest period, by which the injected salt and dye entering 
the tundish (injected in time τ0, point a in fig. 3) appear at its 
outlets. In the real conditions, tmin significantly correlates with 
time during which the inclusions in steel can float to its surface 
and into the slag layer [11,21]. 

In the case of the so-called short-circuit flow very low val-
ues of τmin occur. It means that water entering the tundish gets 
arrives at outlets by the shortest possible path. this phenomenon 
can cause so-called dead zones. 

the desirable goal is to achieve the longest possible value 
of the minimum residence time and the symmetric flow in the 
tundish. the design of the tundish, its geometry, dimensions, 
shape, and also setup, and the steel affect the flow of the liquid 
in the tundish.

as can be seen from fig. 3a), in addition to the minimum 
residence time τmin, (point B), the maximum residence time τmax 
(point c) are significant points of the c-curve. the maximum 
residence time τmax is defined as the time required for reaching 
the maximum concentration of salt tracer in the outlets of the 
tundish model [28-30]. the dimensionless concentration of the 
salt tracer (Cs) for c-curves is calculated by eq. (1). 

 
mcCs

Mmc
   (1)

Where mc is measured concentration, in time and Mmc is the 
maximal measured concentration. for this research, all meas-
urements were shortened and focused only on reference points 
(minimal and maximal residence times). real c-curves for 
setups 1-8 can be seen in fig. 3b)-i).

4. statistical analysis

to determine the above mentioned parameters it was nec-
essary to select the most appropriate statistical test. first, the 
normality of statistical distribution was tested for each dataset by 
the Jarque-Bera test [31]. It showed that no dataset has normal 
statistical distribution.

Since the datasets under consideration have a different 
distribution than normal, parametric tests are not suitable to 
determine the statistical significance of the analyzed differ-
ences. therefore, a nonparametric mann-Whitney u (or the 
mann-Whitney-Wilcoxon) test was used. the significance level 
of the test α was set to 0.05; the null hypothesis (the difference 
between the medians of the datasets is not statistically significant) 
is rejected when p < α. 

taBle 1
operating conditions

setup
Casting speed

Tundish bottom dam 
Position height Texture 

0.8 m/min 1.2 m/min 450 mm 587 mm 87 mm 167 mm 117 mm Compact drainage 
1   no dams no dams no dams no dams no dams no dams no dams
2     

3     

4     

5     

6     

7      two holes
8      four holes
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the outliers (Xout) were calculated using inequality (2).

 Q1 – 0.5IQR > Xout > Q3 – 1.5IQR (2)

Where Q1 is the first quartile, Q3 is the third quartile; IQR is 
the interquartile range (Q3 – Q1).

5. results

the parameters of individual datasets are shown in boxplots 
in fig. 4-6, which visualize the statistical parameters important 
for processing of datasets with non-normal distribution, i.e. 
median, first quartile, third quartile, minimum and maximum, 
the crosses mark the outliers (Xout).

the minimum residence times τmin for both tundish outlets 
(left and right) were measured ten times for each setup of the 
tundish (1-8) and each of the two casting speeds (0.8 m.min–1 
and 1.2 m.min–1), i.e. there were performed ten experimental 
runs for each tundish model setup and casting speed.

these measured data were subjected to statistical analysis 
to evaluate the statistical significance of the difference between 
residence times τ measured at the left and right outlets, depend-
ing on the setup of the tundish, and casting speed.

the goal of the analysis was to find the setup with the best 
flow of the liquid with:
– the longest minimum residence time τmin,
– the lowest difference between left (l) and right (r) outlet 

Δτ, calculated by eq. (3),
– the highest possible measurement accuracy, determined by 

medians.

 Δτ = abs (τminR – τminL) (3)

the statistically significant difference between the left and 
right outlet residence time at the casting speed of 0.8 m.min–1 
was found only in setups 1 and setup 3. as shown in taBle 2 
and fig. 4, the best balance of the model (the lowest difference 
between τmin medians of the left and right outlet) was found in 

fig. 3. the setup of the tundish – the bottom dams

taBle 2
The results of Wilcoxon test: p – values, and the difference Δτ between medians of left and right outlet  

(casting speeds 0.8 m.min–1 and 1.2 m.min–1) 

Casting speed, m.min–1 setup 1 2 3 4 5 6 7 8

0.8 p-value 0.00192 0.54322 0.03742 0.07522 0.70503 0.11982 0.20953 0.87965
Δτ 7.0 1.0 8.0 9.5 2.0 6.5 0.5 6.5

1.2 p-value 0.57003 0.62014 0.00113 0.03735 0.42614 0.38396 0.57017 0.04491
Δτ 1.5 1.0 9.5 6.0 17.5 5.0 2.0 24.0
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setups 2, 5, and 7. the retention time values for setup 3 (right 
outlet) and 8 (left outlet) have a greater variance compared to 
the other setups. Both setups have the same distance of the dam 
from the center of the tundish (587 mm) and the same height of 
the dam (117 mm). In the case of setup 8, the dam is perforated.

fig. 4. all setups under casting speed v = 0.8 m.min–1

The statistically significant value of Δτ at the casting speed 
of 1.2 m.min–1 was found in setups 3, 4, and 8. as shown in 
taBle 2 and fig. 5, the best balance of the model (the lowest 
value of Δτ) was found in setups 1, 2, and 7. unlike the case of 
the speed 0.8 m.min–1, the distance and height of the dams with 
the significantly higher variance of the retention time are not 
related to each other. on the other hand, a high variance was 
observed at the left outlet of setup 8 with the perforated dam 
at both casting speeds.

taking into account the results obtained at both casting 
speeds, the most preferred setups are 2 and 7. regardless of the 
casting speed, the statistically significant value of Δτ was found 

only in setup 3. The lowest values of Δτ were attained in setups 2 
and 6 (see taBle 3 and fig. 6).

fig. 5. all setups under casting speed v = 1.2 m.min–1

fig. 6. all setups regardless of the casting speed

taBle 3

the results of Wilcoxon test: p-values, and the difference Δτ between medians of the left and right outlet (both casting speeds) 

setup 1 2 3 4 5 6 7 8
p-value 0.57003 0.62014 0.00113 0.03735 0.42614 0.38396 0.57017 0.04491

Δτ 2.75 0.5 8.25 1.0 1.25 0.5 1.75 8.5

taBle 4

average values and standard deviations of residence times τmin measured of left and right outlet (casting speeds 0.8 m.min–1  
and 1.2 m.min–1)

setup

Casting speed
0.8 m min–1 1.2 m min–1

left outlet right outlet left outlet right outlet
τ–min σ τ–min σ τ–min σ τ–min σ

1 67 3.153 73.85 3.614 57.8 7.653 58.85 7.401
2 74.7 2.573 75.5 2.625 82.7 3.490 82.4 3.900
3 80.6 3.007 89.35 9.183 59.15 3.923 69.1 5.896
4 105.15 9.983 99.25 7.558 52.75 5.770 46.35 5.477
5 96.6 6.540 95.1 7.066 64.25 10.639 68.35 13.024
6 69.3 4.360 72.4 4.267 68.55 4.456 65.2 7.162
7 78.8 1.798 77.8 1.602 48.5 8.882 52.7 15.731
8 78.5 12.863 77.85 8.069 95.2 12.913 82.95 11.186
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average values of residence times τmin measured at both 
outputs and both casting speeds have listened in taBle 4. 

6. discussion

there are several influencing quantities acting on the 
continuous casting of steel. Some are well known; we know 
their influence and their ranges. Some have a minuscule impact 
compared to other influencing variables and we may neglect 
them. Besides, quantities with unknown effects may occur with 
a certain probability. these quantities are usually not constant, 
but their influence changes to some extent with time. It follows 
from the above that repeated casting (casting from one ladle) is 
never carried out under identical conditions.

If we simulate the processes in the tundish by the water 
model, such a process is also disturbed. however, in the water 
model, the impact of influencing quantities on the process needs 
not to be the same as during industrial casting, some have larger 
and some smaller effects or, possibly, different quantities may 
be in play.

It is, therefore, appropriate to monitor the casting process 
in conditions of repeatability. this is to say, to monitor the in-
fluencing quantities, of which we assume that their statistically 
significant effect on the process is constant, or at least within 
regulated limits; and subsequently, repeat the process, assum-
ing that only random effects exist. regarding the water model, 
such analyses are seldom published. a rare example is a paper 
[18] where an experiment was performed six times at the same 
experimental setting under conditions of repeatability.

In the present paper, ten repetitions were made for one 
setup of the tundish. the motivation for the increase in repeti-
tions (compared to the above-mentioned six) was the expected 
non-normal distribution of the measured results, which was 
also confirmed. further increase in the number of repetitions, 
although it would certainly increase the quality of the analysis, 
would be prohibitively time-consuming and economically de-
manding. therefore, non-parametric tests had to be used for the  
evaluation.

the objectives of the research were primarily focused not 
on the construction of the tundish, but the statistical evaluation 
of the stability of the given arrangement. for this reason, the 
experiment was carried out in a very simple, symmetrical tundish 
model with two outlets. a more complex model, for example 
with three outlets, described in more detail in [32] brings some 
complications to the statistical analysis.

the presented evaluation of the water model from the 
point of view of its balance, i.e. the smallest possible time dif-
ference between the outlets and the stability of this difference 
over time, is exceptional in the literature. as mentioned above, 
the setup of the tundish affects the difference in residence times 
Δτ at both outlets. 

from a statistical perspective, the requirement of the 
normality of input data is the limiting factor. In the case of a 
normal distribution of the results, other statistical methods could 

be applied to calculate measurement accuracy, for example, 
anoVa, z-score, and mandel’s statistics. It would be appro-
priate to focus on a wider range of casting speeds, up to limit 
speed used in practice and to observe the model’s sensitivity  
and stability. 

7. Conclusion

– the goal of modeling is to identify a such setup of the 
tundish that provides the symmetrical flow of the medium, 
with the minimum difference in the residence times Δτ at 
the two outlets. taking into account the results obtained at 
both casting speeds, the most preferred are setup 2 (p-value 
0.62014 >> 0.05, Δτ = 0.5) and to a lesser extent also setup 7. 
Setup 3 (p-value 0.0011 << 0.05, Δτ = 8.25) is the least 
suitable with the maximum observed difference between 
the right and the left outlet Δτ. the number of undesirable 
setups increases with increasing casting speed (2 and 3 
respectively according to p-value; and mean values of 
Δτ = 4.36 and 8.32 respectively). 

– the results presented in the paper are limited by the design 
of the model used (with two outlets) and the range of casting 
speeds.

– the contribution of this work is analysis under repeatability 
conditions, ie with a higher number of repeated experiments 
under the same conditions.

Acknowledgment

this work was supported by the Slovak grant agency for Science Vega 
1/0571/20. 

referenceS

[1] P. kováč, J. kijac, V. Masek, P. Marek, P. kalmár, k. Michalek, 
metalurgija 7, 249-255 (2003). 

 DoI: http://hrcak.srce.hr/file/189597
[2] World Steel in figures 2019, World Steel association [online]. 

[cited 3 february 2020]. 
 available from https://www.worldsteel.org/en/dam/jcr:96d7a585-

e6b2-4d63-b943-4cd9ab621a91/World%2520Steel%2520in%25
20figures%25202019.pdf

[3] c. furtmueller, l. del re, the International federation of auto-
matic control, 700-705 Seoul 2008. 

 DoI: https://doi.org/10.3182/20080706-5-kr-1001.00118
[4] t. merder, m. Warzecha, metall. mater. trans. B 43 B, 856-868 

(2012). DoI: https://doi.org/10.1007/s11663-012-9662-2
[5] B. Buľko, M. Molnár, P. Demeter, Metallurgist. 57, 11-12 (2014).
[6] m. Warzecha, metalurgija 50, 147-150 (2011). 
[7] J. Drezet, m. rappaz, outlits numériques appliqués aux procé-

dés de coulée continue, StI ecole de mécanique des matériaux 
mécamat, aussois 2008.

http://hrcak.srce.hr/file/189597
https://doi.org/10.3182/20080706-5-KR-1001.00118


104

[8] J.h. cloete, g. akdogan, S.m. Bradshaw, D.k. chibwe, J.S. afr. 
Inst. min. metall. 115, 355-362 (2015). http://www.saimm.co.za/
conferences/Pyromodelling/157-cloete.pdf

[9] D. mazumdar, r.I.l. guthrie, ISIJ Int. 39, 524-547 (1999). 
 DoI: https://doi.org/10.2355/isijinternational.39.524
[10] y. Sahai, r. ahuja, Iron mak. Steel mak. 13, 241-247 (1986).
 http://pascal-francis.inist.fr/vibad/index.php?action=getrecordD

etail&idt=8153332 
[11] r. kumar, a. maurya, I.h. Siddiqui, P. Jha: Some studies in dif-

ferent shapes of tundish inter-mixing and flow behavior. In: 4th 
International conference on Production and Industrial engineer-
ing, cPIe-2016, at Dr. B. r. ambedkar national Institute of 
technology Jalandhar-144011, India, Volume: 4, 2016. 

 https://youtu.be/m6mus59DsBu
[12] D. mazumdar, g. Jamanoglu, r.I.l. guthrie, Steel res. 68, 

 293-300 (1997) 
[13] m. goldschmit, S.P. ferro, r.J. Príncipe, a.h. coppola owen, 

numerical modelling of liquid Steel flow in contiuous cast-
ing Process [online]. [cited 21 September 2014] available from: 
<http://www.exa.unicen.edu.ar/fluidos/dfyp/fluidos2001/Datos/
contenido/lectures/goldschmit.PDf>

[14] k. Michalek, Využití fyzikálního a numerického modelování pro 
optimalizaci metalurgických procesů, VsB-TU ostrava 2001 (in 
czech).

[15] t. merder, J. Pieprzyca, m. Warzecha, metalurgija 48, 143-146 
(2009). https://link.springer.com/content/pdf/10.1007%2fs 
11663-012-9662-2.pdf

[16] t. merder, m. Saternus, m. Warzecha, P. Warzecha, metalur-
gija 53, 323-326 (2014). https://www.researchgate.net/publica-
tion/289435976_Validation_of_numerical_model_of_a_liq-
uid_flow_in_a_tundish_by_laboratory_measurements

[17] k. michalek, k. gryc, m. tkadleckova, D. Bocek, arch. metall. 
mater. 57, 291-296 (2012). 

 DoI: https://doi.org/10.2478/v10172-012-0025-4
[18] M. Bartosiewicz, A. Cwudziński, Arch. Metall. Mater. 64, 71-78 

(2019). DoI: https://doi.org/10.24425/amm.2019.126220

[19] m.J. cho, I. kim, ISIJ International 46, 1416-1420 (2006). 
 DoI: https://doi.org/10.2355/isijinternational.46.1416
[20] m.J. cho, I. kim, ISIJ International 50, 51175-1179 (2010). 
 DoI: https://doi.org/10.2355/isijinternational.50.1175
[21] B. Buľko, J. kijac, Acta Metallurgica slovaca 16, 76-83 (2010). 

http://www.ams.tuke.sk/data/ams_online/2010/number2/mag01/
mag01.pdf

[22] B. li, f. tsukihashi, ISIJ International 45, 30-36 (2005). 
 DoI: https://doi.org/10.2355/isijinternational.45.30
[23] Q. yue, z. zou, Q. hou, zh. chen, J. Iron Steel res. Int. 16, 17-22 

(2009). DoI: https://doi.org/10.1016/S1006-706X(10)60004-0
[24] X. Qin, ch. cheng, y. li, ch. zhang, J. zhang, y. Jin, metals 9, 

225-241 (2019). DoI: https://doi.org/10.3390/met9020225 
[25] J. huang, zh. yuan, Sh. Shi, B. Wang, ch. liu, metals 9, 239-249 

(2019). DoI: https://doi.org/10.3390/met9020239
[26] ISo 9000:2005 Quality management systems – fundamentals and 

vocabulary Brussels: ISo; 2005.
[27] ISo 10 012:2003 measurement management systems – require-

ments for measurement processes and measuring equipment. 
Brussels: ISo; 2003.

[28] y. Sahai, t. emi, ISIJ Int. 36, 681-689 (1996). 
 DoI: https://doi.org/10.2355/isijinternational.36.667
[29] y. Sahai, t. emi, ISIJ Int. 36, 1166-1173 (1996). 
 DoI: https://doi.org/10.2355/isijinternational.36.1166
[30] a. aguilar-corona, r.D. morales, m. Díaz-cruz, J. Palafox-

ramos, l. garcía Demedices, can. matall. Quart. 42, 455-464 
(2003). DoI: https://doi.org/10.1179/000844303794405991

[31] th. thadewald, h. Büning, J. appl. Stat. 34, 87-105 (2007). 
 DoI: https://doi.org/10.1080/02664760600994539
[32] B. Buľko, P. Demeter, Ľ. Parilák, P. Buček, J. Petrík, P. Blaško, 

D. Baricová, V. Chomič, P. Veselovský, The influence of ladle 
shroud misalignment on steel flow in three strand t-shape tundish 
In: metal, 28th International conference on metallurgy and materi-
als, Brno, czech republic, 35-41 (2019). 

 DoI: https://doi.org/10.37904/metal.2019.679

http://www.saimm.co.za/Conferences/PyroModelling/157-Cloete.pdf
http://www.saimm.co.za/Conferences/PyroModelling/157-Cloete.pdf
https://doi.org/10.2355/isijinternational.39.524
http://pascal-francis.inist.fr/vibad/index.php?action=getRecordDetail&idt=8153332
http://pascal-francis.inist.fr/vibad/index.php?action=getRecordDetail&idt=8153332
https://youtu.be/M6Mus59DsBU
https://link.springer.com/content/pdf/10.1007%2Fs11663-012-9662-2.pdf
https://link.springer.com/content/pdf/10.1007%2Fs11663-012-9662-2.pdf
https://www.researchgate.net/publication/289435976_Validation_of_numerical_model_of_a_liquid_flow_in_a_tundish_by_laboratory_measurements
https://www.researchgate.net/publication/289435976_Validation_of_numerical_model_of_a_liquid_flow_in_a_tundish_by_laboratory_measurements
https://www.researchgate.net/publication/289435976_Validation_of_numerical_model_of_a_liquid_flow_in_a_tundish_by_laboratory_measurements
https://www.researchgate.net/scientific-contributions/2041891641_Myung_Jong_Cho?_sg%5B0%5D=n0yif68RpmsbI0PdIi24UCM11RTHKJanxmHr3rxo1-9V7koK2znIb2D6G6E4tdzVRtHDx-c.hivQTCLmcHW_yylZVAQcCTT1fxxfAvvYKAzPXeMpKgK_ZeGzVDrIkPrK8e_NKjzFEziQlucA0TJOGZ5RTTwzig&_sg%5B1%5D=YWJ8VolIsr-ZeYHzZp5lhi9WRr0mZ922n7l8Yv84zUl5qex8OA6EeglRQuAAdgLI4xHyFc8.d4SszJANiMyzYu1twDbNPRPvt5HFbunwN2Iv7LUWIoK9a8ac_bbpd5DIH0tL-8DCvQgGZLmhL62OLtZLjRiChA
https://www.researchgate.net/profile/In_Cheol_Kim?_sg%5B0%5D=n0yif68RpmsbI0PdIi24UCM11RTHKJanxmHr3rxo1-9V7koK2znIb2D6G6E4tdzVRtHDx-c.hivQTCLmcHW_yylZVAQcCTT1fxxfAvvYKAzPXeMpKgK_ZeGzVDrIkPrK8e_NKjzFEziQlucA0TJOGZ5RTTwzig&_sg%5B1%5D=YWJ8VolIsr-ZeYHzZp5lhi9WRr0mZ922n7l8Yv84zUl5qex8OA6EeglRQuAAdgLI4xHyFc8.d4SszJANiMyzYu1twDbNPRPvt5HFbunwN2Iv7LUWIoK9a8ac_bbpd5DIH0tL-8DCvQgGZLmhL62OLtZLjRiChA
https://www.researchgate.net/deref/http%3A%2F%2Fdx.doi.org%2F10.2355%2Fisijinternational.46.1416?_sg%5B0%5D=gH_xVA00VbFd_vIOHsLrezdGEfZ9zicgpB_YdlNFyuDG29jZIjJWm7liYep0q2o9L90TQAnkNPOLmlp2OwF8zE4p1g.5_S3-kVFzxPzjyfRGpvCI2jrqZUD_8DT_pqsxLAsv4SvAai6KmtMzGK8PxNaCH7FRW8pb07edW0g0_-UI6mGNw
https://www.researchgate.net/scientific-contributions/2041891641_Myung_Jong_Cho?_sg%5B0%5D=n0yif68RpmsbI0PdIi24UCM11RTHKJanxmHr3rxo1-9V7koK2znIb2D6G6E4tdzVRtHDx-c.hivQTCLmcHW_yylZVAQcCTT1fxxfAvvYKAzPXeMpKgK_ZeGzVDrIkPrK8e_NKjzFEziQlucA0TJOGZ5RTTwzig&_sg%5B1%5D=YWJ8VolIsr-ZeYHzZp5lhi9WRr0mZ922n7l8Yv84zUl5qex8OA6EeglRQuAAdgLI4xHyFc8.d4SszJANiMyzYu1twDbNPRPvt5HFbunwN2Iv7LUWIoK9a8ac_bbpd5DIH0tL-8DCvQgGZLmhL62OLtZLjRiChA
https://www.researchgate.net/profile/In_Cheol_Kim?_sg%5B0%5D=n0yif68RpmsbI0PdIi24UCM11RTHKJanxmHr3rxo1-9V7koK2znIb2D6G6E4tdzVRtHDx-c.hivQTCLmcHW_yylZVAQcCTT1fxxfAvvYKAzPXeMpKgK_ZeGzVDrIkPrK8e_NKjzFEziQlucA0TJOGZ5RTTwzig&_sg%5B1%5D=YWJ8VolIsr-ZeYHzZp5lhi9WRr0mZ922n7l8Yv84zUl5qex8OA6EeglRQuAAdgLI4xHyFc8.d4SszJANiMyzYu1twDbNPRPvt5HFbunwN2Iv7LUWIoK9a8ac_bbpd5DIH0tL-8DCvQgGZLmhL62OLtZLjRiChA
https://www.researchgate.net/deref/http%3A%2F%2Fdx.doi.org%2F10.2355%2Fisijinternational.50.1175?_sg%5B0%5D=0MNXcKaaNGuoa1W6noxkMF7ciRJNTE2OQ32Wbxx_t5VSTPtVSWKmGsQ9qZMZqmby5UG_DLxeugdgprTm8DbHoKsaIg.yqksfzYyhpe-uvVKn-rnDWAZSNnu-OkW_A6YG-h9ypal761ekA-cNL5BrMx-IWWBnNLj6gxDoZ3EFWvSJ1nZrQ
https://doi.org/10.2355/isijinternational.45.30
https://doi.org/10.1016/S1006-706X%2810%2960004-0
 DOI: https://doi.org/10.2355/isijinternational.36.667
 DOI: https://doi.org/10.2355/isijinternational.36.667
https://www.researchgate.net/deref/http%3A%2F%2Fdx.doi.org%2F10.2355%2Fisijinternational.36.1166?_sg%5B0%5D=WwEqPxZPHhvaQvWtdzTKMpaUAqE0iZWac6JKHQMwvSRk9LAlaaT56wK90Hmqg8eClA_A805Y1VgM8zvUaGlM02Vs-g.XWz4R5qt87_54a5i33x7efvoJsQUTQHt03j5iIvrAJsRXU-oTbhTy0m4u-Mh7bIUSZkQRN6kdGOKTNPTNkkdCA
https://www.researchgate.net/deref/http%3A%2F%2Fdx.doi.org%2F10.1179%2F000844303794405991?_sg%5B0%5D=x-3g0WRqa10-CZCJsYUrWyOBw4DyKpjuWW3Tr28s3A-LpKdIqTf_CkheV4A9hpu_-_s3aj3aydbcEwJqSA4KwVOoRA._L4AEI5MiXSfy3xySP3WhFd8KbTm2yUglsAlvQRv6_YltwKz5eiJV7C_VUpE1xM2Ncc4Vtqq6VbrW8k32DYFJw
https://www.tandfonline.com/author/Thadewald%2C+Thorsten
https://doi.org/10.1080/02664760600994539
https://www.confer.cz/metal/2019
https://www.confer.cz/metal/2019
https://doi.org/10.37904/metal.2019.679

	S. Drzewowska￼1*, Tian-Wey Lan￼2, B. Onderka￼1
	The Influence of Ag2Te Addition on Thermoelectric Properties of Bismuth Telluride

	Haitao Xue￼1, Xiaoping Luan￼1*, Weibing Guo￼1, Dong Zhou￼1
	Microstructure and Properties of TIG Surfacing Co-Based Alloy 
on UMCo50 Process Burner

	M. Zheng￼1*, S. Zhang￼1, X.J. Peng￼1, Y. Wang￼1
	On the Estimation of Fatigue Crack Initiation Life of H62 Brass

	Huang Zhongsheng￼1,2,3*, Yang Tianzu￼1
	Gold Recovery from Cyanidation Tailings Using Flotation Process

	Mohamed Afqir￼1*, Stevan Stojadinović￼2, Mohamed Elaatmani￼1, 
Abdelouahad Zegzouti￼1, Nabiha Tahiri1, Mohamed Daoud￼1
	Hydrothermal Synthesis, Impedance and Optical Properties 
of Tm-Doped SrBi2Nb2O9 Ceramics

	A.A. Glotka￼1*, V.E. Ol’shanetskii￼1
	Forecasting the Properties of Heat-Resistant Nickel Alloys 
Equalaxial Crystallization

	Jian Zhou￼1*, Hongkun Xu￼1, Chenyu Zhu￼1, Bin Wang￼1, Kun Liu￼1*
	Comparisons Between 2D and 3D MPFEM Simulations in Modeling Uniaxial High Velocity 
Compaction Behaviors of Ti-6Al-4V Powder

	Yubin Kang1, Byoungyong Im1, Jin-Ju Choi1, Jin-Ho Yoon1, Dae-Guen Kim1*
	Synthesis of Analcime Zeolite Using Al and Si from Waste Resources 
for the Removal of Pb/Cd Ions from Aqueous Solution


