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! 203.4 531 The paper presents the results of laboratory-scale tests of Polish hard coal steam gasification process 
combined with CO, capture by absorption on CaO in a single step. Polish coal mine Piast was selected as a coal 
samples supplier based on the coal resources, quality, price and reactivity which makes it a potential supplier for 
a future full-scale gasification system. Steam gasification tests were conducted in a vertical fixed bed reactor at 
the temperature range of948-I I 73K in three series: with addition ofCaO layered on a coal sample (II), mixed 
with a coal sample (111) and without adding CaO (I). The CaO increased both the hydrogen yield and content in 
gaseous products mixture in comparison with series l. As expected, mixing ofCaO with coal sample improved 
the effects in terms of hydrogen yield and concentration in outlet gas when compared with CaO layered on 
a coal sample. An effective CO2 absorption was observed in tests with CaO mixed with a coal sample and at 
relatively low temperatures. At higher temperatures a reaction resulting in CO2 concentration increase in the 
produced gas mixture was observed. 

INTRODUCTION 

The European economy dependence on natural gas and crude oil, imported from geo-po­ 
liticall y unstable world regions, creates a severe risk for its energy security. It is expected 
that without fundamental changes in energy base structure the European dependence on 
imported energy resources will have risen from present 50% to 70% by 2030 (of which 
crude oil will constitute 94%) [8]. The increasing energy demand and result ing increase 
in fossil fuels consumption contribute to environment contamination and climatic chan­ 
ges. Rising awareness in terms of sustainable development in the greatest economy po­ 
wers brought about more restrictive regulations regarding greenhouse gases emission and 
an increasing interest in the research focused on fossil fuels-based energy generation 
technologies of improved effi ciency and combined with CO

2 
capture as well as on new, 

economicall y competitive and environmental fr iendly energy carriers. The natural conse­ 
quenc~ of the above circumstances are research activities oriented on the production of 
hydrogen which is more and more commonly considered to be an energy carrier fulfi ll ing 
all economic and environmental requirements, with a particular focus on the development 
ofan integrated coal-based hydrogen and electricity generation technology with CO

2 
cap­ 

ture [11, 14]. 
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the temperature range of948-973K, 
the temperature range of 973-1073 K and 
the temperature range of I 073-1173 K. 
At the temperature range of 948-973K, the observed coal conversion rate is low. 

At a temperature higher than 903K, methane steam reforming is observed and at a tem­ 
perature over 923K, methane is consumed in the reaction with CO2' and CO and H

2 
is 

produced. 
The free Gibbs energy calculated for the main reactions in the hydrogen-rich gas 

production process through coal gasifi cation at the temperature range of 973-1073K 
shows the immediate coal conversion and a minor influence of the water-gas shift re­ 
action on the CO/CO2 ratio. Moreover, at a temperature higher than 993K, the reverse 
Boudouard reaction is observed during which amorphous carbon and CO

2 
are consumed, 

which results in CO gas enrichment. 
The last temperature range, of 1073-l 173K, shows high coal conversion. At the 

temperature higher than I 073 K the reverse reaction to water-gas shift reaction takes place 
and CO

2 
is consumed to produce CO and steam. Calculations of free Gibbs energy for 

the reaction of CaO carbonation indicate that the absorption of CO
2 

on CaO is preferred 
at a relatively lower temperature range as calcination starts at the temperature of 1165K. 
The problem of limestone calcinations is widely discussed in literature, but still there is 
no consensus on CaCO3 calcinations mechanism [2, 3, 9, I O). However, it is recognized 
that CO

2 
concentration, which considerably inhibits the reaction, particle size, limiting 

the thermal and mass transfer, and the catalytic or inhibiting effects of impurities such as 
Li

2
CO

3 
considerably accelerating the reaction, may have all great impact on the calcina­ 

tion kinetics [13). The calcination process is usually conducted at the temperature range 
of 1023-1173K, whereas the carbonation at 823-1023K [IO). 

At the same time, the temperature of the process discussed should be maximum 
1123K, which is the maximum temperature at which Boudouard reaction and carbonation 
reaction are thermodynamically favorable [I, 4, 5). 

MATERIALS 

Hard coal samples from Piast coal mine which is considered to be a potential future sup­ 
plier of coal for a full scale gasifi cation system in terms of resources, quality and price 
were used in the laboratory tests of hydrogen-rich gas production through coal gasifi ­ 
cation with addition of CaO [ 12). For the coal samples tested, the basic analyses of the 
selected physical and chemical parameters of fundamental importance for the gasifi cation 
process were conducted, such as: content of C, H, N, S, total moisture, ash and volatile 
matter. The characteristic temperature of fusibilities of ash, namely sintering point, sof­ 
tening point, melting point and flow temperature, were determined both in the oxidizing 
and reducing atmosphere. Moreover, the combustion heat and calorifi c value of the ana­ 
lyzed coal samples were determined. Results of these analyses are presented in Table I. A 
commercial grade highly reactive CaO from Lhoist Bukowa Plant, a leading Polish lime 
producer were used in the experiments. 
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Fig. 2. The laboratory-scale fixed bed reactor installation for coal gasification: I - gases inlets (valves, flow 
regulators), 2 - steam generator, 3 - pump, 4 - resistance furnace, 5 - fixed bed reactor, 6 - thermocouple, 

7 - manometer, 8 - pressure regulator, 9 - water trap, I O - flow meter, 11 - furnace temperature control, 
12 - gas chromatograph 

Three series of experiments were conducted. In the fi rst series the sample of 3. I g of 
coal was fed into the fi xed bed reactor (Fig. 3a), whereas in the second and third series 3.1 
g of coal and 50 g ofCaO were used: in layers (Fig. 3b) and mixed (Fig. 3c), respectively, 
and the reactor was heated in an inert gas atmosphere to the temperature of 948, 973, 
I 023, I 073, 1123 and 1173K. After the temperature stabilization, the steam was injected 
upwards the gasifier with a flow rate of3.2 cm3/min and the outlet gas cooled and dried in 
a water trap was analyzed on-line via GC and its flow was measured by a flow meter. 

Outlet gases Outlet gases Outlet gases 

1} 1} 1} 
a) b) c) 

- - - -- 

1~ - - - - ~ 
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J • 
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Fig. 3. The samples tested in the experiments: (a) sample of coal, (b) coal sample and CaO layered (c) coal 
sample and CaO mixed 



! " # $ # % &%' () * &+ )

,- &. (/ & # 0 $ $) &1 . &&)' 0 &

)2 345678 9 :; 8 < =42 5=>8?6> @7?A6B:> CD?E> =2A @87B82:=58 B?< @?>4:4?2 ?C:; 8 5=>8?6>
@7?A6B: < 4F:678 @7?A6B8A 42 :; 8 @7?B8>> =78 @78>82:8AGHI A7?582 4> :; 8 < =42 >I 25=> B?< J
@?282: ?K:=428A 42 :; 8 @7?B8>> ?CB?=D5=>4C4B=:4?2 =: :; 8 :8< @87=:678 7=258 ?CL9"MNNOP+ G
/ ; 8 D?E8>: Q=D68 ?C; I A7?582 R9" S T E=> ?K>87Q8A =: :; 8 :8< @87=:678 ?CL9" + =2A :; 8
; 45; 8>: ?28 RUOS T =: :; 8 :8< @87=:678 ?CNN! P+ G/ ; 8 :; 8?78:4B=DDI =B; 48Q=KD8 :?:=D =< ?J
62: ?C; I A7?582 C7?< V4=>: B?=D>=< @D8 E=> " NOWB< 3

• / ; 8 7=:4? ?C; I A7?582 =< ?62: ?KJ
:=428A 42 ?28M; ?67 :8>: A67=:4?2 R/ =KG ! T :? :; 8 :?:=D :; 8?78:4B=D =< ?62: E=> => C?DD?E>X

=: :; 8 :8< @87=:678 ?CL9" +MYGPYZ
=: :; 8 :8< @87=:678 ?CLOP+ MYG9UZ
=: :; 8 :8< @87=:678 ?CNY! P+ MYGWNZ
=: :; 8 :8< @87=:678 ?CNYOP+ MYGWYZ
=: :; 8 :8< @87=:678 ?CNN! P+ MYGWLZ
=: :; 8 :8< @87=:678 ?CNNOP+ MYGUWG

/ ; 8 78D=:4Q8DI ; 45; 87=< ?62:> ?C; I A7?582 @7?A6B8A R9" YWB< P =2A WP9WB< PT=2A
:; 8 ; 45; 8>: =Q87=58 @87B82:=58 ?C; I A7?582 42 :; 8 @7?A6B: < 4F:678 RUOS =2A UWS TE878
?K>87Q8A C?7:; 8 :8>:> =: :; 8 :8< @87=:678> ?CNN! P+ =2A NNOP+ Z78>@8B:4Q8DI G

/ ; 8 78< =42425 5=>8?6>@7?A6B:>Z< =42DI 1 '
!
Z1 ' =2A >< =DD=< ?62:> ?C1H

9
B?2>:4J

:6:8A =K?6: PPS =2A W! S ?C:; 8 5=>8?6> @7?A6B:> < 4F:678 =: :; 8 :8< @87=:678 ?CNN! P =2A
L9" + Z78>@8B:4Q8DI G0 8F: >8748> ?C8F@874< 82:> =4< 8A =: 1 '

2 
>8@=7=:4?2 C7?< :; 8 @7?A6B:>

< 4F:678 42 :; 8 @7?B8>> ?C=K>?7@:4?2 ?2 1=' G1?=D >=< @D8> =2A 1=' E878 @6: 42 D=I 87>
?7 < 4F8A =2A :; 8 5=>4C4B=:4?2 :8>:> E878 B?2A6B:8A =: Q=74?6> :8< @87=:678>G / ; 8 < =42
5=>8?6> @7?A6B:> CD?E> =2A @87B82:=58 B?< @?>4:4?2 ?C:; 8 5=>8?6> @7?A6B:> < 4F:678 42 =
>:8=< 5=>4C4B=:4?2 @7?B8>> ?CV4=>: B?=D < 428 >=< @D8> E4:; 1=' =: :; 8 :8< @87=:678 7=258
?CL9"MNNOP+ =78 @78>82:8A 42 345678> W=2A UG

/ ; 8 @87B82:=58 B?< @?>4:4?2> ?C:; 8 5=>8?6> @7?A6B:> < 4F:678 ?K:=428A 42 B?=D5=J
>4C4B=:4?2 E4:; 1=' =78 @78>82:8A 42 / =KD8> P =2A 9G[ =>4C4B=:4?2 E4:; 1=' Z D=I 878A =2A
8>@8B4=DDI < 4F8A E4:; B?=D >=< @D8> D8A :? = >4524C4B=2: 42B78=>8 42 ; I A7?582 B?2:82: =:
:; 8 E; ?D8 :8< @87=:678 7=258G

/ ; 8 7=:4? ?C; I A7?582 Q?D6< 8 ?K:=428A 42 ?28M; ?67:8>: A67=:4?2 R/ =K> P =2A 9T :?
:; 8 :?:=D:; 8?78:4B=DDI =B; 48Q=KD8 42 :8>: E4:; 1=' =AA4:4?2 E=> => C?DD?E>X

1=? 42 D=I 87>
=: :; 8 :8< @87=:678 ?CL9" + MYG9NZ
=: :; 8 :8< @87=:678 ?CLOP+ MYGWPZ
=: :; 8 :8< @87=:678 ?CNY! P+MYGUYZ
=: :; 8 :8< @87=:678 ?C) YOP+ MYGU! Z
=: :; 8 :8< @87=:678 ?CNN! P+ MYGUNZ
=: :; 8 :8< @87=:678 ?CNNOP+MYGUOG

1=' < 4F8A
=: :; 8 :8< @87=:678 ?CL9" + MYG9" Z
=: :; 8 :8< @87=:678 ?CLOP+ MYGWUZ
=: :; 8 :8< @87=:678 ?C) Y! P+ MYGULZ
=: :; 8 :8< @87=:678 ?C) YOP+ MYGU)Z
=: :; 8 :8< @87=:678 ?CNN! P+ MYGUWZ
=: :; 8 :8< @87=:678 ?CNNOP+ MYGO!G



LABORATORY TESTS OF HYDROGEN PRODUCTION THROUGH COAL .. 29 

!"##$"%

948K 

!&'() "

973K 

t[minJ 

973K 

t [min J 

1023K 

t[ITW'I) 

1023K 

,r-1 

1073K 

t[min] 

1073K 

1 
~ r OOifflifflWim__ -_ _ _ - - - __ - - 

-~ ~- - - - - - - - - - - - ~- - - * "$+!$,- $./ 01/ / /- $"++$2+3$.+- $""+%4$+"5 $26/ / $7$8"9../$+36$23/ $: * $-

I [min ) 

OCH, 

oco 
! co, 
DH, 

1123K 1123K 

l{rr'WI) I &'() (

1173K 1173K 

"' . 
= I 

C ,. ·. I 

i:~~~Jili~ 
!; '") "

Fig. 4. (a) The main gaseous products flows and (b) percentage composition of the gaseous product mixture 
in a steam gasification process of Piast coal mine samples at the temperature range of948-I I 73K 
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a) 948K 

~ 
t1 ,,,-Ji-,-¥-. )'~-y-~'(-;.::-i.-¥-:X-:lf-',(~-,:-X--:.."-'-X-,c 

,,..,, 

973K 

l [min l 

b) 948K 

111unm1n1~ 
t[mlnJ 

9731( 

- ~~· ~~~~, ~, ~~~~~~~~~ 
t [min] 

1023K 

. . . . . . . _, , . . # _ 
,,...,1 

~========================================~::: ========================================= 1073K 

· · · · · - - - - - · ##- - • - - - - 1[...,J 

1023K 

· · · · - · · - - - · · - - - - - , - - 1!..,.,l 

1073K 

.... , , . , , , , ~~, , - ~~, , 
t{min} 

1123K 1123K 

1173K 

'.} 

O(, '\'~-:l,(-)o(--!r.'-.-,.~~~'.>'. ·-~)~; JJJJ, ~, ~~~~, ~, , ~~~~~ 
t(mlnJ 

1173K 

t-,-~~~ 
• • J • , ~, ~, , ~~~~, , ~~, ~ 

!{mln] 

Fig. 5. (a) The main gaseous products flows and (b) percentage composition of the gaseous products mixture 
in a steam gasification process of Piast coal mine samples with CaO (layered) at the temperature range 

of948-II 73K 
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LABORATORY TESTS OF HYDROGEN PRODUCTION THROUGH COAL.. 33 

The highest amount of hydrogen produced in tests with CaO layered (5442 cm3
) 

was observed at 1173K, while the highest hydrogen percentage content in the gaseous 
products mixture (70%) at 948K. In the case ofCaO mixed with coal, the highest volume 
of hydrogen was 5857 cm3 at I I 73K and the highest hydrogen content in the outlet gas 
was 81 % at 948K. 

The process of CO
2 

capture by the absorption on CaO was effective in the case of 
CaO mixed with a coal sample at a relatively low temperature (948K) (Fig. 7). At higher 
temperatures a reaction resulting in CO

2 
concentration increase in the product gas mixture 

was observed. In tests with CaO layered on a coal sample CO2 absorption was not ob­ 
served possibly due to CaO agglomeration effect. 

2000 +- - - - - - - - - - - 
~ 
"~ 1500 -j----- 

0 u 1000 

500 

o 

aceo (layered) 

! Cao (mixed) 

948 973 1023 1073 

T [KJ 

1123 1173 

Fig. 7. Amount of CO2 in gaseous product mixture generated in one-hour test duration 

CONCLUSIONS 

The hydrogen yield increased with the temperature in each of the three test series (that is 
I - steam gasifi cation, II - steam gasifi cation with CaO layered and Ill - steam gasifi ca­ 
tion with CaO mixed) and reached the maximum of 72% of the theoreticall y achievable 
at 1173K with CaO mixed with a coal sample. 

The removal of CO
2 

from the outlet gas stream in the process of CaO carbonation 
resulted in a signifi cant hydrogen content increase in the products mixture at 948K (70% 
and 81 % for series Il and III in comparison with 48% in series I) and in hydrogen yield 
increase in the outlet gas when comparing results at corresponding temperatures in the 
three series. 

According to the expectations, mixing coal sample with CaO before gasifi cation 
resulted in hydrogen yield increase as well as in percentage content in product mixture in 
comparison with Cao layered. 

In the calcinations process (not discussed in the paper) CaCO
3 

may be decomposed 
to produce pure stream of CO

2 
ready for sequestration and CaO recycled to the process. 

Based on the thermodynamic analysis of the gasifi cation process and a literature 
review, a conclusion may be drawn that the temperature is one of the most important 



Table 3. The amounts of gaseous products generated in steam gasifi cation process of Piast coal mine samples with CaO (layered) at the temperature range of948-l l 73K 

948K 973K 10231< 1073K 1123K 1173K 
CO.lcml COlcml CH,lcml H.lcml co 1cml CO[cml CH,[cml H,lanl co !cml CO[cml CH,[anl H,lanl CO,!cml CO[cml CH.lcml H,[cml CO,fcml CO[cml CH,[cml H.!anl CO,lanl CO[cml CH,fcml H,fanl 

No qn;nJ 
I 0-,1,2 1(11) 23 o 449 1116 39 o 427 160 34 o 264 142 71 o 358 112 o o 517 150 57 9 641 
2 3.2-6.4 105 18 o 277 81 1116 16 369 149 31 o 506 164 59 o 519 100 62 3 292 154 91 o 555 
3 6.4-9.6 80 20 o 300 111 35 o 369 156 37 o 379 113 50 o 351 81 18 o 244 152 64 2! 331 
4 9.6-12.8 82 17 o 243 93 147 o 274 155 42 o 317 99 ! 5 o 313 64 39 5 234 174 83 o 31!
5 11.8-16.0 81 16 o 245 109 42 o 305 130 25 li 348 88 57 o 257 91 39 5 265 185 44 o 343 
6 16.0-191 85 21 o 237 124 39 o 294 145 27 o 342 88 58 o 256 88 44 7 261 131 51 o 275 
7 19.2-22.4 75 16 o 195 87 44 o 212 108 36 o 256 88 47 o 267 94 41 13 252 139 38 o 280 
8 22.4-25.6 79 15 o 191 100 29 o 214 90 51 o 159 91 55 o 154 100 70 24 263 110 60 o 231 
9 15.6-28.8 76 17 o 191 97 36 o 208 98 18 o 274 96 53 o 251 97 68 o 235 120 72 o 26!

10 28.8-32.0 71 18 o 196 94 51 o 197 88 36 o 274 92 60 o 248 123 37 3 294 104 61 14 278 
11 32.0-351 63 15 o 150 92 39 o 211 85 48 o 267 103 56 o 241 124 35 8 289 91 70 31 208 
12 35.2-38.4 50 11 o 110 85 80 o 178 61 64 32 185 99 33 o 268 112 45 23 2n 101 34 o 265 
13 36.4-41.6 44 12 o 115 107 14 o 211 65 63 5 111 99 27 o 273 123 41 14 280 98 33 o 269 
14 41.6-44.8 45 11 o 115 83 36 o 166 58 69 o 215 83 35 o 225 101 60 o 239 91 43 o 209 
15 44.8-48.0 33 8 o 73 88 27 o 173 58 31 o 196 81 42 o 220 111 33 o 256 98 16 o 228 
16 48.0-511 33 8 o 73 89 21 o 176 55 21 o 210 80 44 o 219 99 29 4 211 88 30 15 200 
17 511-54.4 34 9 o 72 75 11 o 142 45 13 o 170 85 45 o 212 94 33 14 201 79 71 4 188 
18 54.~7.6 32 9 o 73 64 31 16 116 29 16 8 118 n 19 o 190 93 30 15 206 80 ! 3 10 211 
19 57.6-60.8 23 9 o 83 50 27 o 94 17 19 o 78 43 18 o 110 92 35 4 212 61 60 12 152 

A-Total 
[an1t•60.8 1193 in o 3389 1735 866 32 4336 1751 691 57 4870 1806 875 o 5032 1898 759 142 5027 2207 1019 130 54! 2 

23 m11 



Table 4. The amounts of gaseous products generated in steam gasifi cation process of Piast coal mine samples with CaO (mixed) at the temperature range of 948-l I 73K 

948K 973K 1023K 1073K 1123K 1173K 
C021m0 CO(mll CH41mll H21mll C021mll CO(mO CH41mll H21m0 C021m0 CO(mO CH41m0 H21m0 C021mll CO(mll CH41m0 H21m0 C021mll COlmll CH41mll H21mfl C021mll COlmll CH41m0 H21mll 

No llminl 
1 0-3.2 260 66 o 245 196 181 43 151 75 15 25 342 106 57 97 311 58 245 o 325 196 387 o 273 
2 3.2-6.4 5 33 o 361 81 31 18 443 92 69 37 466 181 55 12 495 59 46 o 352 68 67 o 665 

3 6.4-9.6 8 34 o 358 88 26 12 388 72 57 34 409 184 11 3 337 n 8 o 257 56 38 o 478 
4 9.6-12.8 9 33 o 300 41 40 25 408 84 50 31 369 143 27 4 283 90 6 o 246 46 61 o 464 
5 12.8-16.0 21 32 o 290 84 38 25 330 39 29 18 428 116 21 4 259 116 17 o 267 118 59 o 394 
6 16.0-19.2 12 36 o 295 66 31 15 344 20 16 12 466 119 17 3 260 112 10 o m 112 30 o 315 
7 19.2-22.4 10 31 o 245 67 22 11 243 18 12 10 360 121 27 3 248 116 13 o 270 131 14 o 312 
8 22.4-25.6 10 33 o 243 78 23 14 228 27 13 10 350 126 7 3 264 133 11 o 313 121 11 o 268 

9 25.6-28.8 9 31 o 245 74 24 12 233 37 14 11 338 128 1 4 268 114 10 o 276 142 15 o 300 
10 28.8-32.0 9 31 o 246 73 24 12 233 44 16 11 329 133 1 3 263 126 8 o 323 146 8 o 303 
11 32.0-35.2 8 25 o 195 80 29 19 215 56 15 11 318 131 1 3 265 128 8 o 322 130 2 o 267 
12 35.2-38.4 7 20 o 145 114 29 19 181 57 13 11 262 131 1 3 266 137 7 o 313 126 15 o 258 
13 38.4-41.6 6 20 o 145 99 37 24 184 75 13 10 245 132 1 3 264 137 8 o 312 129 14 o 257 
14 41.6-44.8 7 19 o 145 55 32 26 173 n 15 11 240 138 o 3 202 110 5 o 284 113 2 o 227 
15 44.8-48.0 5 13 o 97 53 38 24 171 75 11 9 191 110 1 3 229 125 6 o 268 111 10 o 222 
16 48.0-51.2 12 12 o 91 45 26 15 200 78 12 9 187 109 1 3 230 102 5 o 235 107 26 o 209 

17 51.2-54.4 5 12 o 96 51 17 10 151 63 10 8 147 112 1 3 228 101 6 o 236 115 o o 228 
18 54.4-57.6 6 13 o 96 37 19 11 162 50 6 6 109 93 o 2 190 100 6 1 237 116 o o 227 
19 57.6-60.8 5 13 o 96 33 13 8 117 38 4 4 68 57 o 2 113 100 7 1 235 96 o o 190 

A•Tolal 
lcmi 415 505 o 3934 1395 679 343 4552 106-0 388 275 5646 2349 228 160 4975 2040 432 4 5349 2181 760 o 5857 

!=60.8 
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