












717

Fig. 9. Surface element distribution obtained from an exemplary precipitate observed in the microstructure of the Nireva material. FEM/EDS

Fig. 10. Element surface distribution obtained from an exemplary precipitate observed in the microstructure of the Nireva material. FEM/EDS
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