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TEM, HREM, L-TEM STudiES of fe-BaSEd SofT MagnETic MELT-Spun RiBBonS SuBjEcTEd  
To uLTRa-Rapid annEaLing pRocESS

in the present work, we performed the ultra-rapid annealing (ura) process for amorphous Fe78ni8B14 melt-spun ribbons in 
order to obtain fine excellent microstructure assuring the best soft magnetic properties. several microscopic methods mainly based 
on transmission electron microscopy (teM) and lorentz teM (l-teM) were applied for detailed studies of the microstructure and 
magnetic domains structure. the investigation revealed that the optimized parameters of the uRA process (500°C/0.5-5 s) lead to 
outstanding soft magnetic properties. A mixture containing close to 50% amorphous phase and 50% α-Fe nanocrystals of size up 
to 30 nm has been already obtained after annealing for 3 s. these annealing conditions appear to be the most suitable in terms of 
microstructure providing the best magnetic properties.
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1. introduction

nowadays, due to the prevention of global warming and 
resource saving, intensified electricity saving is required. One of 
the examples is a reduction of losses in transformers by using soft 
magnetic materials. especially, amorphous and nanocrystalline 
alloys in form of melt-spun ribbons have lower hysteresis loss 
than conventional alloys such as silicon steel sheets, due to their 
microstructure, in which the magnetization is more easily rotated 
using applied magnetic fields. they are also known to have 
low eddy current losses, due to high electric resistance and 
formability to a thickness of approximately 25 μm. thus, many 
efforts have been made to improve the magnetic properties of 
different groups of soft magnetic materials like  Fe-si-B-nb-Cu 
(FineMet) [1], Fe-M-B (nAnOPeRM) [2-6], Fe-Co-M-B 
(hitPeRM; M = nb, zr, hf) [7], Fe-Co-nb-B-P (PyROPeRM) 
[8] and Feni-based [9-12]. soft magnetic nanocrystalline alloys 
are often obtained by thermal annealing of amorphous alloys, 
however, their magnetic properties are sensitive to chemical com-
position as well as microstructure. nanocomposites consisting 
of α-Fe crystallites with sizes smaller than 35 nm, surrounded 
by an amorphous matrix showed low coercivity and high per-

meability [13]. this behaviour is based on a random anisotropy 
model in which the averaging of magnetocrystalline anisotropy 
plays a key role. thus, for this reason, α-Fe crystallites have to 
be smaller than the natural exchange length, which equals 35 nm 
for Fe [13]. A high nucleation density is necessary for achieving 
a uniform and dense nanocrystalline structure. sharma et al. [14] 
found that the grain size during crystallization can be controlled 
not by the diffusion rate, but by the growth harmony between the 
pre-existing and newly formed nuclei if sufficiently high heating 
rates are ensured. there is so-called critical temperature above 
which a larger number of nuclei exists. it was found that the best 
nanocrystalline structure ensuring good soft magnetic properties 
can be obtained when both the pre-existing nuclei/Fe-rich places 
and newly formed nuclei grow together. however, it happens 
only when high heating rates during annealing are used. A large 
number of nuclei together with lack of diffusion barrier for Fe 
lead to uniform crystallization of α-Fe crystals. Moreover, the 
high density of α-Fe nuclei conduces to competition for growth 
and consequently provides the reduction of crystallites size even 
down to 20 nm. Additionally, magnetic domain shape and size 
as well as the movement of magnetic domain walls and their 
width have an influence on magnetic anisotropy [15,16]. their 
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characterisation can be successfully performed with the use of 
teM lorentz microscopy in the Fresnel mode. therefore, in 
this work, an attempt is made to study the relationship between 
microstructure, magnetic domains structure and soft magnetic 
properties in Fe-ni-B melt-spun ribbons subjected to ultra-rapid 
annealing (ura) process. 

2. Experimental procedure

Alloy with the nominal composition Fe78ni8B14 (at. %) was 
prepared by induction cast in quantity of about 2 kg from pure 
(3n) Fe, ni elements and master FeB18 alloy. then, the ingot 
was melted by induction at 1250°C in quartz tubes and ejected 
with 26-28 kPa overpressure from the quartz tube to a copper 
wheel rotating with 1260 rpm in order to produce the melt-spun 
ribbons. the ribbons were ultra-rapidly annealed at 773 k for 
0.5÷14 s with a heating rate of ~100 k/s. the uRA process was 
performed in a specially designed and constructed apparatus, 
more details about this device can be found elsewhere [17]. 
the microstructure of ribbons was examined using a tecnai 
g2 transmission electron Microscope (teM) and magnetic 
domain structure was analysed by lorentz teM (l-teM) with 
use of thermo-scientific titan themis x-Fegthemis Cs cor-
rected teM microscope. thin lamella for teM was prepared 
by focused ion beam (FiB) technique using thermo-scientific 
sCiOs 2 dualBeam. Magnetic measurements were performed 
in a hysteresis loop tracer, specially designed for soft magnetic 
materials in the ribbon shape attachment. Properties of extremely 
soft magnetic materials were measured with high sensitivity in 
the magnetic field with a range of ±660 A/m. the measuring 
unit was based on the idea described by kulik et al. [18]. the 
crystal structure of the ribbons after uRA process were analysed 
by the X-ray diffraction using Cukα radiation and the Rietveld 
refinement was applied for the volume fraction of amorphous 
and nanocrystalline phases calculation.

3. Results and discussion

the investigation began with an analysis of the microstruc-
ture of as spun Fe78ni8B14 ribbons. Fig. 1 presents a set of teM 
bright field (BF), dark field (dF) images and corresponding 
selected area electron diffraction (sAed) pattern. One can see 
a fully amorphous structure manifested by the two diffused rings 
in the sAed pattern. dF microstructure performed from part of 
first diffused ring (indicated by the circle) is also fully amorphous 
however, some individual bright spots can be recognized. 

the observations with the use of high resolution electron 
microscopy (hReM) presented in Fig. 2 allowed to identify an 
additional microstructural phenomenon. the inverse Fast Fourier 
transform (iFFt) image shows that besides the typical amor-
phous microstructure, several areas with an ordered configuration 
of atom columns usually considered in literature as short-range 
ordering (sRO) can be observed. in the magnified insert of iFFt 

image one can see sRO with the typical eucentric onion-like 
contrast. According to sato et al. [19] this type of sRO can be 
considered as [111]-oriented bcc-Fe-like clusters with a size 
of about 1 nm. the structural heterogeneity of the melt-spun 
Fe85.2si2B8P4cu0.8 alloy by spherical aberration (Cs) corrected 
high resolution transmission electron microscopy and revealed 
a formation of a hetero-amorphous structure including high-
density crystalline clusters with the high Fe content was studied. 
the size of the clusters is typically ~1 nm in diameter. A part 
of these clusters is bcc-Fe-like in respect of interplanar spacing 
and symmetry of nanobeam electron diffraction patterns as well 
as atomic image contrast. these clusters can be considered as 
“pre-existing” bcc-Fe clusters, which would play a key role in 
the formation process of high-density α-Fe nanocrystals with 
excellent soft magnetic properties during ultra-rapid annealing.

Fig. 2. hReM image and corresponding iFFt and FFt images of as 
spun ribbon

the crystallization process after different times of anneal-
ing was studied using X-ray diffraction. Fig. 3 presents a set of 
diffraction patterns recorded after different times of ultra-rapid 
annealing, whereas in tABle 1 the volume fraction of crys-

Fig. 1. set of BF, dF microstructures and corresponding sAed pattern 
of as spun ribbon
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talline phase formed after different time and calculated using 
Rietveld refinement can be observed. One can see the mixture 
of nanocrystalline bcc α-(Fe) and amorphous phases is formed 
already after 0.5 s of annealing with the volume fraction of the 
crystalline phase of about 40%. increasing the annealing time 
up to 5 s causes the increase of volume fraction of the crystalline 
phase up to about 52%. Further elongation of annealing time 
causes crystallization of nonmagnetic Fe2B phase visible after 
8 s both in the X-ray diffraction patterns and crystalline phase 
content. one can see the additional peaks corresponding to the 
Fe2B phase and a significant jump in the fraction of crystalline 
phase up to about 64%. After 14 s of annealing almost fully 
crystalline microstructure is formed.

Fig. 3. set of X-ray diffraction pattern recorded after different time of 
ultra-rapid annealing of Fe78ni8B14 amorphous ribbon

tABle 1

volume fraction of crystalline phase formed after different time 
calculated using Rietveld refinement

tannealing (s) 0.5 1 2 3 5 8 10 12 14
Vcrystalline (%) 40.2 41.5 50.6 52.6 52.1 64.2 74.5 85.0 91.5

the changes of crystal structure and volume fraction of 
nanocrystalline and amorphous phases have a strong influence 
on the soft magnetic properties of investigated ribbon. Fig. 4 
presents hysteresis loops recorded for Fe78ni8B14 ribbon after 
different annealing times. two ranges of annealing time strongly 
affect the soft magnetic properties can be distinguished. Between 
0.5 and 5 s the magnetisation saturation up to 1.5 t is reached 
with a small coercivity, whereas in the range from 8 up to 14 s 
magnetisation saturation significantly drops down to about 1.3 t 
and not full magnetization saturation occurs even in the 5000 A/m 
magnetic field. simultaneously, in this annealing time region co-
ercivity increases up to about 500 A/m. these results, especially 

concerning the annealing time are in good agreement with the 
crystal structure investigations, but also the microstructure and 
magnetic domain structure have an impact on magnetocrystal-
line anisotropy and coercivity. For this reason, microstructure 
investigations were performed using a teM conducting observa-
tion in different modes. as can be noticed the best soft magnetic 
properties (low coercivity, high magnetization saturation) have 
been obtained for ribbons showing 50 vol.% of α-Fe crystal-
line phase with the crystallites size of about 30 nm (see teM 
results). Fig. 5 presents two examples of microstructures of rib-
bons annealed for 1 and 14 s. the homogenous nanocrystalline 
microstructure of bcc α-(Fe) solid solution confirmed by sAed 
can be observed in ribbon annealed for 1 s. 

Fig. 4. hysteresis loops of Fe78ni8B14 ribbons after different time hold-
ing during ura process

dF image taken from part of (110)α-Fe ring shows crystallites 
of size of about 15 nm. in contrary, in the case of ribbon annealed 
for 14 s almost more than double increase of crystallites size of 
α-(Fe, ni) solid solution up to about 36 nm can be observed as 
well as additional individual spots presented in the seAd sug-
gest the crystallization of boride Fe2B. dF images recorded from 
the part of (110)α-Fe ring and (310)Fe2B diffraction spot reveal 
significant differences in size and quantity of these individual 
crystallites. As was mentioned before, the uRA process leads 
to the formation of a mixture of amorphous and nanocrystalline 
microstructure (tABle 1). due to the diffraction contrast in 
the BF images, it is difficult to recognise an amorphous part 
of microstructure and also places where borides are located. 
therefore, additional microstructure observations in the high 
resolution mode were performed.

Fig. 6 and 7 present the results of hReM investigations 
for ribbons annealed for 1 and 14 s, respectively. in the case of 
ribbon annealed for 1 s, α-Fe particle of size of about 15 nm and 
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Fig. 5. BF, dF microstructures and corresponding sAed patterns of ribbons annealed for 1 (upper row) and 14 s (below row)

Fig. 7. hReM image and corresponding FFt and iFFt images for Fe78ni8B14 ribbon annealed for 14 s

Fig. 6. hReM image and corresponding FFt and iFFt images for Fe78ni8B14 ribbon annealed for 1 s



1169

cuboidal shape embedded in the amorphous matrix can be seen 
in hReM image. Fast Fourier transform (FFt) image (in the 
coroner of hReM) performed from the whole area of hReM 
image reveals a single diffused ring with several individual spots 
corresponding to the amorphous and nanocrystalline phases, 
respectively. detailed analysis taken from the interface between 
amorphous and nanocrystalline (indicated by the withe square) 
phases can be seen in iFFt image obtained after masking and 
filtering procedure. the nanocrystalline α-(Fe,ni) particle 
with the [001] zone axis orientation is neighbouring with the 
amorphous matrix in which a high density of [111] and [001] 
oriented bcc-Fe-like clusters with a size of about 1 and 2 nm, 
respectively, was noticed.

this can suggest that during annealing for 1s at 500°C after 
rapid heating (100 k/s) both crystallization of α-Fe nanocrys-
talline phase and formation of oriented bcc-Fe-like clusters 
occurs. A distinctly different microstructure occurs in the rib-
bon annealed for 14 s. hReM image, Fig. 7, shows that part 
of ordered B2 type particle with [001] zone axis manifested by 
the additional spots in ½ distance of (200) planes, neighbour-
ing with the amorphous matrix. in the FFt image (in the corner 
of hReM) performed from the whole area of hReM, a weak 
diffused ring corresponding to amorphous phase and several 
individual spots can be distinguish. detailed analysis carried 
out in the different areas by using ROi (Range Of interest) tools 
allowed to determine small particles of a size of about 5 nm, 
which can be considered as Fe2B phase located on the edge of 
B2 particle. this can suggest that nucleation of Fe2B particles 
occurs in energetically privileged interfaces between α-Fe solid 
solution and amorphous phase. simultaneously, a part of the 

area where α-Fe solid solution particles neighbouring with the 
newly forming Fe2B particle have tendency to ordering B2 type 
due to depletion in B and Fe.

Magnetic domains microstructure have been examined by 
the teM lorentz microscopy with the use of Fresnel mode. 
Fig. 8 shows lorentz microscope images and reconstruction of 
magnetic domains in the amorphous as cast ribbon (upper row) 
and (bottom row) annealed at 500°C/1 s. images observed in 
Fresnel mode show magnetic domain boundaries as white and 
black bands like those indicated by w1 and w2. One can see 
that magnetic domains of amorphous ribbons display a rather 
complicated domain wall distribution, resulting in the heteroge-
neous size and shape of domains. On the other hand, the ribbon 
after ura process performed for 1 s has a rather simple domain 
wall distribution. this causes especially existence of smaller 
amounts of pinning places of domain walls during their move-
ment and finally reduces coercivity. Almost the same domain 
wall distribution was presented by hiraoka et al. [16] in case 
of Fe81B15si4 amorphous specimen subjected to heat treatment 
with and without magnetic field. they found that heat-treatment 
with an external magnetic field increases the magnetic anisot-
ropy, whereas heat treatments without magnetic field reduce 
the magnetic anisotropy. it is considered that the difference 
results from the alleviation of the strain field by heat treatment 
and the induced magnetic anisotropy caused by heat treatment 
with a magnetic field. Moreover, the initial observations of 
magnetic domain walls motion has been also performed by teM 
showing that movement seems to be smoother, without pinning 
for ribbon partially crystallized comparing with the amor- 
phous ones. 

Fig. 8. teM lorentz microscope images and reconstructed images of magnetic domains of the amorphous as cast ribbon (upper row) and (bot-
tom row) annealing at 500°C/1 s
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4. conclusions

the microstructure, magnetic properties and magnetic 
domain structure in Fe78ni8B14 specimen in the as-cast state 
and after uRA were investigated by teM, hReM and lorentz 
microscopy. the results are summarized as follows:
1. Optimized parameters of the uRA process of amorphous 

Fe78ni8B14 melt-spun ribbons lead to outstanding soft 
magnetic properties.

2. the mixture of close to 50:50 volume fraction of amorphous 
phase and α-Fe nanocrystals of size up to 30 nm, obtained 
after ura seems to be the most suitable microstructure 
providing the best magnetic properties.

3. the precipitation of Fe2B phase after 8 s of ura process is the 
main cause of the deterioration of the soft magnetic properties.

4. the magnetic domain structure of ribbons after uRA pro-
cess was more straight comparing to the as spun ribbons. 
the magnetic domain walls motion in the specimens after 
ura seems to be smoother than in as spun due to the smaller 
amount of pinning places of domain walls. Moreover, 
uRA process performed at 500°C/0.5-5 s allow to obtain 
homogenous, dense nanorystalline microstructure and 
consequently decreases the strain or stress fields in the as 
spun ribbons, resulting in narrow coercivity.
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