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EffEct of colloid WatEr thicknEss on MicrostructurEs and MEchanical ProPErtiEs of  
titaniuM/stEEl intErfacEs PrEParEd by ExPlosivE WElding

Using colloid water as a covering for explosives can improve the energy efficiency for explosive welding, while its effects 
on bonding properties remain unclear. Here, by employing titanium/steel as a model system, the effect of covering thickness on 
microstructures and mechanical properties of the bonding interface was systematically investigated. It was found that all the welds 
displayed wavy interfaces, and the wave size increased with increasing covering thickness. Vortices characterized by solidified 
melt zones surrounded by strongly deformed parent materials, were only formed for the welds performed with a covering. Moreo-
ver, with increasing covering thickness, both the tensile strength and the elongation of the titanium/steel plate decreased, and the 
failure mode changed from ductile to cleavage fracture, gradually. In the tensile-shear tests, all the fractures took place in titanium 
matrix without separation at interface, indicating that the titanium/steel interfaces had an excellent bonding strength. The micro-
hardness decreased with increasing distance from the interface, and this trend was more remarkable for a thicker covering. The 
micro-hardness inside the solidified melt zones was far higher than that observed in strain-hardened layers of the parent metal, due 
to formation of hard intermetallic compounds. 
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1. introduction

Ti alloys are characterized by good light weights, excellent 
corrosion resistances, and outstanding mechanical properties, 
which are used as construction materials in the fields such as 
power generation, aerospace, and chemical industries [1,2]. 
nevertheless, wider use of these materials has been limited by 
their high costs. Steel is one of the common materials in our 
daily life, which exhibits low costs and excellent mechanical 
properties, such as high strength, hardness, and wear resistance. 
Thus, the fabrication of a layered Ti alloy and steel composite is 
considered attractive because it combines the respective merits of 
the two metallic components [3]. However, welding of Ti alloys 
and steel is challengeable due to potential technical problems 
such as existence of brittle intermetallic compounds and metal-
lurgical incompatibility [4,5].

Several methods, such as friction welding [1,6,7], laser 
welding [8,9], diffusion bonding [10,11], roll bonding [3,12], 
and explosive welding [13-22], have been investigated for join-
ing Ti alloys and steel. among some techniques, they are dif-

ficult to obtain a complete metallurgical bond due to the absence 
of solid solubility between Fe and Ti, and formation of brittle 
intermetallic phases such as FeTi and Fe2Ti [1,5]. Explosive 
welding is a widely used solid state joining technology, which 
produces a metallurgical bond between two layers of metal, 
aided by high-speed oblique collision induced by explosion 
[23]. During the oblique collision process, a high-speed jet is 
first formed between the metal plates, which can sweep away 
the oxide film that is detrimental to formation of the metallur-
gical bond, and then the virginally clean surfaces are bonded 
together under very high pressure [24,25]. The time gap of 
these processes is very short (~10−6 s), therefore heat transfer 
cannot be observed between the metallic plates [26,27]. Thus, 
explosive welding is characterized by high bonding strength 
and capability to keep the physical and chemical properties of 
the wrought parent components unchanged [23,28]. Therefore, 
explosive welding is the optimum selection for producing the 
titanium/steel joints.

The quality of bond strongly depends on the process pa-
rameters. There are three main dynamic parameters of explosive 
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welding, i.e., collision angle β, collision point velocity Vc and 
impact velocity Vp, which are determined by initial parameters 
such as detonation velocity, stand-off distance, and explosive 
thickness. Mousavi et al. [19] investigated the effects of explosive 
loading on the microstructures of the interface morphology of 
cp-titanium/aISI 304 stainless steel using experimental meth-
ods, and presented an analytical calculation for determination 
of welding window. Durgutlu et al. [29] investigated the effect 
of the stand-off distance on interface characteristics of explo-
sively welded copper/steel composite, and found that increasing 
the stand-off distance transformed the bonding interface from 
smooth to wavy shape. Manikandan et al. [14] employed a thin 
stainless steel plate as an interlayer in explosively welding of 
titanium and stainless steel plate to reduce the kinetic energy loss 
and the formation of intermetallic layer at the interface. Mendes 
et al. [28] studied the influence of explosive characteristics on 
the weld interfaces of stainless steel aISI 304l to low alloy 
steel 51CrV4 in a cylindrical configuration. The results showed 
that the type of explosive and sensitizers could affect the main 
welding parameters. 

In our previous work, it was found that using colloid water 
as a covering for explosives could improve the energy utiliza-
tion ratio and reduce the noise and dust of explosive welding. 
However, the previous studies focused on secondary hazards 
too much, while the influence of the colloid water layer on 
the bonding properties is still unclear. Thus, to obtain a bet-
ter understanding of the effect of the covering on the welding 
quality and give a guidance of practical application, the experi-
ments were carried out with various covering thicknesses and 
constant other parameters. The microstructure evolution in the 
interface was conducted by light Microscopy and Scanning 
Electron Microscope (SEM) equipped with Energy-dispersive 
X-ray spectrometry (EDS). Furthermore, the mechanical prop-
erties of the weld plate were also evaluated by systematically 
mechanical tests. 

2. Experiment 

2.1. Experimental materials

as shown in Fig. 1, honeycomb structure explosives were 
employed as the explosive materials in this work, which were 
consisted of aluminium honeycomb filled with emulsion explo-
sives in regular hexagon cells. Honeycomb structure is one of 
the most stable structures in nature, which can help to improve 
the compressive strength of the soft emulsion explosives, and 
guarantee the uniformity of explosives under the gravity of a cove - 
ring. The emulsion explosives are composed of 75% emulsion 
matrix and 25% hollow glass microballoons, and the components 
of the emulsion matrix are presented in TablE 1. The thickness 
of aluminium foil for making aluminum honeycomb is 60 μm 
and the side length of the regular hexagon cell is 6 mm. The 
height of aluminum honeycomb (the vertical distance between 
the upper and lower planes of the honeycomb plate) is 8 mm, 

which is equal to that of emulsion explosives. The densities and 
detonation velocities of the honeycomb structure explosives are 
about 0.85 g/cm3 and 2900 m/s respectively.

as shown in Fig. 2, colloidal water was employed as the 
covering materials for explosives, which was composed of 1% 
Super absorbent polymer (Sap) and 99% water, and the density 
was 0.97 g/cm3. Sap is a crosslinked acrylic acid/sodium acrylate 
copolymer, which can absorb water hundreds of times more than 
its own weight and has excellent water retention performance. 
The colloidal water is granular and behaves as a solid, so it is 
easy to precisely control the covering thickness, and there is no 
potential risk such as flying stone during the explosion process. 

Fig. 1. Honeycomb structure explosives

TablE 1

Composition of the emulsion matrix

composition nH4no3 nano3 H2o C18H38 C24H44o6 C12H26

Mass  
fraction 75% 10% 8% 4% 2% 1%

Fig. 2. Colloidal water used in the tests
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The materials of flyer plate and base plate were Ta2 tita-
nium and Q235 steel (grades: b), respectively. The dimensions 
of titanium and steel plates used were 150 mm ×100 mm ×2 mm 
and 150 mm ×100 mm ×20 mm, respectively. The surfaces of 
the base and flyer plates were ground with emery papers up 
to no. 400, after which they were cleaned by absolute ethyl 
alcohol. Their chemical compositions are given in TablE 2  
and TablE 3, and the physical properties are shown in  
TablE 4.

TablE 2

Chemical composition of Ta2 (wt%)

Element Fe Si C n H o Ti
content ≤0.30 ≤0.15 ≤0.10 ≤0.05 ≤0.02 ≤0.2 bal.

TablE 3

Chemical composition of Q235 steel (wt%)

Element C Si Mn S p Fe
content ≤0.14-0.22 ≤0.30 ≤0.30-0.65 ≤0.05 ≤0.05 bal.

TablE 4

The physical properties of Q235 and Ta2

Material ρ /(kg·m–3) Hv / MPa c / (m· s–1) σb / MPa Tm /℃
Q235b 7850 1500 6000 405 1493

Ta2 4500 1800 6100 280 1660
note: ρ is the density, Hv is the Vickers hardness, c is the sonic speed, σb is 
the tensile strength, and Tm is the melting temperature.

2.2. Experimental methods

Fig. 3 shows a schematic diagram of explosive welding in 
this work. The parallel set-up geometry located on a steel anvil 
was employed in all experiments, and all explosion were car-
ried out in a cylindrical explosion vessel with 2.5 m in diameter 
and 5 m in length. Unlike the ordinary explosive welding setup, 
colloidal water was employed to cover the upper surfaces of the 
explosives. The thickness of the colloidal water is an important 
factor that affects the experimental results. Thus, five groups 

of tests were carried out with different covering thicknesses, 
and the initial parameters of the explosive welding are listed 
in  TablE 5, in which the collision point velocities were deter-
mined experimentally, and the impact velocities were calculated 
according to the previous study [30]. 

TablE 5

Selected parameters for explosive cladding

test no. Tc /(mm) S /(mm) Te /(mm) Vc /(m/s) Vp /(m/s)
1 0 8 8 2518 445
2 15 8 8 2636 582
3 30 8 8 2699 629
4 60 8 8 2717 657
5 100 8 8 2739 674

note: Tc is the thickness of colloidal water, S is the gap between the flyer 
and base plates, Te is the thickness of explosive, Vc is the collision point 
velocity, Vp is the impact velocity.

To reveal the interface morphologies, specimens were cut 
parallel to the detonation direction, and the cross-sections of the 
specimens were ground with emery papers up to no. 5000 and 
polished to 0.5 μm by diamond paste. Then, the specimens were 
etched by etchant consisting of hydrofluoric acid and nitric acid. 
a scanning electron microscope (geminiSEM 500) and a light 
microscope (leica DM4M) were employed for microstructure 
observation of the bonding interfaces. Energy-dispersive X-
ray spectrometry (EDS) analysis was also done to character-
ize the distribution of the alloy elements across the bonding  
interfaces.

In order to investigate the mechanical properties of the 
welded plates, microhardness, tensile, and tensile-shear tests 
were carried out. Microhardness tests were conducted on a mi-
crohardness machine (HVS-1000M) using a 100 g load for 
10 s. The tensile and tensile shear tests were carried out with 
a tensile strain rate of 1×10–4/s according to gb/T6396-2008 
[31], and the dimensions of the specimens are shown in Fig. 4. 
Three samples were tested for tensile and tensile shear tests, and 
the average values are reported. Fractography studies on broken 
specimens from tensile tests were carried out using a scanning 
electron microscope.

Fig. 4. Dimensions of the tensile specimen (a) and tensile-shear speci-
men (b)Fig. 3. Diagram of the explosive welding process
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3. results and discussion 

3.1. Microscopic observations

Fig. 5 shows the light microscope images of Ta2/Q235 
bimetallic sheets. Fig. 5a and b are the microstructures of Q235 
steel and Ta2 titanium away from the bonding interface (Test 
no. 3, Tc = 30 mm), which indicated that the Q235 steel is mainly 
composed of equiaxed pearlite with ferrite, and the Ta2 titanium 
is characterized by fully equiaxed α-Ti grains. Fig. 5c-g are 
microstructures of Ta2/Q235 bonding interfaces for different 
covering thicknesses, which show that all the welds display wavy 
interfaces. For titanium/steel explosively bonding interface, both 
straight and wavy interfaces could be found in previous stud-
ies [18-21]. because the wavy pattern can provide mechanical 
locking between the flyer and base plates, the wavy interfaces 
usually have higher bonding strength [32,33]. The wave forma-
tion can be attributed to the results of hydrodynamic behavior 
of interfacial materials and variations in the velocity distribution 
at collision point [14,34]. The hydrodynamic behavior is due to 
the pressure in collision region being many times higher than 
the dynamic yield strength of the metals, and the variations in 
the velocity distribution are related to oscillatory nature of the 

propagation of detonation wave. Fig. 6 shows the effect of cover-
ing thickness on wavelength and amplitude of weld, where the 
wavelength and amplitude are the average values determined by 
five waves, which indicates that the wavelength and amplitude 
both increased with the increase of covering thickness. Deribas 
et al. stated that the wavelength increased with the increase in 
any one of the parameters: loading ratio, collision angle, flyer 
plate velocity, stand-off distance, and thickness of base plate [35]. 
Thus, the increase in wavelength and amplitude in this work can 
be related to the impact velocities increasing with the increase 
of covering thickness, as shown in TablE 5. This result was 
similar to the previous studies [19,27,29,34]. 

It can be also seen from Fig. 5c-g that vortices (dark regions 
under the curl of the waves) were formed for the welds performed 
with a covering, while they were not found in welds performed 
with no covering. The reason for this was that impact velocity 
of the flyer plate performed with a covering is higher, which 
resulted in stronger plastic flow, and similar results could be 
found in previous studies [19,36]. These vortices are character-
ized by large volumes of solidified melt surrounded by strongly 
deformed bulk materials, as shown in Fig. 5h and i. The melt 
zones are of fundamental importance for the clad properties due 
to the unique phase structure and formation of defects such as 

Fig. 5. light microscope images of Ta2/Q235 bimetallic sheet, (a) Q235 steel away from the interface, (b) Ta2 titanium away from the interface, 
(c-g) Ta2/Q235 bonding interface for different covering thicknesses: (c) T = 0 mm, (d) T = 15 mm, (e) T = 30 mm, (f) T = 60 mm, (g) T = 100 mm, 
(h) typical vortex from covering thickness of 60 mm, (i) typical vortex from covering thickness of 100 mm
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micropores and cracks [41]. additionally, it should be noted that 
the solidified melt zones can also appear as a thin layer along the 
whole interface. In the work of paul et al. [41], it was found that 
the continuous melt layers are only 0.5 ~ 1.0 μm in thickness, 
so they are not visible by light microscope used in this work. 
However, the extremely thin layer of solidified melt was typically 
observed in previous works, where TEM techniques were used to 
study the interfacial properties of Cu/al [37], Ta/stainless steel 
[41], and Zr700/carbon steel clads [42], et al. The formation of 
the solidified melt zone could be due to rapid temperature boost 
at the bonding interface, induced by intense plastic flow, shear, 
and friction between the two metals. according to the numeri-
cal simulations performed by bataev et al. [43] and Chu et al. 
[21], the temperature near the collision point was estimated to 

be ~2000°C, which significantly exceeded the melting point of 
joined metals. because there is no time for heat transmission, the 
melted zones were surrounded by relatively cold materials and 
subjected to an extremely high cooling rate. obviously, the cool-
ing rate varied with temperature and time, and the highest cooling 
rates was estimated to be of the order of 107-109 K/s [37,41,43]. 
The high temperature and subsequently rapid cooling give the 
opportunity to formation of distinct structures such as interme-
tallics, ultra-fine grains and metallic glasses, and more detailed 
discussions on this topic can be found in previous studies [42-44].

In order to further study the properties of the localized melt-
ing zones, EDS was carried out to characterize the distribution of 
the alloy elements across the bonding interface. Fig. 7a, b and c 
show the EDS mapping near a vortex, which indicates that the 
chemical composition of the vortex is different from those of 
Ta2 titanium and Q235 steel. This result was in agreement with 
the previous studies [15] about element diffusion on the Ti/Fe 
interface after explosive welding. Fig. 7d shows the results of 
element spot scans near the bonding interface. It was found that 
the vortex contained both the base and flyer plate materials, 
which indicated that the participant metals were intensely mixed 
during the collision process. according to the previous studies 
[38], the intermetallic compounds such as TiFe and Ti2Fe were 
usually formed in the vortex, which are characterized by brit-
tleness. In this condition, microcracks are usually induced due 
to the rapid solidification and further cooling of the dissimilar 
partners with different thermal expansion coefficients [13]. It can 
also be seen from Fig. 7d that the content of Fe in the vortex is 
significantly higher than that of Ti. This is due to the deflection 
of the jet away from the plate of lower density, impingement oc-
curring mainly upon the more dense plate for dissimilar material 
combinations [14].

Fig. 6. Effect of the thickness of the colloidal water on wavelength and 
amplitude of the bonding interface

Fig. 7. EDS mapping and spot scanning near a vortex from weld performed with 60 mm in covering thickness
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3.2. tensile tests

Fig. 8 shows typical stress-strain curves obtained from 
tensile tests, and the values of tensile strength and elongation 
are listed in TablE 6. It can be seen from Fig. 8 that the tensile 
strength and the elongation decreased with increasing thick-
ness of covering. The decrease in elongation can be related to 
work hardening. During the welding process, the high-speed 
oblique collision produces a severe plastic deformation in the 
welding zones, which can significantly reduce ductility of met-
als. as shown in TablE 5, the impact velocity of flyer plate 
dramatically increases with the increase of covering thickness. 
Thus, the degree of work hardening increased gradually with 
increasing covering thickness. The decrease in tensile strength 
can be attributed to formation of cooling cavities and brittle 
intermetallics. as shown in Fig. 5, the melting zone increases 
gradually with the increase of the covering thickness, due to more 
kinetic energy being converted into heat energy. Typical defects 
such as voids, crack, and brittle intermetallics are easy to form 
in these melting zones, which can deteriorate the properties of 
bonding interface.

Fig. 9 shows the fractographies of samples after tensile 
tests. as shown in Fig. 9a and b, numerous ductile dimples with 
large size were observed on both the Ta2 side and the Q235 

Fig. 9. Fractography after tensile tests, (a) Ta2 side away from the interface, (b) Q235 side away from the interface, (c-g) Ta2/Q235 bonding 
interface for different covering thicknesses: (c) T = 0 mm, (d) T = 15 mm, (e) T = 30 mm, (f) T = 60 mm, (g) T = 100 mm

Fig. 8. Typical stress-strain curves obtained by tensile tests

TablE 6
Tensile test results

samples tensile strength (MPa) Elongation (%)
T = 0 mm 514±9 12.6±3.2
T = 15 mm 503±6 11.8±2.1
T = 30 mm 498±8 11.4±2.4
T = 60 mm 485±9 10.7±2.8
T = 100 mm 477±11 8.2±3.3
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side away from the interface, which were typical characteristics 
of ductile fracture. Fig. 9c-g are fracture morphologies of the 
bonding interface, which show a varied fracture characteristic for 
different covering thicknesses. For no covering, it can be seen 
from Fig. 9c that no separation happened between the bonding 
interfaces, and the interface exhibited unambiguous characteris-
tics of ductile fracture with dimples. This is also the reason for 
obtaining higher tensile strength and elongation in this condition, 
as shown in Fig. 8. However, Fig. 9d-g show that the bonding 
interfaces were partly delaminated and cleavage fracture with 
river pattern (marked by black arrow in Fig. 9d-g) could be found 
in local zones, due to the effect of work hardening. In this situ-
ation, owing to the low ductility of this region containing some 
brittle intermetallic phases and severely deformed grains, some 
cracks were initiated at the interface and propagated along the 
tensile direction [39]. Thus, the tensile strength and the elonga-
tion decreased with increasing thickness of covering, as indicated 
in Fig. 8. It can also be seen from Fig. 9 that the fractures of 
the bonding interface changed from ductile to cleavage fracture 
with the increasing covering thickness, due to the increase of 
impact velocity.

3.3. tensile shear tests

Shear strength is an important index for assessing transi-
tion joints and a key parameter in the application. The results of 
tensile-shear tests are shown in TablE 7. as shown in Fig. 10, 
the fracture took place in the Ta2 side, and no separation was 
observed in the bonding interface in all cases. This result showed 
that the strength of interface was higher than that of the titanium 
plate, which was consistent with the previous studies about the 
shear tests of the titanium/ steel interface produced by explosive 
welding [40]. This is due to formation of good metallurgical 
bonding with wavy, as shown in Fig. 5, which is characterized 
by high bonding strength. It can be seen from TablE 7 that 
the tensile-shear strength values varied in the range of 250 to 
290 Mpa for different covering thicknesses. In some previous 
studies [40], it was found that the tensile-shear strength values 
increased with increasing explosive loading, due to the increase 
of titanium strength. However, this trend was not observed in 
this work. although the impact velocity increased as the cover-
ing thickness increased, the tensile-shear strength values varied 
randomly with the change of covering thickness. This could be 
due to formation of the defects near the bonding interface, which 
affected the tensile strength of the titanium in a negative manner.

Fig. 10. Typical image of sample after tensile-shear test

TablE 7
Tensile shear test results

samples shear strength (MPa)
T = 0 mm ≥280±12
T = 15 mm ≥264±13
T = 30 mm ≥253±9
T = 60 mm ≥269±12
T = 100 mm ≥287±14

3.4. Microhardness tests 

Fig. 11 is the test results of the microhardness near the 
interface, where the microhardness line scans were performed 
across the interface away from the larger volumes of molten zone. 
as shown in Fig. 11, the micro-hardness generally decreased with 
increasing distance from the welding interface, due to the work 
hardening caused by severe plastic deformation in the welding 
zones. Similar results have been reported by many research-
ers [15,20,21,40]. Fig. 11 also shows that the microhardness 
values near the interface increased with increasing thickness of 
a covering. During the explosion process, the covering can not 
only reduce the negative effect of the air rarefaction wave on the 
detonation, but also restrain the upward motion of the detonation 
products. Thus, the energy of the explosive transferring to the 
flyer plate increased with increasing thickness of a covering, 
which resulted in a higher impact energy at the bonding inter-
face. It is clear that the impact energy is proportional to degree 
of work hardening, so higher microhardness values are observed 
with increasing thickness of a covering. In addition, it should 
be noted that the temperatures in near the interface layers also 
increases with increasing impact energy, due to the existence 
of shear stresses at the interface layers. In this condition, larger 
volumes of molten zone are formed and the surrounding parent 
materials will undergo intense recovery and recrystallization, 
which eventually leads to a material softening and a decrease 
in hardness in the very thin layers directly adhering to the in-
terface, as observed in Cu/al welding system [37]. However, 
this phenomenon was not observed in this work, where the 
microhardness value increases monotonically as the distance 
from the interface decreases. This could be due to the fact that 
microhardness test lines are away from the larger volumes of 
molten zone and the thermal conductivity of Ti and Fe is low, 
which leads to a very thin softening layer that can not be identi-
fied using relatively macro hardness indentation. Fig. 12 shows 
the micro-hardness values near a vortex. It can be seen from 
Fig. 12 that the microhardness in the vortex was 1078.4 HV, 
which was far higher than the 312.7 HV hardness of Ta2 and 
216.1 HV hardness of Q235 near the interface. It means that 
intermetallic compounds characterized by high hardness, such 
as TiFe and Ti2Fe, were formed in the vortex. This result was 
consistent with the previous studies [21]. It should be noted that 
the increases of microhardness caused by work hardening and 
existence intermetallic compounds are quite different aspects, 
where the work hardening is due to severe deformed grains, 
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while the intermetallic compounds are the new phases with a hard 
nature which are formed under the condition of local high tem-
perature and intense mixing of participant metals. generally, the 
micro-hardness inside the melting zones is several times higher 
than that observed in strain-hardened layers of the parent metal.

Fig. 11. Microhardness profiles near the bonding interfaces

Fig. 12. Microhardness out and inside of the vortex

5. conclusions

In this work, Ta2 titanium and Q235 steel were explosively 
welded by employing colloid water as a covering for explosives, 
and the effect of covering thickness on microstructures and 
mechanical properties of bonding interface was systematically 
investigated. The following conclusions can be drawn from 
this study:
(1) all the welds displayed wavy interfaces, and the wavelength 

and amplitude increased with the increase of covering thick-
ness.

(2) Vortices characterized by localized melting zone surrounded 
by strongly deformed bulk materials were formed for the 
welds performed with a covering, and the EDS results 

indicated that the vortice mainly contained the base plate 
material.

(3) The tensile strength and the elongation decreased with in-
creasing thickness of covering, due to formation of defects 
and work hardening at the bonding interface. 

(4) The fractographies of the tensile samples changed from 
ductile to cleavage fracture with the increasing covering 
thickness.

(5) In the tensile-shearing tests, fracture took place in the Ta2 
side, and no separation was observed in the bonding inter-
face in all cases, which showed high bonding quality for 
all welds.

(6) The micro-hardness generally decreased with increasing 
distance from the welding interface, and the microhardness 
values near the interface increased with increasing thickness 
of a covering. In addition, the micro-hardness of the vortex 
was far higher than that of Ta2 and Q235 near the interface, 
due to formation of hard intermetallic compounds.
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