
1. Introduction

The titanium oxide is a typical n-type semiconductor. It 
has three crystalline forms found in nature: brookite, anatase, 
and rutile. The first of them is quite rare. Rutile is stable at 
high temperature while anatase does not show this feature. 
Temperatures transitions between the different phases are as 
follows [1-3]:
•	 brookite – rutile; 500-600°C,
•	 anatase – rutile; 850°C.

rutile    anataze       brookite
Fig. 1. The structures of the elementary cells of crystalline forms of 
titanium dioxide

Crystal structure of titanium oxide depends on the 
arrangement of octahedrons and the way in which individual 
units TiO6 are connected. For rutile, neighboring octahedra 
share with each other one corner and arranged along the long 
axis with mutual twisting equal to 90º. In the case of the form 
of anatase, the next octahedra shared a common edge and in 
brookite point of attachment are the both corner and edge [1-
3]. The research works most concern anatase and rutile. Rutile 
is built of parallel chains of octahedrons, a little deformed, 
but each of them is connected to the ten neighboring the same 

units. Octahedrons in the anatase have a warpage of the prism, 
and each octahedron is connected to eight other. In the anatase, 
Ti-Ti distance is longer, and Ti-O shorter than it is in the rutile 
form.

Titanium dioxide is a non-toxic semiconductor with 
a wide band gap, which is commonly used as a white pigment 
in toothpaste, paints, paper, etc. The material has unique 
properties because of its excellent chemical stability.  It can 
be used as a photocatalyst in the splitting of water induced by 
UV radiation. The holes potential in the valence band is low 
enough to oxidize most of the organic compounds, which is 
causing a wide range of applications of titanium dioxide on the 
self-cleaning surfaces. In comparison to other semiconductors 
with similar energy bandgap energy is not subject to 
photodegradation under the influence of the excitation [4-8]. 

The advantages of titanium dioxide thin films is a large 
value of refractive index (over 2.3) and very good transparency 
(over 90%) over a wide spectral range (from about 320 to about 
6000 nm). In addition to good optical properties of TiO2 it has 
also many other desirable properties such as high mechanical 
resistance, and long term stability. Therefore, the titanium 
oxide thin films are widely used as anti-reflective coatings in 
optics and photovoltaics [9-12].

In the dye-sensitized solar cells (DSSC) anatase titanium 
dioxide form is most often used. To increase the active surface 
of the light absorption, a semiconductive oxide layer has 
the nanocrystalline structure. If the surface is smooth and 
is covered with a monolayer of dye, absorbed of incident 
monochromatic light is less than 1%. For the use in a DSSC, 
titanium dioxide must have an n-type conductivity, order to 
conduction electrons transferred from the sensitizer [5]. This 
oxide is considered as the best material to cover the DSSC 
electrode due to the width energy bandgap and the position of 
the edge of the conduction band sufficiently low in relation to 
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the redox potential of organic substances in aqueous solution. 
Therefore, it is possible to use dyes that absorb light in the 
visible range. The surface development and the size of the 
pores present in the layer are two parameters that must be 
selected so that the guaranteed performance is maximized 
light absorption and freely filling the pores by the electrolyte 
[4]. The purpose of titanium oxide in the dye-sensitized solar 
cell is a transfer electron to the external circuit. The way of 
transition of an electron in the DSSC is shown in Fig. 2.

Fig. 2. The transition of an electron in the dye-sensitized solar cell

The large surface development of the TiO2 allows absorb 
a greater amount of dye and increased absorption of light, i.e. 
improved efficiency. To increase the surface absorption of 
photons, this layer is porous and nanocrystalline. Titanium 
dioxide is a poor conductor of electricity but combined with 
organic dye molecules increases its conductivity.

2. materials and methodology

The purpose of the experiment was the preparation of 
the nanocrystalline titanium dioxide powder by using a sol-
gel method and research confirmation of its morphology 
and structure. For comparison purposes, a commercially 
available titanium dioxide powder (i.e. titanium white) was 
also used. nanopowder was synthesized by using titanium 
tetra isopropoxide (TTiP) as a precursor. first has prepared 
a solution consisting of tetra isopropoxide and isopropanol by 
mixing using a magnetic stirrer. At the same time, the acidic 
solution of distilled water was prepared, which is a catalyst for 
the precipitation of the powder. By varying the amount of nitric 
acid, the ph of the solution was changed. These solutions were 
mixed with a magnetic stirrer at temp. 60÷70°C for 20 hours. To 
evaporate the rest of water, the calcination process was carried 
out, by heating the chemical compound below its melting 
point. Then, the titanium dioxide thin films from as prepared 
nanopowder and commercial powder were deposited on an ITO 
glass substrate by using a doctor blade technique.

The high-resolution transmission electron microscope 
s/TeM Titan 80-300 fei company was used to confirm that 
the as-prepared powder is nanocrystalline. Observations were 
carried out with energy 300 kv in the classical model (TeM) 
and in the beam surface-scanning mode (sTeM). for this 

purpose, prepared powder was deposited on the special copper 
mesh preparations used in electron microscopy. The structure 
of titanium oxide was investigated by X-ray crystallography. 
A variety of crystalline TiO2 was also confirmed by using the 
Raman spectrometer. The TiO2 thin films have been examined by 
using an evolution 220 uv-vis spectrometer Thermo scientific 
company. The study of surface morphology of commercial TiO2 
powder was performed by using a scanning electron microscope 
Zeiss Supra 35. The accelerating voltage was 1 kV. To obtain 
images of the surface topography, the detection of secondary 
electrons (by the detector In Lens) was used.

3. results and discussion

Studies of the surface morphology of as-prepared titanium 
oxide nanopowder were performed by using s/TeM. The 
hrTeM image documents the polycrystalline structure of Tio2 
(Fig. 3). The diameter of the nanoparticles of own prepared 
powder does not exceed a few nanometers. In the study, the 
sTeM imaging mode also was used. Titan 80-300 microscope 
is equipped with a three coaxial detectors dedicated to sTeM 
mode: bright field – bf, annular dark-field – ADf and high-
angle annular dark-field – hAADf. images, complementary 
with the hrTeM mode are shown in figures 4a and 4b.

fig. 3. hrTeM image of the produced titanium dioxide nanopowder

a)           b)

  
Fig. 4. Image of the produced titanium dioxide nanopowder: a) BF_
Df; b) hAADf

using an energy dispersion spectrometer (eDs), the 
reflection characteristic for the copper and carbon (from the 
substrate), and the titanium and oxygen (from the sample) was 
documented (Fig. 5).
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fig. 5. eDs spectrum of Tio2 nanopowder

Studies of the surface morphology of titanium oxide 
commercially micro powder was performed by using scanning 
electron micrographs and shown in Figures 6a and 6b. It can 
be observed visible layer composed of the microparticles. 
Only at a magnification, more than 250 kx the diameter of the 
microparticles can be analyzed. Using the Image J program was 
determined that the diameter of the purchased a commercial 
TiO2 powder particles is in the range from 90 to 400 nm 
comparison with the own prepared powder nanoparticles does 
not exceed a few nanometers.
a)           b)

  
fig. 6. seM image of Tio2 micro powder registered at a magnification: 
a) 100 kx, b) 250 kx

To confirm that the tested micro powder is a titanium 
oxide also was made a qualitative study of the chemical 
composition by using energy dispersive spectrometer and was 
shown as graphs in Figure 7. The spectra were registered the 
reflections characteristic for the titanium and oxygen from the 
sample.

fig. 7. eDs spectrum of Tio2 micropowder

The entire structural studies were complemented by 
using X-ray researches (Fig. 8a and 8b). Registered diffraction 
pattern of titanium oxide nanopowder (Figure 7a) shows the 
reflection characteristic for the indium tin oxide ITO (coming 
from the conductive layer located on the glass substrate) and 

the reflection characteristic for the titanium oxide - a variety 
of anatase (coming from the sample). Registered reflections 
derived from anatase have characteristic wide shape that 
indicates fine crystalline structure. On the other hand, the 
diffraction pattern registered for the titanium oxide micro 
powder (Figure 8b) shows the reflections from the only anatase. 
Reflections are sharp and with a slim shape characteristic for 
the microcrystalline structure.

a)           b)

  
Fig. 8. The diffraction pattern produced titanium oxide nanopowder 
(a) and micro powder (b)

Further testing of structural of deposited layers is made by 
using an inVia Reflex Raman spectrometer equipped with an Ar 
ion laser with a 514,5 nm length. Spectral range is 150 – 3200 
cm-1. Raman spectra of samples for nano and micro powder 
were registered (Fig. 9a and 9b). Using confocal microscope 
images, the data point on the sample was presented. The results 
were processed by using the wire 3.1 program determining 
the structure of the deposited layers as anatase, a variant of 
titanium oxide that confirms earlier research done by using the 
X-ray crystallography.

Prepared by doctor blade layers were tested for 
absorbance. Samples were determined as follows:
•	 A – Layer obtained from a powder prepared using 

neutralized distilled water;
•	 B – Layer obtained from a powder prepared using distilled 

water with a ph equal to 3;
•	 C – Layer obtained from a powder prepared using distilled 

water with a ph equal to 2;
•	 D – Layer obtained from commercial TiO2 micro powder.

a) 

b) 

Fig. 9. Raman spectrum of titanium oxide micro powder (a) and 
nanopowder (b)
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From the graph in Fig. 10 it can be concluded that the 
highest absorbance characterized the A sample. An absorption 
of 1.541 for a wavelength of 228 nm was achieved. Samples B 
and C has almost the same absorption capacity equal to about 
1.401 for a wavelength of 226 nm. The lowest absorption has 
a sample D equal to 1.223 at a wavelength of the incident 
wave equal to 310 nm. It can, therefore, be concluded that the 
grain size affects in a significant way the absorption capacity. 
The value of absorbance of titanium dioxide was increased 
by reducing the grain size. This will have a significant 
impact on the ability to a generation of electric charge during 
electrochemical processes taking place in the dye-sensitized 
solar cells. 

Fig. 10. A graph of absorbance of the titanium oxide 
depending on the length of the incident wave

In Figure 11 is a graph of the absorption of nano-structured 
titanium oxide layer that is coated with an n3dye. it can be 
seen that the dye extends the absorption of titanium oxide with 
a wavelength of 400-700 nm.

fig. 11. A graph of absorbance of the titanium oxide covered with n3 
dye depending on the length of the incident wave

4. conclusions

By the sol-gel method, the nanocrystalline powder 
of titanium oxide was prepared that was confirmed by 
the research on the transmission electron microscope. 
Produced nanopowder has anatase structure that was 

confirmed by X-ray and Raman research. Anatase is the 
most desirable form of a crystalline structure of titanium 
oxide from the point of view of its use in dye-sensitized solar 
cells. The particle diameter of the prepared powder does not 
exceed a few nanometers and purchased a commercial TiO2 
powder particles is in the range from 90 to 400 nm. By this 
study, it can be concluded that the grain size substantially 
affects on the ability of absorption. By reducing the 
grain size, increasing the value of absorbance of titanium 
dioxide. This will have a significant impact on the ability to  
a generation of electric charge during electrochemical 
processes taking place in the dye-sensitized solar cells.
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