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PREDICTING THE RELATIONSHIP BETWEEN SYSTEM VIBRATION 
WITH ROCK BRITTLENESS INDEXES IN ROCK SAWING PROCESS

PROGNOZOWANIE ZWIĄZKU POMIĘDZY DRGANIAMI URZĄDZENIA 
A WSPÓŁCZYNNIKIEM KRUCHOŚCI SKAŁ W TRAKCIE ICH URABIANIA

The system vibration is a very significant measure of the sawing performance, because it indicates the 
amount of energy required to saw the rock. The maintenance cost of system is also dependant on system 
vibration. A few increases in system vibration cause a huge increase in the maintenance cost of the system. 
In this paper, the vibration of system in terms of RMSa was investigated and models for estimation of 
vibration by means of rock brittleness indexes and operational specifications were designed via statistical 
models and multiple curvilinear regression analysis. In this study, the relationships between rock brittleness 
indexes and operational specifications were investigated by regression analysis in statistical package for 
social science (SPSS) and the results of determination coefficients have been presented. In the second 
part, the diagrams show that a point lying on the line indicates an exact estimation. In the plot for model, 
the points are scattered uniformly about the diagonal line, suggesting that the models are good. It is very 
useful to evaluate the vibration of system and select the suitable operational characteristics by only some 
mechanical properties of rock.
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Drgania układu uważane są za miernik wydajności procesu urabiania, ponieważ pokazują ilość energii 
niezbędnej do urabiania skały. Od poziomu drgań zależą także koszty eksploatacji systemu. Nieznaczny 
nawet wzrost poziomu drgań prowadzi do znacznego zwiększenia kosztów eksploatacyjnych urządzenia. 
W pracy tej przeprowadzono analizę drgań (ich wartości skutecznych) i opracowano model estymacji 
poziomu drgań w oparciu o współczynnik kruchości skał i parametry eksploatacyjne urządzenia. W pracy 
wykorzystano modele statystyczne i wielokrotną analizę metodą regresji krzywoliniowej.  W pracy obecnej 
związek pomiędzy współczynnikiem kruchości skał a parametrami eksploatacyjnymi urządzenia badano 
z wykorzystaniem analizy metodą regresji dostępnej w statystycznym pakiecie oprogramowania dla nauk 
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społecznych (SPSS) a wyniki podano w postaci wyznaczonych współczynników. W drugiej części pracy 
przedstawiono wykres pokazujący, ze punkt leżący na linii oznacza dokładne oszacowanie. W wykresie 
wykonanym dla modelu punkty rozrzucone są równomiernie wokół linii przekątnej, co sugeruje że modele 
są właściwe. Określenie poziomu drgań urządzenia jest niezwykle korzystnym zabiegiem pozwalającym 
na dobór parametrów pracy urządzenia jedynie w oparciu o mechaniczne właściwości skał.

Słowa kluczowe: drgania urządzenia, współczynnik kruchości skał, proces urabiania skał, analiza 
statystyczna

1. Introduction 

Up to now, many studies have been done on the relations between sawability and rock 
characteristics in stone processing (Burgess, 1978; Wright & Cassapi, 1985; Birle & Ratterman, 
1986; Jennings & Wright, 1989; Clausen et al., 1996; Tonshoff et al., 2002; Eyuboglu et al., 2003; 
Wei et al., 2003; Ersoy & Atici, 2004; Gunaydin et al., 2004; Kahraman et al., 2004; Özçelik et 
al., 2004; Delgado et al., 2005; Ersoy et al., 2005; Buyuksagis & Goktan, 2005; Kahraman et 
al., 2006; Fener et al., 2007; Tutmez et al., 2007; Özçelik, 2007; Buyuksagis, 2007; Kahraman 
et al., 2007; Mikaeil et al., 2008, 2011a-c, 2012, 2013a-b; Krauze et al., 2009; Atici & Ersoy, 
2009; Ataei et al., 2012). 

The prediction of rock sawability is important in the cost estimation and the planning of the 
stone plants. The production cost of any stone factory is affected by the complex interaction of 
numerous factors. These factors can be classified as energy, maintenance, labour, water, diamond 
saw, polishing pads, filling material and packing. Among the above factors, maintenance cost is 
one of the most important factors in the production cost. In this paper, it was aimed to develop 
new statistical models for evaluating the system vibration of ornamental stone in sawing process. 
By these models, the system vibration was predicted from rock brittleness indexes and machining 
parameters. These models can be used for cost analysis and project planning as a decision mak-
ing index. This paper is organized as follows; in the second section, the mechanism of sawing 
process is explained. In the third section, the factors influencing on rock sawability are shown. In 
the fourth section, after explanation of effective parameters on rock sawability, statistical models 
are established for predicting the system vibration. Eventually, in fifth section, results of the ap-
plication are reviewed. This section concludes the paper. According to the authors’ knowledge, 
predicting the system vibration using statistical model is a unique research.

2. Sawing mechanism 

Chip formation can be defined as the destruction of a work-piece material using diamond 
circular saw. The process is a grinding process; however, in general, the term “sawing” is com-
monly used. The saw rotates about the saw centre with an angular speed cutting into the work-piece 
at a constant traverse rate. The diamond particles on the segment surface remove the material 
through scratching and cracking the work-piece surface. During these processes, a cut is formed 
in two mechanisms. This is given in Fig. 1.

In front of a grain that is engaged in the process, stresses are affected by tangential forces. 
Swarf is processed by tensile and compressive stresses. This mechanism is called primary chip 
formation. The swarf is forced out through proves in front and beside the grain. It is usually 
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small in size but could be abrasive. While the rock shows elastic characteristic up to its ultimate 
stress, it is necessary for cutting to reach a certain minimum grinding thickness. The rock cut 
is deformed by the compressive stress carried below the diamond. As the load is removed an 
elastic revision leads to critical tensile stress, which causes brittle fracture. This process affected 
by tensile stresses is described secondary chip formation. The swarf is removed away by the 
coolant fluid (Ersoy et al., 2005).

3. Factors influencing the system vibration 
in rock sawing process 

The vibration of system in rock sawing process is a very significant measure of the sawing 
performance, because it indicates the amount of energy required to saw the rock. The maintenance 
cost of system is also dependant on system vibration. A few increases in system vibration cause 
a huge increase in the maintenance cost of the system. The system vibration in rock sawing pro-
cess can be dependent on non-controlled parameters related to rock characteristics and controlled 
parameters related to machine and tools properties. In the same working conditions, the sawing 
process and its results are strongly affected by rock characteristics and operational parameters. 

3.1. Brittleness

Brittleness is one of the most important mechanical properties of rocks. Brittleness in the 
Glossary of Geology and Related Sciences, is defined as a property of materials that rupture or 
fracture with little or no plastic flow (1960). However, a few researchers define brittleness for 
different purposes (Yarali & Soyer, 2011): Hetenyi (1966) define brittleness as the lack of ductility. 
Ramsey (1967) defined brittleness as follows: ‘‘When the internal cohesion of rocks is broken, 
the rocks are said to be brittle’’. Obert and Duvall (1967) defined brittleness as follows: ‘‘materi-

1: Fric  on between swarf and matrix 4: Plas  c deforma  on
2: Matrix erosion by swarf and chip 5: Elas  c deforma  on
3: Fric  on between stone and grain 6: Primary chipping zone

Fig. 1. Mechanical interaction between saw and stone during sawing process (Ersoy et al., 2005)
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als such as cast iron and many rocks usually terminate by fracture at or only slightly beyond the 
yield stress’’. Brittleness is defined as a property of materials that rupture or fracture with little 
or no plastic flow. Some brittleness index definitions obtained from stress – strain curves were 
introduced and used in the literature (Baron, 1962; Coates & Parsons, 1966; Aubertin & Gill, 
1988; Aubertin et al., 1994; Ribacchi, 2000; Hajiabdolmajid & Kaiser, 2003). Evans and Pomeroy 
(1966) theoretically showed that the impact energy of a cutter pick is inversely proportional to 
brittleness. Singh (1986) indicated that cuttability, penetrability, and the Protodyakonov strength 
index of coal strongly depend on the brittleness of coal. Singh (1987) showed that a directly 
proportional relationship existed between in-situ specific energy and brittleness (B2) of three 
Utah coals. Goktan (1991) stated that the brittleness concept (B2) adopted in his study might 
not be a representative measure of rock cutting specific energy consumption. Kahraman (2002) 
statistically investigated the relationships between three different brittleness definitions for both 
drillability and borability using the raw data obtained from the experimental works of different 
researchers. Altindag (2000, 2002, 2003) found significant correlations between his proposed 
new brittleness concept (B3) and the penetration rate of percussive drills, the drillability index in 
rotary drilling, and the specific energy in rock cutting. Kahraman and Altindag (2004) correlated 
fracture toughness values with different brittleness values using the raw data obtained from the 
experimental works of two researchers. They indicated that the Altindag’s (2003) brittleness 
concept can be used as a predictive rock property for the estimation of the fracture toughness 
value. Kahraman et al. (2003a, b) found a strong correlation between Los Angeles abrasion loss 
and the Altindag’s brittleness (B3) for 26 different rocks. Gunaydin et al. (2004) found a very 
strong correlation between hourly production and brittleness B3 and they emphasized that the 
brittleness B3 is the most reliable index among the brittleness indexes adopted in their study. 
Yarali (2007) found a power relation with correlation coefficient of 0.86 between drilling rate 
index (DRI) and brittleness B3 for 14 different rocks. Yilmaz et al. (2008) stated that the grain 
size seems to predominantly influence their relative brittleness index values in granitic rocks. 
Recently, Mikaeil et al. (2011) investigate the effect of the rock brittleness indexes on the specific 
ampere draw of the circular diamond saws. The results show that, there is no strong correlation 
between the specific ampere draw values and the brittleness of B1 and B2 values in carbonate 
rocks but there is a strong correlation between specific ampere draw and B3. While the specific 
ampere draw values of granite rocks are strongly correlated with all of brittleness indexes. The 
used brittleness indexes in this study are given below.
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Where, B1, B2, B3 and B4 are brittleness, σc is the uniaxial compressive strength (MPa), σt is the 
Brazilian tensile strength (MPa). Eqs. (1), (2) and (3) are widely used in the literature such as 
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Walsh and Brace, (1964), Niwa and Kobayashi, (1974), Beron et al., (1983), Chiu and Johnston, 
(1983), Kim and Lade, (1984), Vardoulakis, (1984), Koulikov, (1987), Inyang and Pitt, (1990), 
Goktan, (1991 & 1992), Inyang, (1991), Andreev (1995), Kahraman (2002) and Atici and Ersoy 
(2009). A new brittleness index (B4) which is found as a result of laboratory studies has proposed 
by Yarali and soyer (2011) for percussive drilling and rotary drilling.

3.2. Operational parameters 

Operational parameters that affect sawing efficiency in the circular diamond saw are:
a) Feed rate
b) Depth of cut
c) Peripheral speed

3.2.1. Feed rate

Feed rate is the velocity at which the cutter is feed, that is, advanced against the workpiece. 
It is expressed as distance cut per unit time. Peripheral speed, together with the forces acting on 
saw blade determines the feed rate or cutting speed. Maximum performance of a saw blade is 
achieved using the right feed rate. An excessively high feed rate will cause premature wear by 
tearing out the diamond particles and not penetrate into the rock sufficiently (Ersoy & Atici, 2004). 

3.2.2. Depth of cut

Depth of cut may be defined as the quantity of saw blade penetration into the rock. A required 
force for feed rate of saw blade is less than the required force for depth of cut saw blade in rocks. 
Depth of cut should not be increased for increasing the sawn area. Instead of this, less force can 
be spent with increase in the feed rate for sawing process (Ersoy & Atici, 2004). 

3.2.3. Peripheral speed

The peripheral speed is the rotational frequency of the spindle of the machine, measured in 
revolutions per minute (rpm). Excessive spindle speed will cause premature tool wear, breakages, 
and can cause tool chatter, all of which can lead to potentially dangerous conditions. Using the 
correct spindle speed for the material and tools will greatly enhance tool life and the quality of 
the surface finish.

4. Predicting the system vibration 

For predicting the system vibration on workpiece, experimental procedure was carried out. 
For this purpose, a variety of tow groups of ornamental stones contain 7 soft rocks and 5 hard rocks 
were saw at different feed rate (100, 200, 300 and 400 cm/min) and depth of cut (35, 30, 22 and 
15 mm) using a fully-instrumented laboratory sawing rig. The rig was based on a commercially 
available machine and was capable of simulating realistic sawing conditions. It consists of three 
major sub-systems, a sawing unit, instrumentation and a personal computer. Sawing tests were 
performed on a small side-cutting machine, with a maximum spindle motor power of 7.5 kW. Saw-



144

ing parameters such as feed rate and depth of cut were controlled in the monitoring system. The 
circular diamond saw blade used in the present tests had a diameter of 410 mm and a steel core of 
thickness 2.7 mm, 28 pieces of diamond impregnated segments (size 40×10×3 mm) were brazed to 
the periphery of circular steel core with a standard narrow radial slot. The grit sizes of the diamond 
for soft rocks were approximately 30/40 US mesh at 25 and 30 concentrations and for hard rocks 
were approximately 40/50 US mesh at 30 and 40 concentrations. During the sawing trials, water 
was used as the flushing and cooling medium. The acceleration signal was acquired along the whole 
cut. For monitoring the vibration in stone sawing, an adopted sensor system was designed (Fig. 2).

Fig. 2. A schematic diagram of the adopted sensor system

A: Diamond disk
B: Accelerometer
C: Workpiece
D: Amplifi er 
E: Junc  on box
F: PC with ADC

This system is made up of the data acquisition program to sample out from sensor and the 
judgment program to show the monitoring state on screen. An accelerometer (ADXL105-3) for 
measuring the acceleration of workpiece was used. This accelerometer was attached onto the 
sides of the workpiece to cut for monitoring the vertical direction. A monitoring strategy has 
been adopted based on time domain characteristics. Figure 3 shows typical time-domain signals 
monitored at different time interval.

After the signal is stored, a feature extraction program in Labview analyses the data. vibra-
tion feature has been extracted for the acceleration signals. The vibration value of a function x(t) 
over an interval of T is equal to:
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In the next step, laboratory tests were carried out. For laboratory tests, some rock blocks 
were collected from the studied factories. An attempt was made to collect rock samples that 
were big enough to obtain all of the test specimens of each rock type from the same piece. Each 
block sample was inspected for macroscopic defects so that it would provide test specimens free 
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from fractures, partings or alteration zones. Then, test samples were prepared from these block 
samples and standard tests have been completed to measure the rock characteristics following 
the suggested procedures by the ISRM standards (ISRM, 1981). The results of laboratory studies 
and rock sawability index are listed in table 1. 

TABLE 1

The result of laboratory studies

Rock sample UCS BTS B1 B2 B3 B4
MPa MPa

1. Harsin (Marble) 71.5 6.8 10.51 0.826 243.1 86.00
2. Anarak (Marble) 74.5 7.1 10.49 0.825 264.5 91.38
3. Ghermez (Travertine) 53 4.3 12.33 0.849 113.95 49.84
4. Hajiabad (Travertine) 61.5 5.6 10.98 0.833 172.2 67.09
5. Darebokhari (Travertine) 63 5.4 11.67 0.842 170.1 66.50
6. Salsali (Marble) 68 6.3 10.79 0.830 214.2 78.51
7. Haftoman (Marble) 74.5 7.2 10.35 0.824 268.2 92.31
8. Chayan (Granite) 173 14.5 11.93 0.845 1254.25 280.27
9. Ghermez Yazd (Granite) 142 8.52 16.67 0.887 604.92 165.79
10. Sefi d Nehbandan (Granite) 145 9.2 15.7 0.881 667 177.87
11. Khoramdare (Granite) 133 8.3 16.02 0.883 551.95 155.20
12. Morvarid Mashhad (Granite) 125 7.4 16.89 0.888 462.5 136.65

Each rock was sawn at different feed rate and depth of cut. During the sawing trials, the accel-
eration signal and vibration were monitored and calculated. The results of experimental procedure 
were used for establishing the statistical models. The input vectors of the models are divided into 
two parts, the first part is the rock brittleness indexes which are obtained from new classification 

Fig. 3. Typical time-domain acceleration signals monitored at different time interval
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system based on uniaxial compressive strength and Brazilian tensile strength. The second part con-
tain the operational parameters which include depth of cut and feed rate which are very important 
in rock sawing process because, production rate is directly affected by these parameters. The goal 
of the models is to estimate the system vibration during operation in the sawing process. 

4.1. Establishing the new statistical models for predicting 
the system vibration

The relationship between vibration and machine parameters and rock brittleness indexes is 
investigated by using multiple regression methods. Multiple regression methods can be divided 
into two types as linear and non-linear methods. In this study, the twin-logarithmic model, which 
is the one of the nonlinear methods, was used. The equation representing the model can be writ-
ten in the following form:

 
1 2

1 2 ... nb b b
nY aX X X     (6)

where Y is the predicted value corresponding to the dependent variables, a is the intercept, X1, 
X2, Xn are the independent variables and b1, b2, bn are the regression coefficients of X1, X2, Xn. 
Taking logarithms of both sides of Eq. (6) converts the model into linear form as follows:

 1 1 2 2log log log log ... logn nY a b X b X b X      (7)

Eq. (7) can be written as the linear regression function:

 
* * * *

1 1 2 2 ... n nY c a X a X a X      (8)

Regression analysis was performed using the obtained data in experimental procedure. The 
vibration of system vibration was considered as the dependent variable. Operating characteristics 
(depth of cut and feed rate) and soft and hard rock brittleness indexes were considered as the 
independent variables. Regression analysis was carried out using a computing package ‘‘Statistical 
Package for Social Science (SPSS)’’. The models developed are given below.
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Where VH and VS are the vibration value of acceleration for soft and hard rocks respectively (g), 
Fr is feed rate (cm/min), Dc is depth of cut (mm) and B1, B2, B3, B4 are rock brittleness indexes.

The validation of the models was carried out by considering the determination coefficient, 
the t-test and F-test. The statistical results of the models are given in Table 2. 

TABLE 2

Statistical result of the multiple regression models

Model Independent
variables Coeffi cient Standard 

error t-value Tabulated 
t-value F-ratio Tabulated 

F-ratio
Determination 
coeffi cient (R)

1 2 3 4 5 6 7 8 9

(1)

Constant –1.668 0.211 –7.921

±1.65 52.170 4.61 0.8Dc 0.179 0.069 2.593
Fr 0.460 0.037 12.474
B1 –0.215 0.136 –1.582

(2)

Constant –2.004 0.153 –13.074

±1.65 52.023 4.61 0.8Dc 0.179 0.069 2.593
Fr 0.460 0.037 12.459
B2 –1.419 0.929 –1.528

(3)

Constant –2.404 0.204 –11.79

±1.65 59.062 4.61 0.81Dc 0.173 0.066 2.601
Fr 0.464 0.035 13.095
B3 0.170 0.530 3.216

(4)

Constant –2.455 0.216 –11.367

±1.65 59.062 4.61 0.81Dc 0.173 0.066 2.601
Fr 0.464 0.035 13.095
B4 0.236 0.073 3.219

(5)

Constant –0.662 0.535 –1.238

±1.65 48.000 4.61 0.8Dc 0.140 0.095 4.208
Fr 0.594 0.055 10.822
B1 –1.891 0.477 –3.966
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1 2 3 4 5 6 7 8 9

(6)

Constant –3.455 0.282 –12.241

±1.65 47.694 4.61 0.8Dc 0.140 0.095 4.195
Fr 0.594 0.055 10.802
B2 –10.398 2.657 –3.913

(7)

Constant –3.993 0.273 –14.650

±1.65 66.474 4.61 0.83Dc 0.403 0.086 4.714
Fr 0.597 0.049 12.093
B3 0.584 0.092 6.375

(8)

Constant –4.169 0.295 –14.155

±1.65 66.474 4.61 0.83Dc 0.403 0.086 4.714
Fr 0.597 0.049 12.093
B4 0.811 0.127 6.375

The determination coefficients (R) of the models are good, but these are not necessarily 
identifies the valid models. The other tests must be performed. The significance of R-value can 
be determined by the t-test, assuming that both variables are normally distributed and the obser-
vations are chosen randomly. The test compares computed t-value with tabulated t-value using 
the null hypothesis. If the computed t-value is greater than tabulated t-value, the null hypothesis 
is rejected. This means that R is significant. If the computed t-value is less than the tabulated 
t-value, the null hypothesis is not rejected. In this case, R is not significant. In the models a 99% 
confidence level was chosen in this test, a corresponding critical t-value ±1.65 for the model was 
obtained. As it is seen in Table 2, the computed t-values are greater than tabulated t-value for the 
models, suggesting that the models are valid. To test the significance of the regressions, analysis 
of variance was employed. This test follows an F-distribution with degrees of freedom ν1 = 2 and 
ν2 = 88 and 91 for models. In this test, a 99% level of confidence was chosen. If the computed 
F-value is greater than the tabulated F-value, the null hypothesis is rejected that there is a real 
relation between dependent and independent variables. Since the computed F-value is greater 
than the tabulated F-value for models, the null hypothesis is rejected. Therefore, it is concluded 
that the models are valid. However, models 3, 4, 7 and 8 have the highest possible correlation 
coefficient. For practical consideration, the mentioned models were selected among all possible 
models. These models derived from B3 and B4 indexes. 

To see the estimation capability of the derived models, the scatter diagrams of the observed 
and estimated values can be plotted. Ideally, on a plot of observed versus estimated value, the 
points should be scattered around the 1:1 diagonal straight line. A point lying on the line indicates 
an exact estimation. A systematic deviation from this line may indicate, for example, that larger 
errors tend to accompany larger estimations, suggesting non-linearity in one or more variables. 
The plots of estimated versus observed values (training and test data) for the two models (3 and 7) 
are shown in Figs. 4-7. In the plots for the model (7) (soft rock) the points are scattered uniformly 
about the diagonal line, suggesting that the model is reasonable. However, the points in the plot 
for model (3) (hard rock) deviate somewhat from the diagonal line, showing that there may be 
some doubts about the model. It is therefore concluded that the system vibration can reliably be 
predicted from B3 index in soft rock sawing process (similarly, it can be shown for the B4 index). 

TABLE 2. Continued
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Fig. 4. Observed vibration versus estimated vibration for model 3

Fig. 5. Observed vibration versus estimated vibration for model 7
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Fig. 7. Observed vibration versus estimated vibration for model 7 (test data)

Fig. 6. Observed vibration versus estimated vibration for model 3 (test data)
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5. Conclusion

In sawing process, the vibration of rocks is an important factor of sawing performance in 
terms of required energy and maintenance cost. The principal factors that require consideration 
in predicting the system vibration, particularly for stone application, is the operational parameters 
of the saw. In this research, it is tried to design new models for vibration of sawing machine 
in sawing of the hard and soft rocks via statistical models by SPSS as a general purpose linear 
estimator. The goal of the predicted models was to estimate the vibration of the rocks during 
operation in the sawing process. Vibration of the machine is a key criterion for effective life of 
a saw and whatever the vibration is lower the effective life of the saw will be longer. This study 
evaluated merits of statistical model declared by SPSS in estimation of vibration of sawing 
machine. Finally, four models were selected among all predicted models. Confirmation of the 
selected models were done by considering correlation coefficient, the F-test, the t-test and the 
plots of estimated versus observed values. According to simulations models could estimate the 
vibration with a sufficiently low error. According to the formulizing the vibration for soft and 
hard rocks B3 and B4 had the best determination coefficient. It is therefore concluded that the 
vibration of system can reliably be predicted from B3 and B4 indexes in rock sawing process.

Acknowledgments

The authors would like to say thank to central workshop of Sharif university of technology 
and central laboratory of Shahrood university of technology for providing the facilities in 
order to perform an original research. 

References 

Altindag R., 2002. The evaluation of rock brittleness concept on rotary blast holes drills. J. of The South Afr. Inst. of 
Min. Metall., Jan.-Feb, 61-66.

Altindag R., 2003. Correlation of specific energy with rock brittleness concepts on rock cutting. The Journal of The South 
African Institute of Mining and Metallurg., 163-172. 

Andreev G.E., 1995. Brittle Failure of Rock Materials: Test Results and Constitutive Models. A.A. Balkema, Netherlands.
Ataei M., Mikaeil R., Sereshki F., Ghaysari N., 2012. Predicting the production rate of diamond wire saw using statistical 

analysis. Arabian Journal of Geosciences, 5, 1289-1295. 
Atici U., Ersoy A,. 2009. Correlation of specific energy of cutting saws and drilling bits with rock brittleness and de-

struction energy. J. Mater. Process Technol., 209, 2602-2612.
Aubertin M., Gill D.E., 1988. A methodology for assessing the potential for rock bursts in Abitibi mine. [In:] Proceedings 

of Colloque sur le Controle de Terrain (AMMQ), Val d’Or, p. 47-77.
Aubertin M., Gill D.E., Simon R., 1994. On the use of the brittleness index modified (BIM) to estimate the post-peak 

behaviour of rocks, rock mechanics. [In:] Nelson and Laubach (eds) Balkema, p. 945-952.
Baron L.I., Loguntsov B.M., Posin E.Z., 1962. Determination of properties of rocks (in Russian), NTILGD, p. 232, 

Gozgotekhizdat, Moscow.
Beron A.I., Vatolin E.S., Koifman M.I., Mohnachev M.P., Chirkov S.E., 1983. Rock properties under diverse kinds and 

regimes of loading (in Russian). Moscow, Nedra, p. 274.
Birle J.D., Ratterman E., 1986. An approximate ranking of the sawability of hard building stones based on laboratory 

tests. Dimensional Stone Magazine, July-August, 3-29.



152

Buyuksagis I.S, Goktan R.M, 2005. Investigation of marble machining performance using an instrumented block-cutter. 
J. Mater. Process Technol., 169, p. 258-262.

Buyuksagis I.S., 2007. Effect of cutting mode on the sawability of granites using segmented circular diamond sawblade. 
J. Mater. Process Technol., 183, 399-406.

Burgess R.B., 1978. Circular sawing granite with diamond saw blades. [In:] Proceedings of the Fifth Industrial Diamond 
Seminar, 3-10.

Chiu H.K., Johnston I.W., 1983. The uniaxial properties of Melbourne mudstone. Proc. 5th Congr. ISRM, Melbourne, 
vol. 1, p. A209-A214.

Clausen R., Wang C.Y., Meding M., 1996. Characteristics of acoustic emission during single diamond scratching of 
granite. Industrial Diamond Review, 3, 96-9.

Coates D.F., 1966. Experimental criteria for classification of rock substances. Int. J. Rock Mech. Min. Sci., 3, 181-189.
Delgado N.S., Rodriguez R., Rio A., Sarria I.D., Calleja L., Argandona V.G.R., 2005. The influence of microhardness on 

the sawability of Pink Porrino granite (Spain). International Journal of Rock Mechanics & Mining Sciences, 42, 161-6.
Ersoy A., Atici U., 2004. Performance characteristics of circular diamond saws in cutting different types of rocks. 

Diamond Relat. Mater., 13, 22-37.
Ersoy A., Buyuksagis I.S., Atici U., 2005. Wear characteristics of circular diamond saws in the cutting of different hard 

and abrasive rocks. Wear 258, 1422-1436.
Evans I., Pomeroy C.D., 1966. The strength, fracture and workability of coal. Pergamon Press. 
Eyuboglu A.S., Ozcelik Y., Kulaksiz S., Engin I.C., 2003. Statistical and microscopic investigation of disc segment wear 

related to sawing Ankara andesites. Int. J. Rock Mech. Min. Sci., 40, 405-414.
Fener M., Kahraman S., Ozder M.O., 2007. Performance Prediction of Circular Diamond Saws from Mechanical Rock 

Properties in Cutting Carbonate Rocks. Rock Mech. Rock Engng., 40 (5), 505-517
Glossary of Geology and Related Sciences, Amer. Geology. Inst., 1960, Washington D.C.
Goktan R.M., 1991. Brittleness and micro-scale rock cutting efficiency. Mining Science and Technology, 13, p. 237-241.
Goktan R.M., 1992. Applicability of rock brittleness ratio in percussive drilling performance (in Turkish). Anadolu 

University, Journal of Eng. and Arch., Fac. 8, N. 1, p. 89-99.
Gunaydin O., Kahraman S., Fener M., 2004. Sawability prediction of carbonate rocks from brittleness indexes. J. South 

Afr. Inst. Min. Metall., 104, 239-244.
Hajiabdolmajid V., Kaiser P., 2003. Brittleness of rock and stability assessment in hard rock tunnelling. Tunnell. Undergr. 

Space Technol., 18: 35-48.
Hetenyi M., 1966. Handbook of Experimental Stress Analysis. p. 15, John Wiley, NewYork.
International Society for Rock Mechanics. 1981. Rock characterisation, testing and monitoring. ISRM suggested me-

thods. Oxford: Pergamon.
Inyang H.I., Pitt J.M., 1990. Standardisation of a percussive drill for measurement of the compressive strength of rocks. 

Rock Mech. Contributions and Challenges (Eds. Hustrulid and Johnson), 489-496.
Jennings M., Wright D., 1989. Guidelines for sawing stone. Industrial Diamond Review, 49, 70-75. 
Kahraman S., 2002. Correlation of TBM and drilling machine performances with rock brittleness. Engineering Geology, 

65(h), 269-283.
Kahraman S., Bilgin N., Feridunoglu C., 2003a. Dominant rock properties affecting the penetration rate of percussive 

drills. Int. J. Rock Mech. Min. Sci., 40: 711-723.
Kahraman S., Gunaydin O., Fener M., Bilgin N., 2003b. Correlation between Los Angeles abrasion loss and uniaxial 

compressive strength. [In:] Proceedings of International Symposium on Industrial Minerals and Building Stones, 
Istanbul, Turkey, p. 577-581.

Kahraman S., Fener M., Gunaydin O., 2004. Predicting the sawability of carbonate rocks using multiple curvilinear 
regression analysis. International Journal of Rock Mechanics & Mining Sciences, 41, 1123-1131.

Kahraman S., Altun H., Tezekici B.S., Fener M., 2005. Sawability prediction of carbonate rocks from shear strength para-
meters using artificial neural networks. International Journal of Rock Mechanics & Mining Sciences, 43(1), 157-164.

Kahraman S., Ulker U., Delibalta S., 2007. A quality classification of building stones from P-wave velocity and its ap-
plication to stone cutting with gang saws. J. South Afr. Inst. Min. Metall., 107, 427-430.



153

Kim M.K., Lade P.V., 1984. Modelling rock strength in three dimensions. Int. J. Rock Mech. Min. Sci. Geomech. Abstr., 
vol. 21, p. 21-33.

Koulikov V.V., 1987. Modelling of jointed rock mass. Problems of rock mechanics (in Russian), Moscow, Nauka, p. 59-65.
Krauze K., Kotwica K., Rączka W., 2009. Laboratory and Underground Tests of Cutting Heads with Disc Cutters. Arch. 

Min. Sci., Vol. 54, No. 2, p. 239-260.
Mikaeil R., Ataei M., Hoseinie S.H., 2008. Predicting the production rate of diamond wire saws in carbonate rocks 

cutting. Industrial Diamond Review (IDR), 3, 28-34.
Mikaeil R., Yousefi R., Ataei M., Abasian Farani R., 2011a. Development of a New Classification System for Assessing 

of Carbonate Rock Sawability. Arch. Min. Sci., Vol. 56, No. 1, p. 57-68. 
Mikaeil R., Yousefi R., Ataei M., 2011b. Sawability Ranking of Carbonate Rock Using Fuzzy Analytical Hierarchy Process 

and TOPSIS Approaches. Scientia Iranica, Transactions B: Mechanical Engineering 18, 1106-1115.
Mikaeil R., Ozcelik Y., Ataei M., Yousefi R., 2011c. Correlation of Specific Ampere Draw with Rock Brittleness Indexes 

in Rock Sawing Process. Arch. Min. Sci., Vol. 56, No 4, p. 741-752.
Mikaeil R., Ataei M., Yousefi R., 2012. Evaluating the Power Consumption in Carbonate Rock Sawing Process by Using 

FDAHP and TOPSIS Techniques. Efficient Decision Support Systems: Practice and Challenges – From Current to 
Future / Book 2”, 478.

Mikaeil R., Ataei M., Yousefi R., 2013a. Correlation of production rate of ornamental stone with rock brittleness indexes. 
Arabian Journal of Geosciences, 6, 115-121.

Mikaeil R., Ozcelik Y., Ataei M., Yousefi R., 2013b. Ranking the sawability of ornamental stone using Fuzzy Delphi and 
multi-criteria decision-making techniques. International Journal of Rock Mechanics & Mining Sciences, 58, 118-126. 

Niwa Y., Kobasayashi S.H., 1974. Effect of couple-stresses distribution in specimens of laboratory tests. Proc. 3rd Congr. 
ISRM, Denver, V.2A, 197-201.

Obert L., Duvall W.I., 1967. Rock mechanics and the design of structures in rock. John Wiley, NewYork, 278.
Ozcelik Y., Polat E., Bayram F., Ay A.M., 2004. Investigation of the effects of textural properties on marble cutting with 

diamond wire. Int. J. Rock Mech. Min. Sci., Vol. 41, No. 3.
Özçelik Y., 2007. The effect of marble textural characteristics on the sawing efficiency of diamond segmented frame 

saws. Industrial Diamond Review, 2, 65-70.
Ramsey J.G., 1967. Folding and Fracturing of rocks. McGraw-Hill, London. 289.
Singh P.S., 1986. Brittleness and the mechanical winning of coal. Min. Sci. and Tech., 3, 173-180.
Tutmez B., Kahraman S., Gunaydin O., 2007. Multifactorial fuzzy approach to the sawability classification of building 

stones. Construction and Building Materials, 21, 1672-1679. 
Vardoulakis I., 1984. Rock bursting as a surface instability phenomenon. Int. J. Rock Mech. Min. Sci. Geomech. Abstr., 

vol. 21, 137-144.
Walsh J.B., Brace W.F., 1964. A fracture criterion for brittle anisotropic rock. J. Geophys. Res., vol. 69, 3449-3456.
Wei X., Wang C.Y., Zhou Z-H., 2003. Study on the fuzzy ranking of granite sawability. J. Mater. Process Technol., 139, 

277-80.
Wright D.N., Cassapi V.B., 1985. Factors influencing stone sawability. Industrial Diamond Review, 2, 84-87.
Yarali O., Soyer E., 2011. The effect of mechanical rock properties and brittleness on drillability. Scientific Research 

and Essays, 6 (5), 1077-1088. 
Yarali O., 2007. Investigation of the relations between rock brittleness and drilling rate index. [In:] Proceedings of the 

20th International Mining Congress of Turkey, (in Turkish), Ankara, Turkey, 217-224.
Yilmaz N.G., Karaca Z., Goktan R.M., Akal C., 2008. Relative brittleness characterization of some selected granitic 

building stones: influence of mineral grain size. Constr. Build. Mater., 23(1), 370-375.

Received: 18 March 2013


